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Summary

A 0.1-pum sintered metal Mott filter was used for cross-flow filtration testing of Hanford Double
Shell Tank AW-101 entrained solids. While the filtrate was being recirculated, a matrix of 14
transmembrane pressures (1.4 to 4.8 bar) and axial velocities (1 to 4.2 m/s) were investigated, each over
1 hour’s time. The slurry was dewatered from 2.2 L to 1.0 L, and a second matrix of 4 transmembrane
pressures (2.1 to 4.8 bar) and axial velocities (3.8 to 4.6 m/s) were investigated.

The slurry was then dead-end filtered and the solids washed three times with water. The original
feed, permeate, wash solutions, and final solids were analyzed for chemical and radiochemical
constituents. Slurry samples were taken before testing and after dewatering. These samples were
analyzed for density, viscosity, particle size distribution, and solids concentration.

For the cross-flow filtration tests, filtrate permeabilities ranged from 0.34 to 0.67 m’/m*/day/bar.
Filtrate fluxes were 1.6 m*/m*/day as compared to the design basis of 5.9 m*/m*/day. This lower than
expected value may be caused by high filter-cake resistance (due to very small particles) or filter
resistance (due to a low porosity filter)'. Higher pressures are recommended for AW-101 entrained solids
filtration with the filter and conditions evaluated in this work. The best performance occurred at 4.5 bar
and 3.75 m/s. After dewatering the slurry from 2.2 L to 1.0 L, the filtrate permeabilities decreased to a
range of 0.17 to 0.26 m*/m*day/bar.

After the entrained solids had been washed three times with 28 mL water/g dry solids, the sodium
in the wash solutions had still not decreased to below the required 60 g/kg dry entrained solids. The
difficulty in removing sodium from the entrained solids is believed to be caused by slightly soluble
sodium oxalate.

Results for the radiochemical analyses indicate that the entrained solids are transuranic (TRU)
while the filtrate has been decontaminated from any measurable TRU and *°Sr isotopes.

The CUF feed was Newtonian in behavior while the CUF dewatered slurry was slightly shear-
thinning or pseudoplastic. Both maternials had viscosities ranging from 5 to 10 ¢P (at shear rates > 100 s
and slurry densities of 1.3 g/mL.

' After operation, it was determined that this filter was designed for gaseous rather than liquid applications.
Gas filters have a lower porosity than liquid filters and offer a greater resistance to liquid flow.
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1.0 Introduction

The River Protection Project Waste Treatment Plant (RPP-WTP) (1996) flow sheet uses cross-
flow filtration as the solid/liquid separation technique. Unlike traditional dead-end filtration, which has a
declining rate caused by the growth of a filter cake on the surface of the filter medium, in cross-flow
filtration, the filter cake is swept away by the fluid flowing across it. This filtration method is especially
beneficial when there are very fine particles and when system simplicity is required.

One of the applications of cross-flow filtration is to remove the entrained solids from Envelope A
supernatants' retrieved from the tanks. The filtration should remove sufficient solids to prevent plugging
of the ion exchange column downstream and to ensure that insoluble *°Sr and transuranic isotopes are
removed. These solids are then to be concentrated and returned to the U.S. Department of Energy (DOE).
The RPP-WTP Privatization Contract (1996) specifies certain isotopic, chemical, and physical limits for
the entrained solids returning to the DOE double-shell tanks.

During Phase 1A, the Savannah River Technology Center (SRTC) tested an entrained solids
simulated Envelope A material at 0.15 wt% solids. The SRTC cross-flow filtration system used a 0.5-um
Mott sintered metal filter. Filter permeabilities ranging from 2.7 to 56 m*/m*/day/bar (0.0032 to
0.066 gpm/ft*/psi) were obtained over a transmembrane pressure drop range of 0.68 to 2.2 bar (10 to
31 psi) (Nash and Siler 1997).

The objective of this work was to test cross-flow filtration using actual Envelope A Hanford tank
waste. Similar to the Phase 1A study, we evaluated the permeability of an Envelope A feed through a
single element filter as a function of transmembrane pressure, axial velocity, solids concentration, and
time. In addition, the efficiency of back pulse and chemical cleaning on the filter performance was
evaluated. The chemical and radiochemical composition of the filtrate and solids was measured to
determine efficiency of the filtration process.

This report describes the test apparatus, the experimental approach, the results of the tests, and the
chemical and radiochemical analysis for supernatants taken from Hanford Tank AW-101%. This report
also provides a means of transmitting to British Nuclear Fuels, Limited (BNFL) the completed test
instruction and raw filtration and analytical data.

" Envelope A refers to a volume of tank waste that will be provided to the Privatization contractor to
nrocess that falls within a certain composition range. Envelope A encompasses a large fraction of the double shell
tank waste.

% The results presented in this report are based on work conducted under Test Plan TP-29953-004, test
instructions TP-29953-012, <021, -022, and -024, and Procedure TP-29953-020. Some data are recorded in
Laboratory Record Book (LRB)# 13745.
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2.0 Experimental Approach

2.1 Test Apparatus

The cross-flow filtration apparatus had the following specifications:

e Mott sint%red SS metal filter rated at 0.1 pm; 24-in. length and 3/8-in. diameter (total area
0.0182 m®)

* Re-circulation flow with a maximum linear crossflow velocity of 5 m/s along the axis of the filter
e Maximum transmembrane pressures of 5.5 bar (80 psid)

o Temperature control of 25 + 5°C during operation.

The system was fabricated based on modifications of the Cells Unit Filter (CUF) system designed
by SRTC. A process flow diagram is shown in Figure 2.1, and a photograph is shown in Figure 2.2. The
entire system has a maximum operating volume of 2500 mL and a minimum volume of 800 to 1000 mL.
The system is connected with stainless steel tubing and Swagelok fittings. The feed solution is introduced
into the slurry reservoir. An air driven Oberdorfer progressive cavity pump provides flow through a
magnetic flow meter and into the Mott filter rated at 0.1 um.! The axial velocity and transmembrane
pressure of the filter are controlled by adjusting the pump speed (via the air-pressure supply to the air
motor) and the throttle valve (V1). Filtrate passes through the Mott filter and is reconstituted with the
slurry in the slurry reservoir. The filtrate is measured by means of a fill and drain graduated cylinder or a
rotameter (if the flows are too high to be measured by the graduated cylinder).

The filtrate can be recycled to or redirected from the slurry reservoir using V7. The former
approach, i.e., recirculation of the filtrate, ensures that the solids concentration and fluid volume remain
relatively constant during the course of an experiment. The latter approach, i.e., redirecting the fluid from
the slurry reservoir, enables periodic sampling of the filtrate or increasing the solids concentration in the
reservoir for higher solids-loading tests. The slurry can be sampled at run conditions using a two-valve
system (V2 & V10). One valve is opened at a time to prevent loss of material during sampling. The high
velocities during system operation will provide high enough mixing to ensure that a homogeneous and
representative sample of slurry is collected.

The slurry temperature is measured both in the slurry reservoir and in-line. A 1-kW chiller
pumps coolant through heat-exchanger jackets around the tank and around the tubing between the flow
meter and filter.

The filter is back pulsed by opening the toggle valve (V3) and allowing the back-pulse chamber
to be filled half full with filtrate. The toggle valve is then closed, and the back-pulse chamber is
pressurized with air. Once charged, the toggle valve is then opened, allowing the pressurized filtrate to
back pulse the filter element. The system is drained at valves V2 and V9. Air from the back-pulse
chamber is used to force the liquid from the filter out of the system. However, some liquid/slurry,
typically 100 to 200 g, still remains in the system after draining and cannot be removed without
disassembling the system.

! After operation, it was determined that this filter was designed for gaseous rather than liquid applications.
Gas filters have a lower porosity than liquid filters and offer a greater resistance to liquid flow.

2.1
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Figure 2.2. Photograph of the Cross Flow Filtration System (CUF) Before Installation in the Hot Cell

2.2 Test Material Preparation

We received approximately 3400 g of AW-101 material from the 222-S laboratory for testing in
29 containers. These containers were composited, and samples were removed for chemical,
radiochemical, and organics analysis (See Urie et al. 1999). The original feed was determined to be
approximately 11 M Na. Mixing of this as-received AW-101 waste resulted in rapid settling of the solids
from the supernatant. The supernatant was clear yellow-green in color. The solids were dark brown in
color (See Figure 2.3) These solids contained some large crystals.

Following directions from Test Plan 29953-6. we diluted the material to 6.5 M sodium and then
distributed approximately 450 mL for analysis and laboratory testing. To ensure that the solids content of
the sample was representative of the diluted slurry feed, the diluted slurry feed was stirred using an
overhead mixer while the samples were collected. This material was analyzed for physical properties as
well as chemical and radiochemical properties. Testing with the diluted AW-101 matenal included ion
exchange batch contacts, solubility versus temperature measurements, and caustic leach testing  The
remaining 2880 g of diluted AW-101 was used for the testing in the cross-flow filtration work Figure 2.4
shows the sample pathway before AW-101 material was placed inside the CUF.
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Figure 2.3. Photograph of As-Received AW-101 Tank Supernatant
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AW-101 “As Received” Samples
1AW-98-11 21480 ¢g 1AW-98-21A 103.79g
1AW-98-12 20780 g 1AW-98-21A 103.79¢

“As Received” 1AV/-98-13 209.50 g 1AW-98-21B 10087 ¢
Analytical Sample 1AW-98-14 21230 g 1AW-98-23A 95.12¢
1AW-98-15 216.80 g 1AW-98-23B  107.85g
AW-101 Comp A 179.28 ¢ 1AW-98-16A 9437¢g 1AW-98-24A 10304 g
AW-101 Comp B 193.06 g 1AW-98-16B 9264 ¢ 1AW-98-24B  105.00 g
AW-101 Comp C  187.63 ¢ 1AW-98-17A  93.58¢ 1AW-98-25A 100.79g
AW-101 Comp D 18765 ¢ 1AW-98-17B  98.37¢g 1AW-98-25B 10390 g
AW-101 Comp E 19230 g 1AW-98-18A  93.04 g 1AW-98-27A  69.03 ¢
1AW-98-18B 10244 ¢ 1AW-98-27TB  6642¢g
Total  939.92¢g 1AW-98-19A  9691g 1AW-98-28A 105.10g
Torl 620 mL 1AW-98-19B  99.98 ¢ 1AW-98-28B 10699 g
Settled Solids = 127 mL 1AW-98-20A  99.20g 1AW-98-29A 10596 g
Liquid = 493 mL 1AW-98-20B 10240 g 1AW-98-29B 101.22¢g
+ Total 341421¢
Final A.na}ytical 2.6% loss
P
Sample Volume 872¢
Settled Solids = 127 mL. v
Tigyud = 0l Composite Sample
¥ Analytical Sample
AW-101-98 Comp A | | Total 3,327 g (2,190 mL) ___»| Sodium Concentration
Decant 89 mL Slurry Density = 1.52 g/mL 5 mL Liquid
Supermatant Vol% Settled Solids = 20.5%
Returned for Diluted ]
Feed Preparation :' ¢ H-0
Physical Properties & D ﬂD:i“::‘é ?;:IdNa EEEsComos
: : R P u .
Particle Size Distribution S 141 mL Liquid
58 ml. Shirrv 1569 mL Composite Slurry Sample —
+ Solubility vs Temperature
—>
Archive/Unaccounted For 89 mL Decant Supernatant +
1161 mL Water 25 mL Shurry
175 mL Shurry
: h l l-—} Diluted Feed. Amnalytical Sample
Caustic Leac Analylical Sample
e CUF Ultrafiltration
157 mL Slurry §Bvol. Sy
2,195 mL (2,880 g) Slurry

Figure 2.4. Sample Flow Diagram for the AW-101 Before Cross-Flow Filtration Testing
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2.3 Cross-Flow Filtration Experiments

The experiments performed in this study are described in Test Plan 29953-4. The completed test
instruction for this work, TP-29953-022, is contained in Appendix A. The radioactive filtration tests were
conducted in the 325 Building A-cell using the as-diluted AW-101 matenial. A flow sheet of the testing is
shown in Figure 2.5, and the various experimental steps are discussed below.

2880 g AW-101
Supemate

Clean Water Test
P=2,3.7,4.8bar

Y

1560 g Filtrate
Removed

>

v
14 Point Matrix
1.4<P<48bar
1<v<42m/s

20<T<30°C

Y

De-water to 1 liter I

r

4 Point Matrix
2.2<P<48bar
2.8<v<46m/s

20 < T <30°C

Dead-end Filter

b >

Drain System
12309

.

[ 3 Water Rinses |

y

1 liter 1M HNO3

Acid Wash
Sit Overnight

[ 4 waterRinses |

r
Clean Water Test
P=23.748bar

100 mL Water

Filter
100 mL Water | Filtrate Sample
4
Wash and Dead-End
i Filter
100 mL Water | Filtrate Sample
r
o | Wash and Dead-End
i Filter
¥| Filtrate Sample
4
Coliect Solids

v

(0.45 um Nylon)

y

Wash and Dead-End

1217 g of Filtrat,
Removed

Samples

To Cesium lon Exchange

27779
F 3

P = transmembrane pressure (bar)
v = axial velocity in filter element (m/s)
T = temperature of slumry (*C)

Figure 2.5. Filtration Test Experimental Steps
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In all tests, the slurry temperature was maintained at 25 + 3°C. The filtrate flux values were
corrected for these temperature variations using the equation provided by BNFL:

Fluxy, = Flwf;ve[ () @1

where Fluxr is the calculated flux at the measured temperature, T is the experimentally measured
temperature, and Flux,sc is the normalized temperature at 25°C.

During each test, filtrate flux, re-circulation flows, module inlet and outlet pressure, and slurry
temperature were monitored every 10 minutes. Each test condition was run for 60 minutes. Upon
completion of each test condition, the filter was back pulsed twice and a new condition set.

In the first set of experiments, we determined the flux of clean water through the membrane at
three different transmembrane pressure drops of 2, 3.7, and 4.8 bar (30, 55, and 70 psid). The axial
velocities for these tests were 1, 4.6, and 3.7 m/s, respectively. Each experiment lasted 20 minutes. The
clean water flux from these tests provided a baseline to evaluate the cleaning efficiency of nitric acid
wash. Afier testing, the water was drained, but approximately 150 g of water remained in the CUF. This
water cannot be removed without disassembling the equipment.

After testing the system with water, approximately 2200 mL of diluted AW-101 was then placed
into the CUF slurry reservoir. Using the diluted AW-101 material, the permeate fluxes were determined
at 14 conditions of axial velocities and transmembrane pressures. The test conditions for the 14 different
experiments are shown in Table 2.1 and Figure 2.6. The purpose of theses tests was to determine the
optimum permeate flux conditions for the dilute AW-101 slurry. During this test matrix, the filtrate was
recycled back into the slurry reservoir to hold the solids concentration and volume relatively constant.
The matrix consists of two testing regimes, one at low velocities and pressures and the other at higher
velocities and pressures. A 5-point matrix around a center-point at 2 bar and 2 m/s tested the lower
conditions of transmembrane pressure (TMP) (1.38 to 2.75 bar) and velocity (1 m/s to 2.8 m/s). A
5-point matrix around a center-point at 3.8 bar and 3.7 m/s tests the higher TMP and velocities of (2.75 to
4.82 bar) and (2.8 m/s to 4.6 m/s). The first, seventh, and thirteenth conditions were all to be performed
at the lower center-point. The second, eighth, and fourteenth conditions were all to be performed at the
upper center-point. This duplication of conditions allowed us to determine how the filtrate flux is
changing versus time (due to filter fouling and changes in the particle characteristics).

After testing this 14-point matrix, we selected the condition with the highest filtrate flux for the
de-watering operation. The condition selected was 4.8 bar and 3.5 m/s axial velocity. The slurry
concentrated until approximately 1200 mL of filtrate had been removed. Approximately 1 L of slurry
remained in the system. Following the dewatering step, samples of the collected filtrate, the dewatered
slurry, and final permeate were taken. The filtrate samples were analyzed for chemical and radiochemical
constituents, while the slurry samples were analyzed for viscosity, solids loading, and particle-size
distribution. :
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Table 2.1. Test Conditions for Low Solids Matrix
Test # 1 2 3 4 5 6 7 8 9 10 11 12 13 14

Axial Velocity )\ 35 54 |0 20 28 20 37 37 37 28 42 20 37
(m/s)
TMP (bar) 21 39 29 20 13 20 20 37 27 44 37 37 21 39
45
12, o
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Figure 2.6. Experimental Conditions and Order Used in Testing the
Diluted AW-101 Slurry with the CUF

A second test matrix was then performed at the higher solids loading. Table 2.2 and Figure 2.7
show the conditions and run order for this matrix. Although the pump was able to reach 4.8 bar at 3.5 m/s
during dewatering, during the second test matrix, the pump was not able to reach all the intended target
conditions. The reason for this difference is not clear. The maximum pressure obtained at 3.7 m/s axial
velocity was 3.4 bar (50 psid). To reach 4.8 bar (70 psid) for Condition 4, the axial velocity was reduced
to 2.8 m/s. Similarly, the maximum pressure obtained for Condition 5 at a set axial velocity of 4.6 m/s
was 2.2 bar (32 psid).
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Table 2.2. Test Conditions for High Solids Matrix
Test # 1 2 3 4

Axial Velocity 4
(m/s) 3.7 3.7 2.8 7 4.6

TMP (bar) 2.6 3.4 4.8 2.2

5.00

4.50

4.00

3.50

3.00 3

2.50

2.00

Axial Velocity (m/s)

1.50

1.00

0.50

0.00 T T . . . T ; . .
0 0.5 1 1.5 2 25 3 35 4 45 5

Transmembrane Pressure (bar)

Figure 2.7. Experimental Conditions and Order Used in Testing the
Dewatered AW-101 Slurry with the CUF

Following this matrix, the slurry was drained from the CUF. Because of the limitations in sample
size, no further dewatering was performed as was originally specified in Test Plan 29953-4. After
draining, the CUF was rinsed three times with distilled water to bring the pH back to neutral. One liter of
1 M HNO; was then run through the CUF for approximately 30 minutes; then the pump was stopped, and
the acid was allowed to sit in the CUF overnight. The acid was then drained, and the CUF was rinsed
with distilled water four times to bring the pH back to neutral. During the acid wash and subsequent
water flushes, the filtrate flux was measured after 10 minutes of operation. After the membrane had been
thoroughly cleaned, water fluxes through the membrane were measured once again at 2, 3.7, and 4.8 bar
(30, 55, and 70 psid) and 1, 4.6, and 3.7 m/s, respectively. These pressure drops and velocities were the
same as those performed with clean water at the beginning of the study. We should be able to compare
the water fluxes at the beginning and the end of the study and determine the cleaning efficiency.
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2.4 Dead-End Filtration Experiments

The AW-101 slurry that was drained from the CUF was dead-end filtered with a 0.45-um nylon
filter. The filtering was accomplished within approximately 20 minutes. This filtered material, along
with the permeate collected during de-watering, was transferred to the ion exchange work. The filtered
solids were washed and filtered three times each with 100 mL of distilled water. Samples of the water
from each of the three individual washes as well as a composite of all three washes were taken for
chemical and radiochemical analysis.

2.5 Sample Analysis

The chemical and radiochemical analyses that were performed on the samples that were
collected are shown in Table 2.3. A complete set of chemical and radiochemical analyses was
performed on the material taken during the de-watering step, the permeate taken following the
dewatering step, and the composite of the three washing solutions. This analysis set included total
organic carbon (TOC) and total inorganic carbon (TIC), ion chromatography (IC) (soluble anions),
inductively coupled plasma-atomic emission spectroscopy (ICP-AES) (metals), gamma energy
analysis (GEA) (*’Cs, 'Eu, "*°Eu, *' Am), strontium chemical separation followed by beta counting
(*Sr), inductively coupled plasma-mass spectrometry (ICP-MS) (for *Tc only), and total alpha. The
entrained solids wash solutions were only analyzed for metals with ICP-AES, specifically for the
soluble metals such as sodium. The washed solids received the same set of analyses as the permeates.
The solids were analyzed with ICP-AES, both with a KOH fusion sample and an acid-digested
sample (to obtain complete dissolution as well as measure the K and Ni concentration).

Table 2.3 Analysis Performed on AW-101 Material During Entrained Solids Testing

Permeate and Composite Wash Wash Solution Washed Solids
TOC/TIC Acid Digest then TOC/TIC
IC - ICP-AES IC
Acid Digest then KOH Fusion then
- GEA - GEA
- %Sr -QOST
- ICP-MS: *Tc - ICP-MS: *Tc
- Total Alpha - Total Alpha
- ICP-AES - ICP-AES
Acid Digest then
- ICP-AES
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3.0 Experimental Results

3.1 Cross Flow Filtration Results

3.1.1 Testing with AW-101

The as-diluted AW-101 material filtered relatively slowly with an average filtrate flux of
1.25 m*/m*/day (0.0213 gpm/ft’) as compared to the BNFL design goal of 5.9 m*m%day (0.1 gpm/f)).
The well mixed slurry was light brown in color while the filtrate appeared a clear yellowish green in color
under the hot cell lights. The material did not froth or foam during testing. The slurry reservoir remained
fairly well mixed and homogeneous as indicated by the significant movement of the liquid surface in the

slurry reservoir.

A sample filtrate fllowrate curve is shown in Figure 3.1. Although the filtrate flowrate was taken
every 10 minutes during the hour of each test condition, only the data taken after the first 20 minutes of
the run were averaged to obtain an average flux for the test condition. We did this to reduce the effect of
the initial high values while still providing sufficient data to create a reasonable average of the

equilibrium flux number.
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Figure 3.1. Filtrate Flowrate as a Function of Time for Condition 1 with
Diluted AW-101 Slurry in the CUF
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As mentioned in the previous section, the system was backpulsed twice between each condition.
For the first test matrix, these back pulses were performed by pressurizing approximately 50 mL of
permeate to 3.43 bar (50 psi) and forcing this liquid back through the filter. A comparison between the
initial, average, and final filtrate flux is shown graphically in Figure 3.2. For this first matrix, there is
only a 23% average increase in flux due to the back pulsing. For the second test matrix, 50 mL of
permeate was pressurized to 5.5 bar (80 psi). In this case, there was a 30% average increase in flux due to
back pulsing, although the differences between the two matrices are not statistically significant.
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Figure 3.2. Initial, Average, and Final Filtrate Flux for Each of Conditions in the
14 Point Matrix with the Diluted AW-101 Slurry

The filtrate flux results are shown in Figure 3.3 as a function of presssure and velocity. The
filtrate values range from a minimum of 0.9 m*/m%day (0.0153 gpm/ft®) at 1.4 bar (20 psid) to a
maximum of 1.6 m*/m?day (0.0273 gpm/fi’) at 4.5 bar (65 psid). For this filter and range of test
conditions, the higher pressures increase the filtrate flux while the velocity does not appear to have a
strong effect on the filtrate flux. When the data points at constant velocity are plotted as a function of
pressure, a nearly linear relationship appears as shown in Figure 3.4.

The permeability is the filtrate flux divided by the transmembrane pressure. For the low solids-
loading matrix, permeabilities range from 0.34 to 0.67 m*/m?day/bar (0.0004 to 0.0008 gpm/ft*/psi). The
lower permeabilities are associated with higher pressures, while the higher permeabilities are associated
with the lower pressures.
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The solution was dewatered from 2.2 L to 1 L using the optimum conditions of the 14-point
matrix. A transmembrane pressure of 4.8 bar (70 psid) and 3.5 m/s axial velocity was selected for this
process. During the dewatering process, which required approximately 53 minutes to perform, the filtrate
flux averaged 1.51 m’/m*/day (0.0257 gpm/ft’). A plot of the flux during this dewatering process as a
function of time is compared to similar conditions during the recycle mode in Figure 3.5. The filtrate flux
is consistently lower during the dewatering mode than during the recycle mode indicating possible filter

fouling.

The second test matrix was performed with approximately 1 L of slurry as compared to 2.2 L for
the first test matrix. Thus the solids concentration should be increased by 2.2 times. The filtrate-flux
results of these tests are shown in Figure 3.6. These results are 52% lower than those at similar

conditions with the low solids loading. The average permeability is between 0.17 and 0.26 m*/m*day/bar
(0.0002 and 0.0003 gpm/ft*/psi). A comparison of the two matrices as a function of pressure is shown in

Figure 3.7.
3.1.2 Statistical Analysis

The goal of the statistical analysis is to determine the error associated with these tests and to
develop a model that best predicts the average flux for AW-101 over the range of conditions studied.
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Figure 3.5. Filtrate Flux Versus Time Comparison Between the Recycle Mode
(Condition 10) and the De-Watering Mode
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By comparing how well each of the filtrate-flux measurements are to be repeated, the error of the
measurement technique can be estimated. For each test condition, seven measurements were taken at the
same point over a period of 1 hour. If it is assumed that the flux change with respect to time after the first
20 minutes is considered to be constant, the the error can be calculated. While it is true that the flux does
continue to decrease even after the first 20 minutes, the values calculated in this way provide an upper
bound on |I.he possible error in the measurements. The results of the error calculation are provided in
Table 3.1.

Table 3.1. Measurement Error Evaluation

Conditions Filtrate Flux Error (m*/m*/day)
Low solids 13-point matrix* 0.0208
6 low P and v points® 0.0135
7 high P and v points 0.0272
_High solids 4 point matrix 0.0102

*Data from condition 13 were not included in the error calculation as
these data were considered suspect.

A statistical model can be used to understand the important factors, predict filtrate flux
performance, and eliminate effects particular to the CUF test and equipment that would not be seen in
actual operation (i.¢., run number). Three possible factors were evaluated: velocity, pressure, time (run
order), or any combination of those variables. The following assumptions are used for fitting these
models: "

e The fixed components of the errors are negligible. That is, the errors have a zero mean.

o The errors are mutually uncorrelated, or their covariances are zero. This means that the value of
one error does not depend on or help determine the value of any other error.

» Though generally unknown, the variances of the errors are equal.

e The errors are normally distributed.

Based on the strong influence of pressure seen in Figure 3.8, a simple model was employed first
using pressure as a single predictor for the average flux. The simple model is

Flux = Pressure + error

(3.1)
where error is normally and independently distributed with the zero mean and common variance o”.

The model was a good fit, yielding a high R? of 0.8557 and a low mean squared error (MSE) of
0.00613. For a model to be considered a good prediction model, it is desired, among other things, that the
R? should be as close to 1 as possible, while at the same time, the MSE should be as low as possible.
From these criteria, this “first cut” model appears to be a good fit.

' The calculation is done by subtracting the mean of the data points taken at the same location (replicates)
from each raw measurement, squaring those differences, adding them up, and dividing that total by the number of
degrees of freedom.
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As can be seen from Figure 3.8, the model yields residuals that, when plotted against the run
order, look quadratic. The plot of the residuals gradually increases as the run order increases in the first
half of the plot, while the residuals gradually decrease as the run order increases during the second half of
- the plot, yielding an overall quadratic effect. From this plot, it can be expected that the run order will
have a significant impact to the fit of the model, and that impact will be quadratic in nature. It was thus
included in a more extensive model.

A selection process was employed to determine the best model across the data for the low solids
loading matrix (13 points), and the following model was chosen:

Flux = 0.544 + 0.247 (Pressure) — 0.056 (Velocity) + 0.063 (Run) - 0.004 (Run?) (3.2)

This model yielded an R*= 0.9678, and has an MSE= 0.0018. In this case, velocity has a negative
relationship and the pressure a positive relationship with the average flux. The inverse velocity
relationship seen here is surprising, but has occurred with previous CUF studies using C-106 sludge at
0.05 wt% solids loading (see Geeting and Reynolds 1997). This trend is believed to result from higher
velocities pulling larger particles away from the filter surface, thus allowing the smaller particles to form
a more impermeable cake on the filter surface.

The run number has a positive relationship for the first 7 points and then a negative relationship
for the remaining points. Interestingly, the first 7 points correspond primarily to the low pressure and
velocity matrix, and the following 7 points correspond to the high pressure and velocity matrix. The
consistent reduction in filter permeability at the high pressure and velocity suggests possible particle
deagglomeration or filter fouling not found at the lower conditions. The particle de-agglomeration would
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result in smaller particles that would form a more impermeable cake on the filter surface. The filter
fouling could be due to higher pressures forcing small particles into the filter that cannot be removed by
backpulsing. Recent studies indicate the CUF itself produces fines, especially at higher flows and
pressures, that could impact filtration results.

Because of the small feed volumes used by the CUF and the long and rigorous testing matrix, the
feed is subjected to more shear than would occur in a plant. During the course of a run, the feed makes
approximately 6800 cycles through the CUF, which is significantly more than envisioned for a full-scale
cross-flow filtration system. Furthermore, fines associated with the CUF pumping would also concentrate
to a greater extent than in full-scale operation. If the negative relationship of run number is associated
with the CUF operation using the model, this effect can be removed for plant-sizing calculations.

3.1.3 Water, Simulant, and Nitric Acid Tests

A summary of the solutions studied and the filtrate fluxes produced in the cross-flow filter are
summarized in Table 3.2. These tests are also described in more detail below.

Before the CUF system was installed in the cell, it was cold tested outside the cell to ensure
proper operation, measure filtrate fluxes, and validate the operating procedure. For these tests, the entire
14-point matrix was tested with 5 wt% kaolin clay in deionized (DI) water. Each condition was evaluated
for 1 hour. As with the actual AW-101 material, the highest fluxes occurred at the highest pressures.
Fluxes ranged from 2.3 to 10.3 m*m?%day (0.039 to 0.175 gpm/ft?). However, unlike the actual AW-101
testing, increasing the axial velocity did positively impact the filtrate flux, especially at lower velocities
(between 1 to 2 m/s).

Table 3.2. Summary of Filtrate Flux Results for both Radioactive and Non-Radioactive Tests

Filtrate Flux (m*/m*/day)
Transmembrane Pressure (bar)

Solution Tested 2.0 3.7 4.9
Kaolin Clay/Water 51 94 10.3
AW-101 Simulant nm 1.8 nm
Nitric Acid nm nm nm
Clean Water 39 79 10.4
AW-101 Actual 1.1 14 1.6
Nitric Acid 15.0 nm 44.0
Clean Water 3.8 48 4.0

nm = not measured

After running the CUF with kaolin clay, a simulated 5 M chemical simulant of AW-101 was
tested in the CUF. The recipe for this simulant is found in Appendix D. Only a transmembrane pressure.
of 3.8 bar (55 psid) was tested with an axial velocity of 3.7 m/s. The average from 20 to 60 minutes of
operation was 1.80 m*/m®/day (0.031 gpm/ft?). This result compares very favorably to the average taken
at 3.8 bar (55 psid) with the actual AW-101 of 1.43 m*/m*day (0.0244 gpm/f).

After running the AW-101 simulant, the system was rinsed several times with filtered DI water
and then soaked overnight with 1 M HNO;. The filtrate flux was quite high during this nitric acid
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cleaning, but was not measured. The system was rinsed with DI water, installed into the hot cell, and
tested with water. The actual AW-101 test was then performed.

After the test with actual AW-101, the system was cleaned with 1 L of 1 M HNO;. Once again,
the filtrate flux was very high. The filtrate flux was measured this time at 2.1 and 5.0 bar (31 and 73 psi)
transmembrane pressure. The fluxes achieved were 15 and 44 m*/m*/day (0.256 and 0.75 gpm/ft),
respectively. These values are considerably higher than those seen either before or after actual waste
processing when measured with clean water.

Before and after the actual AW-101 test, once the CUF was reassembled in the cell, clean-water
flux measurements were performed. Three pressures were tested, each for 20 minutes: 2.0, 3.7, and 4.9
bar (30, 55, and 70 psi) and 1.0, 4.6, and 3.8 m/s, respectively. The results of these two tests are shown in
Figure 3.9. The filtrate fluxes for initial and final conditions at 2 bar were nearly identical. However, the
filtrate fluxes for the final conditions at TMP 3.7 and 4.9 bar are much lower than the filtrate fluxes for
the initial conditions. The fact that the flux was identical at low pressures and velocities, but not at higher
pressures and velocities, seemed to indicate that filter fouling is occurring during the course of the test
rather than being residual from incomplete cleaning. More recent experiments with the CUF have shown
that the progressive cavity pump did indeed produce particulate matter that caused a reduction in filtrate
flux, especially at high axial velocity and transmembrane pressure.
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Figure 3.9. Clean Water Flux Test Results Before and After Testing with AW-101
(filter was cleaned with 1M HNO; before each clean-water flux test.)
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4.0 Chemical and Radiochemical Properties

Nine distinct samples were analyzed for their chemical and radiochemical properties. These
samples are described below. After the as-received AW-101 material was diluted to 6.5 M Na, 68 mL
was submitted for analysis (See Figure 2.4). This material was centrifuged and the solids and liquids
analyzed separately. These analyses were not performed as part of this study, but are averaged values
taken from Urie et al. (1999). After performing the 14-point matrix in the cross-flow filter, the solution
was dewatered. A sample of the composited permeate and a sample of the final permeate at the end of
dewatering were taken and submitted for analysis (see Figure 2.5). At the completion of the crossflow
filtration experiments, the CUF was drained, and the solids were washed three times with water in a dead-
end filter. Each of these washes, the solids remaining, and a composite of the wash water were also
submitted for analysis.

The results of these analyses are shown in Tables 4.1 through 4.4. As seen in Table 4.1, there are
very few differences between the initial centrifuged supernatant, average permeate, and final permeate
analyte concentrations. The uncertainty in the analytical results makes differences between the filtered
and centrifuged solutions difficult to see. There does appear to be a decrease in the concentration from
the initial centrifuged supernatant to the crossflow filtration permeate. Approximately 7% of the decrease
is due to dilution with the 150 mL of DI water left in the CUF after clean water testing.

As seen in Table 4.1, most radionuclides are below the detection level. The high concentration of
cesium in the supernatant prevents a lower detection level for these minor radiochemical constituents.
Thus, changes in concentration of total alpha, *°Sr, and **' Am, which would normally be removed by
solid/liquid separation in alkaline solutions, cannot be detected.

Table 4.2 presents the concentrations of the non-radioactive components of the initial centrifuged
and the final damp solids collected on a filter. This filter contained 5.5 g of wet solids drained from
AW-101. A small fraction of these solids was dried and found to be 49% water. The final damp solids
contain four major components, which are Si, Al, Na, and U. By comparing the concentrations of the
initial centrifuged solids and the final washed solids, we can see the components that may have been
concentrated in the supernatant or in the solids. Based on the results in Table 4.2, components that are
neither concentrated nor diluted more than would be expected due to the removal of the water and soluble
components during washing and filtration appear to have a ratio of 10 to 11. Iron and silicon have values
higher than 11, indicating that they may not be separated from the supernatant by centrifugation, but may
have been removed with filtration. K, Na, P, and several of the anions have values considerably lower
than 11. These soluble materials were probably removed from the solids during the wash steps.

Similar to Table 4.2, Table 4.3 presents the concentrations of the radioactive components of the
initial centrifuged and the final damp solids. It also provides data on the composite wash solution
composition. Similar to the K, Na, and P, cesium was removed from the solids during washing; the ratio
of cesium in the initial centrifuged solids to the final washed solids is considerably less than 10 to 11.
The alpha emitters and *Sr, in contrast, were not removed.

The washed solids contain 5.8-p Ci/g total alpha and 2.8-p1 Ci/g **'Am. At these concentrations,
the solids would be considered transuranic, based on the NRC Class C limit of > 100-n Ci/g and would
require disposal with the HLW stream rather than the LAW stream (10 CFR 61). Similar to the alpha

isotopes, the strontium concentrated in the solids while cesium and technetium did not.
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Table 4.1. Concentration of Components in the Initial Centrifuged
Supernatant and Filtered Permeate from the CUF

Initial Centrifuged

Supernatant Average Permeate Final Permeate
Analyte Conc., pg/mL Conc., pg/mL Conc., pg/mL
Al 16350 15200 15600
Ba <1 <1 <1
Ca <32 9 9
cd <2 2 2
Co <6 <6 <6
Cr 56 54 55
Cu <3 5.4 5.7
Fe 5 10 10
K 23000 21100 21750
La <6 <6 <6
Mg <13 <13 <13
Mn <6 <6 <6
Mo <6 <6 <6
Na 148500 139000 135500
Nd <13 <13 <13
Ni 4.8 5.2 53
P 323 302 306
Pb 41 36 35
Si 130 84 130
Ti <3 <3 <3
Zr 8 6.1 6.0
Zn 14 7.3 7.5
TIC 2155 1780 1882
TOC 1560 1750 1955
Cl 3450 3300 3400
F 845 1200 1300
NO5 128000 112000 112500
NO, 65100 56500 56550
S04 1900 1300 1350
PO43 2050 910 1155
C,0°% <790 520 515
Component puCi/g uCi/g nCilg
Total Alpha <8.E-03 <7.E-04 <8.E-04
03¢ <4.E-01 <3.E-01 <3.E-01
*Tc 5 (ng/g) 5.1 (ng/g) 5.3 (ng/e)
S o] 1.8E+02 1.8E+02 1.7E+02
L 1] 4. E-02 4.E-02 3.E-02
“Co < 8.E-03 <2.E-03 <2E-03
Eu <3.E-02 < 1.E-02 < 1.E-02
SEy < 3.E-01 < 1.LE-01 < 1.E-01
2 Am < 3.E-01 < L.LE-01 < 1.E-01
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Table 4.2. Concentration of Non-Radioactive Components in the Initial and Final Entrained Solids

Initial Centrifuged Ratio:
Solids Damp Solids Damp Solids
Analyte Conc., po/g Conc., ng/e Initial Solids
Al 14500 58833 4.1
Ba 25 275 11.0
Ca 1700 13167 7
Cd 345 376 10.9
Co <44 62 N/A"
Cr 1620 15633 9.7
Cu <23 217 , N/A
Fe 1390 23900 17.2
K 17200 1160 0.1
La 28 304 10.9
Mg 314 3403 10.8
Mn 1415 14400 10.2
Mo <8 27 N/A
Na 127500 56567 0.4
Nd 29 340 11.7
Ni 215 2093 9.7
P 501 277 0.6
Pb 120 1150 9.6
Si 2200 62600 28.5
Ti 8 86 11.3
U 5400 54200 10.0
Zr 351 3650 10.4
Zn 16 160 10.0
TIC 27500 6306 0.2
TOC 20100 16400 0.8
Cl 2700 <120 N/A
F 1600 <120 N/A
NO;5 80900 4800 0.1
NO; 41500 407 0.0
S04* <2300 447 N/A
PO4? <2300 2517 N/A
C,04" 42000 6300 0.2
* N/A = not applicable, one or more of solids concentrations are below detection

limits.
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Table 4.3. Concentration of Radioactive Components in the Composite Wash
Solution and the Initial and Final Entrained Solids

Initial Centrifuged Ratio:

Solids Composite Wash Damp Solids Damp Solids

Component Conc., nCi/g Conc., pCi/g Conc., pCi/g Initial Solids
Total Alpha 5.1E-01 < 4.E-05 5.8E+00 11.4
%Sr 1.5E+02 1.2E-02 1.7E+03 11.1
"Te 2.09E+01 (pg/g) 2.4E-01 (pg/g) 1.62E+02 (ng/g) 7.8
B7Cs 1.9E+02 4.3E+00 4.0E+02 2.1
B4Cs < 8.E-02 8.5E-04 9.4E-02 NA
®Co <7.E-02 2.5E-04 4.3E-01 NA
PEy <2.E-01 < 1.E-04 3.1E+00 NA
P Ey <5.E-01 < 1.5E-03 3.5E+00 NA
' Am 2.5E-01 < 1.5E-03 2.8E+00 11.1

“N/A = not applicable, one or more of solids concentrations are below detection limits.

Table 4.4 presents the concentrations of each 100-mL wash using a 0.45-p dead-end filter along
with a composite of all three washes. As would be expected, with each subsequent wash, the
concentration of soluble species, such as Al, Cr, K, P, and Na, decreased.

The privatization contract requires that the slurry containing entrained solids be returned to DOE
with less than 60 g of Na/kg of dry entrained solids. At these low-solids concentrations, this requires
significant washing for sodium removal. During the washing process, there were approximately 2.8 g of
dry solids. The third wash removed 0.23 g of Na from these solids. Assuming the third wash was
returned with the entrained solids to DOE, this solution would contain 82 g sodium per kg of entrained
solids. This is above the current DOE limit.

Based the ratio of sodium in the supernatant to sodium in the first wash and assuming the
concentration is by dilution alone, a 100-mL wash solution should decrease the sodium concentration in
each subsequent wash by ten fold. However, the second wash decreased the sodium concentration by
only three fold and the third wash by only 2 fold. This reduction in sodium removal with each subsequent
wash seems to indicate the presence of some slightly soluble sodium salt that is limiting the rate of
sodium removal. Based on the data, this salt is believed to be sodium oxalate. The oxalate concentration
in the permeate is approximately 500 pg/mL. The composite wash solution, in contrast, is nearly 14
times higher, at 6800 pg/mL oxalate. These results are also verified by the high TOC measurements of
the composite wash solution. Thus, as the sodium concentration decreased, more of the sparingly soluble
sodium oxalate was dissolved from the solids. This in turn resulted in higher sodium concentrations in
the later washes than would be predicted by dilution alone.
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Table 4.4. Composition of the Entrained Solids Wash Solutions, Individually and as a Composite

First Wash Second Wash Third Wash Composite Wash
Analyte Conc., pg/mL Conc., pg/mL Conc., pg/mL Conc., pg/mL
Al 1010 31 18.8 253
Ba <1 <1 <] <1
Ca <32 <6 <6 1.3
Cd <3 <1 <1 <1
Co <6 <] <1 <1
Cr 5 4 2.58 33
Cu <3 -] <1 <1
Fe <3 <1 <1 0.2
K 1510 24 <32 363
La <6 <1 <] <1
Mg <13 <3 <3 <3
Mn <6 <] <1 <1
Mo <6 <] <11 <1
Na 13900 4130 2340 5560
Nd <13 <3 <3 <3
Ni <3 <] <1 <1
P 23 1 <3 6.3
Pb <13 <3 <3 1.9
Si 27 18 25 18
Ti <3 <1 <1 <]
U <260 <52 <52 <52
Zr <6 <1 <1 <1
Zn <6 <] <1 <1
TIC NM* NM NM 87
TOC NM NM NM 2310
Cl NM NM NM 52
F NM NM NM 30
NO; NM NM NM 1800
NOy NM NM NM 890
S0,? NM NM NM 47
PO;? NM NM NM 50
C,0.” NM NM NM 6800
* NM = not measured



5.0 Physical Properties Testing and Results

Two AW-101 slurry samples were analyzed for density of the bulk slurries, settled solids, settled
supernatant, centrifuged solids, and centrifuged supernatant. The first “diluted slurry” was taken
following dilution of the as-received material (See Figure 2.4). The second “dewatered slurry” was taken
from the crossflow filter system after dewatering from 2200 mL to 1000 mL (See Figure 2.5).

A known mass of each slurry was placed in duplicate in volume-graduated centrifuge cones. The
duplicates were then allowed to settle for 3 days. The total mass (Mg) and volume (Vg) of the settled
solids were recorded, and the density of the bulk slurry was calculated (Dg=Mp/Vg). In addition, the
volume of the settled solids (V) and the volume of the settled supernatant (V) were recorded. The vol%
settled solids were then calculated (Vol%.=V/Ve x 100%). A portion of the settled supernatant was
then transferred to a graduated cylinder, and its mass (M) and volume (Vq,) were recorded. Using these
data, the density of the settled supernatant was calculated (Dg=Mg/Vap).

Since all of the settled supernatant could not be removed from the centrifuge cone without
disturbing the settled solids, the mass of the settled solids (M) could not be measured directly.
Therefore, the mass of the settled solids was calculated. This was done by first calculating the mass of
the settled supernatant in the centrifuge cone using the measured supematant density and volume
(Mgy= Dy x V) and then subtracting this mass for the mass of the bulk slurry to get the mass of the settled
solids (M=M5-My)). The density of the settled solids was then calculated (D=M,s/Vss) as well as the
wt% settled solids (Wt%=M./Mg x 100%).

The settled supernatant was then added back to the centrifuge cones and centrifuged at
approximately 1000 times the force of gravity for 1 hour. All of the centrifuged supematant was then
transferred to a graduated cylinder, and its mass (M) and volume (V) were recorded. The density was
calculated (D,=M./V.). The mass (M) and volume (V) of the centrifuged solids were then recorded,
and the density was calculated (D=M/V). In addition, the wt% centrifuged solids (Wt%.=
M/Mg x 100%), and vol% centrifuged solids (Vol%.=V./Vs x 100%) were also calculated.

The centnifuged solids and supematants were then each dried at 105°C for 24 hours. The mass of
the dried centrifuged supematant (Mq) and dried centrifuged solids (Mg.s) was then measured. Assuming
all mass lost during the drying process is water and not another volatile component, the wt% total solids
in the bulk slurry was calculated (wt% total solids = (MaetMaa)/(MestMq) x 100%).

An additional calculation was performed to determine the wt% solids in the samples, excluding
all interstitial liquid (wt% undissolved solids). This wt% undissolved solids can also be thought of as the
solids left if all the supernatant could be removed from the bulk slurry. The following equation was used:

Je= Ma‘sc
Wit% undissolved solids =|1- M., X M, x 100% G.D
1= % B
M

¢l

This calculation assumes 1) that the supernatant above the centrifuged solids and the interstitial
liquid surrounding the centrifuged solids have the same composition and 2) that all mass loss during the
drying of the centrifuged solids is water loss from interstitial liquid.
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The density results are listed in Table 5.1. The weight percent (wt%) and volume percent (vol%)
settled solids, wt% and vol% centrifuged solids, and wt% total solids were measured for these samples as
well. The wt% and vol% solids results are listed in Table 5.2.

The results in Table 5.1 suggest the density of the liquid did not vary by more than 3% before and
after the dewatering step. This small decrease in liquid density is probably caused by the 150 g of water
left in the CUF after clean water flux testing. An average of the diluted feed and dewatered slurry was
calculated at the bottom of Table 5.1. Since there were only sufficient solids to perform density
calculations on the dewatered samples, the average solids-density data are just for the dewatered slurry.

Table 5.1. Density Measurement for Samples of AW-101 Diluted Slurry Feed and Dewatered Slurry

Density, g/mL
Settled Settled Centrifuged Centrifuged
Slurry Solids Supernatant Solids Supernatant
DilutedSIurryFeed . 1.30 NA 1.28 NA 1.311
Diluted Slurry Feed 55 NA 1.28 NA 1308
Duplicate
Diluted Slurry Feed NA 1.28 NA 1310
Average
Relative Percent a o o,
Difference 2.0% NA 0% NA 0.2%
_Dewatered Slurry 130 1.41 1.30 1.55 1.290
Dewdicred Slurry 1.30 1.63 130 1.60 1.270
_Duplicate
_Dewatered Average  1.30 1.52 1.30 1.58 1.280
Eelatve Lereont 0% 14.4% 0% 3.4% 1.6%
_Difference
AW-101 Average 1.31 1.52* 1.29 1.58* 1.295
NA, insufficient solids

* Only includes the Dewatered Slurry

The results of the calculation in Equation 5.1 are listed in Table 5.3 along with the wt% dried
residue from the centrifuged solids (Solids Residue=M /M x 100%) and dried centrifuged supernatant
(Supernatant Residue= Muy/M x 100%). Table 5.3 shows that the wt% undissolved solids is negative or
nearly 0 and that the wt% residual solids in the centrifuged liquid is higher than in the wt% residual solids
in the centrifuged solids (i.e., the centrifuged solids contain more water than the supematant). Therefore,
one or both of the two of the original assumptions above is wrong. Since the solids and liquids were
homogenized both before and after the dewatering step, it is almost certain that the interstitial liquid and
supernatant have the same composition. Therefore, it is likely that some of the mass loss from the
centrifuged solids was not water loss from interstitial liquid. This could have been loss of a volatile
constituent other than water or the loss of waters of hydration associated with the solids.
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Table 5.2. Wt% and Vol% Solids Data for AW-101 Diluted Feed and Dewatered Slurry Samples

W% Wt% Vol% Vol% Wt%
Settled Centrifuged Settled Centrifuged Total
Diluted Slurry Feed 5.3 18 6.1 24 383
Dilutastiryhiced . -2 o 25 6.0 14 39.7
(Duplicate
Diluted Slumybeed 2.1 6.1 17 39.0
Average
Relative Percent
Differenge 31.8 31.4 1.5 37.8 3.6
_Dewatered Slurry 9.9 3.1 9.1 2.6 36.5
Dewstered Shirry 115 3.0 9.2 2.5 37.3
_Duplicate
Dewatered Slurry 10.7 30 9.2 2.5 36.9
VAverage
Relative Percent
Difference 15.5 0.6 13 38 )

Table 5.3. Results of Wt% Residual Solids and Undissolved Solids Calculation
Following Drying at 105°C for 24 Hours

Wit% Residual W1t% Residual Wt% Undissolved
Sample Centrifuged Solids Centrifuged Supernatant Solids
Diluted Slurry Feed 29.1 40.2 0.3
Diluted Slurry Feed 46.1% 39.9 , 0.3%
Duplicate '
Dewatered Slurry 32.9 38.1 0.3
Dewatered Slurry 318 37.9 0.3
Duplicate
Average 31.3 39.0 -0.3

* Not included in average

This is supported by the observation that the wt% total solids in Table 5.2 is higher for the diluted
feed (39.0 wt%) compared to the dewatered slurry (36.9 wt%). Given that the dewatered slurry contained
a higher wt% centrifuged solids (3.0 wt%) compared to the diluted feed (2.1 wt%), the only explanation
for these data is that the solids contain a volatile material not associated with the interstitial liquid and that
this is most likely waters of hydration associated with the solids. It is also possible that the high salts of
the centrifuged supernatant retained or reabsorbed water during the heating, cooling, and weighing
process. In any case, it appears that this technique was not adequate to measure the low solids
concentration in a high-salt solution.

5.1 Rheological and Flow Properties

The AW-101 diluted feed and dewatered slurry were analyzed for shear stress as a function of
shear rate from approximately 0.1 to 300 s™ according to procedure 29953-010. The AW-101 diluted
feed was analyzed using the Bohlin CS viscometer modified for glovebox operations. Concentric
cylinders with a 25-mm-diameter inner cylinder and a “small sample cell” outer cylinder were used as the
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measuring geometries. The dewatered slurry was analyzed using a Haake M5 measuring head modified
for hot cell operations. An MVI measuring geometry was used on the Haake. Both the diluted feed and
dewatered slurry were analyzed in duplicate at 25°C. A 49.9 cP standard, Brookfield lot 102298, was
used to check the calibration of both instruments before samples were analyzed.

The samples were stirred to combine the separated liquid and solid layers before testing. Shear
stress as a function of shear-rate data was obtained by measuring the shear stress produced at a specific
shear rate. The shear rate was gradually increased from approximately 0.1 to 300 s, generating the
increasing shear-rate curve, and then back down to 0.1 s, generating the decreasing curve. For the
dewatered slurry, the shear rate was analyzed again with the same sample still in the instrument. A
difference between the first and second run would indicate potentially unusual behavior in the samples,
including (but not limited to) settling of the solids within the instrument, the sample being affected by
shearing in the instrument, or water loss through evaporation. In all cases, the first and second runs were
virtually identical. The sample cup was then cleaned, and a duplicate sample was analyzed using the
same parameters.

Rheograms for AW-101 diluted slurry feed and dewatered slurry are presented in Figures 5.1 and
5.2. Figure 5.1 provides a plot of shear stress versus shear rate for both the diluted feed and dewatered
slurry. Figure 5.2 gives the viscosity as a function of shear rate for the same runs. The standards and
duplicates are presented in figures in Appendix F. As seen in the diluted feed sample (shear rate of
0 to 1000 s™), there is a nearly linear relationship between shear stress and shear rate over the shear-rate
range examined and no detectable yield stress. This is referred to as Newtonian behavior. The
Newtonian behavior seen here is because the concentration of solids is so small and insignificant that a
non-Newtonian feature of pamculate/ﬂmd suspensions is not produced. The viscosity was nearly
constant between 5 to 7 cP (50 to 650 s™') over the shear-rate range examined.

The viscosity of the dewatered slurry was between 5 to 10 cP (50 to 300 s'). The dewatered
slurry exhibited some deviation from Newtonian character a slight shear-thinning or pseudoplastic
behavior, especially at shear rates less than 100 s™'. This behavior results from particle and fluid
interactions. A shear-thinning or pseudoplastic behavior is a common feature of low solids content
suspensions.

Given the small vol% settled solids in both the diluted feed (6.1%) and the dewatered feed
(9.2%), it is not surprising that the two samples have similar viscosities. For both slurries, at shear rates
greater than 50 s™, the viscosity is due to the high salt concentration rather than to the influence of solids.
For example, a similar solution of 7 M NaOH has a viscosity of 6.1 cP without any solids present
(Weast 1984).

5.2 AW-101 Slurry Particle-Size Distribution Measurements

The particle-size distribution (PSD) of the AW-101 diluted feed (sample 101-AW-PSD) and the
dewatered slurry (sample CUF-101-AW-005) is described below. The first sample was diluted AW-101
waste that was fed into the CUF (diluted feed). The second sample was the slurry that was pumped in the
recirculating loop of the CUF during 14 hours of test matrix and then dewatered to 45% of its original
volume (dewatered slurry).
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Figure 5.1. Rheogram of Shear Stress as a Function of Shear Rate for
the Diluted and De-Watered Slurries

A Microtrac X-100 Particle Analyzer and a Microtrac Ultrafine Particle Analyzer (UPA) were
both used to measure the PSD of these tank samples. The Microtrac X-100 Particle Analyzer measures
particle diameter by scattered light from a laser beam projected through a stream of the sample particles
diluted in a suspending medium. The amount and direction of light scattered by the particles is measured
by an optical detector array and then analyzed to determine the size distribution of the particles. This
measurement is limited to particles with diameters between 0.12 and 700 um. The Microtrac UPA
measures particle diameter by Doppler-shifted scattered light. This method is limited to particles with
diameters between 3 nm and 6.5 pum.

The particle-size distribution of both samples and their duplicates was measured on the Microtrac
X-100 at a flow rate of 40 mL/s and on the Microtrac UPA under conditions of Brownian motion. For
each sample replicate, the PSD was measured three times and averaged. The PSD of the averaged data on
a volume-weighted basis and on a number-weighted basis is reported. The suspending medium for these
analyses was a surrogate supernatant based on the ICP and IC data obtained for the 101 -AW supernatant.
The composition of this supernatant is reported in Table 5.4.
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Figure 5.2. Rheogram of Viscosity as a Function of Shear Rate for the
Diluted and De-Watered AW-101 Slurries

Table 5.4. Surrogate Supernatant Composition

Component Concentration (M=)
Cr(NO3); * 9 H,0O 0.0010
NaNQO, 1.98
KOH 0.59
NaOH 3.07
Al(OH); 0.61
Na,S0;, 0.019
NazHPO4 v HQO 0.020
NaCl 0.094
NaF 0.044
NaNO; 1.37

In Appendix H, the PSD) plots for the standards and the samples and their duplicates under all
conditions measured are presented in volume-weighted distribution and number-weighted distribution
form The number-weighted PSD is computed by counting each particle and by weighting all the particle
diameters equally. The volume-weighted PSD, however, is weighted by the volume of each particle
measured, which is proportional to the cube of the particle diameter. In general. the PSD plots show that
both samples and their duplicates were polydispersed, and as a result, the mean size of the volume-
weighted distribution is much larger than the mean size of the number-weighted distribtuion.
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In Figure 5.3, the averaged PSDs for the diluted feed and dewatered slurry in cumulative under-
size-percentage form are presented for the Microtrac X-100 system. The reproducability of the two
dewatered slurry-feed PSD plots suggest that the slurry was thoroughly homogenized, and each extracted
sample was a representative specimen. The cumulative under-sized-percentage plots using the UPA
system (see Figure 5.4) show the samples and their duplicates. Once again, the replicates are reasonably
reproducible. The PSD analysis (Figures 5.3 and 5.4 combined) of both AW-101 tank samples indicate
that the large majority (> 99 %) of the volume and number of the particles have diameters greater than 0.2
and less than 25 pm. On a volume-weighted basis, approximately 99% of the particles in the diluted feed
sample and 95% of the particles in the dewatered slurry were greater than 1 pm. In general, the plots
indicate a reduction in particle size from the diluted feed to the dewatered slurry.

Volume- and number-weighted histograms of the diluted feed and dewatered slurry are presented
in Figures 5.5 and 5.6 for the Microtrac X-100 system and the UPA system, respectively. Once again,
these figures indicate a reduction in particle size after operation in the CUF. This is clearly evident in the
number-weighted distribution of Figure 5.5, where the dewatered feed shows significant particles less
than 0.7 pm. The decrease in particle size after pumping in the CUF may indicate that the solids are
eroded, and smaller particles or aggolmerates are formed, due to vigorous mixing and shearing of
particles in the CUF re-circulation line. The volume-weighted distribution plots of both samples show a
bimodal distribution formed from overlapping two Gaussian distribution peaks. The major particle-size
peaks along with the relative volume or number percentage that each peak represents are summarized in
Tables 5.5 and 5.6. Two particle distributions with peaks between 1 and 2 pm and 4 and 6 pum were
observed in both tank samples. In a sample of diluted feed, approximately 42% of the volume of the
particles is found in the first distribution, which centers around 2 pm with a distribution width of 1.4 pum.
The second distribution for this sample (occupying approximately 58% of the volume or mass of
particles) centers around 5.5 pm in diameter with a distribution width of 3.5 pm.

In a sample of dewatered slurry, approximately 25% of the volume (mass) of the particles is
found in the first distribution, which centers around 1 pm with a distribution width of 0.7 um. The
second distribution for this sample (occupying approximately 75% of the volume or mass of particles)
centers around 4 pm in diameter with a distribution width of 6 um. A third distribution was observed in
the duplicate sample of the dewatered slurry at 31 um. This distribution accounts for only a small percent
of the volume of particles (3%).

Since the majority of the particles are below 10 pm in diameter, the behavior of the particles will
be colloidal in nature. Thus, particles will be governed by surface chemistry and van der Waals
attractions. Furthermore, because of their small size, the particles could form a low permeability filter
cake on the filter surface, which would result in (1) low filtrate fluxes, (2) reduced permeability at high
pressures, and (3) little effect of axial velocity on filtrate flux. As more of these particles are generated
during testing, the filtrate flux would be reduced further. In general, these observations were seen during
cross-flow filtration testing.
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Table 5.5. Particle Size Distribution (Volume) of Hanford Tank 241-AW-101 Samples

UPA (Brownian Motion) X-100 (40 mL/sec)
Sample Size (pm) Vol% Size (pm) Vol%
Diluted Feed Sample % 60 5.47 58
VEARPeR) 1.89 40 2.13 42
Diluted Feed Duplicate % 100 Not Not

(101-AW-PSD) Measured Measured
Dewatered Slurry Sample * 100 400 74
(CUF 101-AW-005) 1.17 26
Dewatered Slurry N 100 30.8 3
Duplicate 4.29 25
(CUF 101-AW-005) 1.15 22

* The mean diameter of these particles cannot be determined because a significant fraction of the
volume of the particles in this distribution exceed the maximum effective particle diameter range of

the Microtrac UPA (6.5 pm).

Table 5.6. Particle Size Distribution (Number) of Hanford Tank 241-AW-101 Samples

UPA (Brownian Motion) X-100 (40 mL/sec)
Sample Size (um) Num % Size (um) Num %
Diluted Feed Sample 1.80 5

(101-AW-PSD) 0.28 05 144 100
Diluted Feed Duplicate 0.25 100 Not Not

(101-AW-PSD) ) Measured Measured
Dewatered Slurry Sample 0.31 100 0.98 77
(CUF 101-AW-005) 0.48 23
Dewatered Slurry Duplicate 0.27 100 0.96 59
(CUF 101-AW-005) 0.42 41
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6.0 Conclusions

Based on the cross-flow filtration testing of Hanford Tank AW-101 with a 0.1-um Mott filter,'
the following conclusions have been obtained. They have been divided up into categories for clarity.

AW-101 Crossflow Filtration

e Cross flow filtration with a 0.1-um Mott filter produced a clear supernatant with no observable
solids.

e Using a 0.1-um Mott filter and AW-101 feed (diluted to 6.5M Na), filtrate fluxes ranged from 0.9
to 1.6 m*/m%day. The lowest fluxes occurred at 1.4 bar and 2.0 m/s and the highest fluxes at 4.5
bar and 3.6 m/s. Both these results are significantly less than the 5.9 m*/m%day design basis.

e After testing, it was determined that the 0.1-um Mott filter was designed for gas applications.
The gas filters have a lower porosity than liquid filters. By obtaining the proper filter, higher
filtrate fluxes may be possible.

e Filtrate flux was found to be directly proportional to transmembrane pressure and inversely
proportional to velocity over the range of study.

e At the higher pressures and velocities, there was a reduction in flux associated with operating
time. This indicates possible fouling of the filter due to particulates from the slurry or from CUF
equipment itself.

e Filtrate flux was 52% less after concentrating the slurry from 2.2 Lto 1.0 L.

Cold Filtration and Acid Washing Tests

e The filtrate flux results generated from the AW-101 simulant at 3.8 bar were 1.8 m*/m?%day as
compared to those of the actual AW-101, which were 1.4 m3/m2/day. The AW-101 simulant does
a reasonably good job of simulating filtration results of the actual waste.

e Nitric acid rinses produced higher fluxes than the clean-water fluxes.

o Clean-water fluxes were measured before and after the AW-101 test matrix. At low pressure
(2 bar), the same clean-water flux was obtained both before and after testing. At high pressure
(4.8 bar), the final flux was 40% of the initial flux. The reduction in flux appears to be caused by
filter fouling during the water testing.

AW-101 Chemical and Radiochemical Properties

e The entrained solids contain U, Al, Si, and Na as well as high concentrations of TRU, *Sr, and
®Tc. The radionuclide concentrations indicate that the entrained solids would be considered
TRU (> 100 nCi/g).

e Sodium removal during entrained solids washing is limited by sparingly soluble oxalate. This
may result in the entrained solids requiring more than three washes to obtain the required 60 g
sodium per kg dried entrained solids.

e Because of the high "*’Cs concentration in the supernatant, it was not possible to determine the
decontamination factor of TRU and *°Sr through the filter. Additional chemical separation would
be required to decrease the detection limit below the levels found in the permeate.

! After operation, it was determined that this filter was designed for gaseous rather than liquid applications.
Gas filters have a lower porosity than liquid filters and offer a greater resistance to liquid flow.
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Physical Properties

The weight percent insoluble solids was difficult to measure in the high salt solution because of
its low concentration. The low insoluble-solids concentration also resulted in no change in
density in the dewatered slurry as compared to the original feed.

The slurry feed behaved as a Newtonian fluid due to the low concentration of solids. The
dewatered slurry, in contrast, deviated from Newtonian character as slightly shear-thinning or
pseudoplastic. Both the original feed and dewatered slurry had viscosities ranging from 5 to
10 cP.

The particle-size distribution of AW-101 diluted feed and dewatered slurry was similar, but the
particle size of the dewatered slurry was reduced. Thus, it appears that there was particle
deagglomeration after the 15 hours of CUF operation. The reduction in the filtrate flux in the
CUF with the de-watered slurry (See Section 3.1) may be the result of the reduction of the
particle size observed in the de-watered slurry sample.

In the case of both AW-101 diluted feed and dewatered slurry, the particle size ranged from 0.2 to
30 um (> 95% of particles). There were no particles detected at less than 0.17 pm. This would
indicate that the solids should be removed with the 0.1-um filter, but may create an impermeable
film on the filter surface and reduce the filtration rate.

6.2
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Document No.: BNFL-TP-29953-022

PNNL Test Instruction o e

Title: Entrained Solids Removal of AW-101

Work Location: RPL SFO HLRF Page 1of 10

Author: Kriston P. Brooks Effective Date: Upon Final Approval
Supercedes Date: New

Use Category Identification: Information
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Identified Hazards: ; y
_X Technical Reviewer __ SFO Manager
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___ Hazardous Materials
__ Physical Hazards

___ Hazardous Environment
___ Other:

Are One-Time Modifications Allowed to this Test Instruction? X Yes _ No
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see SBMS or the controlling Project QA Plan as appropriate.

On-The Job Training Required? Yes or X No
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Is retraining to this procedure required? Yes X No

Does the OJT package associated with this procedure require revision to reflect procedure changes?
Yes No X _N/A

Approval : Signature Date

Author ‘ L; /lglﬂ@g@/a" ‘ 77/’(0'/(1%:
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1.0 Applicability
This test instruction is to be used to perform the testing of the Cell Unit Filter (CUF) in the

HLRF A-cell with approximately 2200 mL of AW-101 supernatant.

2.0 Supporting Documents
This test instruction is not a stand-alone document. It will be used in conjunction with PNNL

Operating Procedure BNFL-TP-29953-020 which contains the necessary procedural
information for the safe operation of the CUF. It is also linked to PNNL Test Plan No.
BNFL-TP-29953-4 which contains an overall description of the project, ES&H compliance,
emergency response, and the hazards assessment and mitigation.

3.0 Responsible Staff
The staff responsible for executing this test plan are as follows.

e Task Manager — Kriston Brooks

e SFO Manager — Randy Thornhill

e Test Engineers - Kriston Brooks, Ken Rappe, Lynette Jagoda
¢ Hot Cell Technician — Steve Forbes and Mac Zumhoff

¢ Radiological Control Technician

4.0 Materials, Equipment, Supplies and Reagents Needed
4.1 Materials Required

&

Twenty-five 20 mL plastic scintillation vials for filtrate and slurry samples, pre-labeled
as follows:

CUF-AW101-001 through CUF-AW101-025.

One 2 liter polyethylene bottle and two 1 liter polyethylene bottles They should be
labeled as follows: “AW-101 Filtrate,” “AW-101 Drained Slurry,” and “CUF AW-101
First Rinse.” The bottle labeled “AW-101 Filtrate” should be marked with a black line
for 1.2 liter volume. The bottle labeled “CUF AW-101 First Rinse” should be marked
with a black line for 1 liter volume.

Tubing for de-watering mode.

1 - 1000 mL capacity, 0.45 micron nylon filter unit. The bottle and filter unit should
be labeled, “AW-101 filtrate.”

A 500 mL bottle labeled “AW-101 Composite Wash.”

Two 10 liter containers, one labeled for the alkaline rinses and the other labeled for the
acidic rinses.

Containers for draining from the bottom of the pump and from the sample valve.
Transfer AW-101 UFA, AW-101 UFB, AW-101 UFC, AW-101 UFD, AW-101 UFE,
and AW-101 UFF from C-cell to A-cell.

4.2 Equipment

e

4000 gram balance

pH probe

Hand held periscope. To be used to read filtrate flowmeter.
Stopwatch

Calculator



6. CUF Ultrafiltration system
7. 1000 W Chiller

4.3 Reagents Needed
1. 1 liter of IM HNO;

4.4 Other Supplies
1. Workplace Copy of Operating Procedure BNFL-TP-29953-020

2. Extra Copies of Data Sheets 1, 2, and 3 P
3. Laboratory Record Book

5.0 Test Instructions
The test engineer will initial or check in the left hand margin of each step below when

completed.

The laboratory record book (LRB) shall be used to record other testing information as
required by this procedure and all test conditions not stated by this procedure.

Cross-contamination between samples and contamination of samples from outside sources
must be minimized at each step. Use new tools and bottles for each sample as much as possible.
Those tools that are reused should be washed and rinsed prior to reuse.

Keep all test matenals in sealed containers as much as possible to prevent them from drying.

5.1 Prestart _
- 5.1.1 Inventory matenals, equipment, supplies, and reagents to ensure all required items are
available. Assure that all materials have been modified for remote handling.

5.1.2 Do the following and initial and date when each item is completed.
K7 p Review PNNL Operating Procedure BNFL-TP-29953-020.
XP1  Review the work instructions in BNFL-TP-29953-022.

5.1.3 Conduct the “0.0 Pre-Start” operﬁtions in BNFL-TP-29953-020.

5.1.4 Obtain the following information:

M&TE List:

Ké£  Balance 1:
Calib ID 32 -0p-01 — onf Calib Exp Date_ 2Rt

Location é call }\Jof#’]




{6 Q Balance 2:

Calib ID 202-0L-9l-0bt Calib Exp Date <™
Location 1&9){_50.;413

5.1.5 Weigh each jar with lid and AW-101 supernatant. Record the weights below.
AW-101 UFA AW-101 UFB AW-101 UFC

Totadl R2.80 g  Toul R2.09 g  Tom K33.78 ¢

AW-101 UFD ¥ AW-101 UFE AW-101 UFF

Total _K41.4Y4 g Total ?Q‘T(Qq g Total 71’3“17 g

5.1.6 Conduct the “1.0 Start-Up” operations in BNFL-TP-29953-020 using AW-101. Shake the
jars thoroughly before adding them to the slurry reservior. There may be some solids left the jars
that cannot be transferred by shaking. If so, consult with the cognizant engineer on recovering
these solids. Record the method of recovery in the LRB.

5.1.7 Record the weights of the jar and lid in the spaces provided below. Calculate the amount
of material remaining in the jar. The cognizant engineer will determine if further solids recovery is
warranted.

AW-101 UFA AW-101 UFB AW-101 UFC
Jar+Lid 356,22 ¢  Jar+Lid_358.31 ¢  Jar+Lid _358.3¢c ¢
Tare 3549244 g  Tare __ 3569183 g  Tare 356.3316_g
Total 1o g Total 1.4 __g  Tota 2.03 ¢
AW-101 UFD AW-101 UFE AW-101 UFF
Jar+Lid _ 3014 g  Jar+Lid 30wd g  Jar+Lid _352.3s g
Tare 360.5024 ¢ Tare 359.207 g Tare 3585115 ¢
Total 1.4¢6 g Total 1.44 g Total .24 ¢

5.1.8 Record the level in the slurry reservoir.

Height o 7/3 ‘ inches




5.2 Operation

5.2.1 Conduct the “3.0 Operation during Ultrafilter Recycle Mode” operations in BNFL-TP-
29953-020 using the conditions below. Filtrate flow rate should be monitored and data collected
as specified in the operating procedure. After each condition, the test engineer should initial and

date the table below.

Transmembrane Initial and date
Condition Flowrate (gpm) Pressure (psig) when complete
1 2.27 30 e A
4.20 55 &P 1o
3 2.27 40 XY D)k
4 1.13 30 = 2/
5 221 20 T 2y
6 3.13 30 =) Y
7 0] ~ 30 XS /1)
8 4.20 55 =Sl 4/.9
9 4.20 40 TR ¥
10 4.20 70 R 2
11 3.13 55 VR M7
12 5.23 55 =2 17
13 2.27 30 R tha
14 _ 4.20 55 Ve 2/iz

5.2.2 Tare weigh aQliter bottle labeled “AW-101 Filtrate.”

Weight of empty “AW-101 Filtrate” with lid 333 ‘ q() g

5.2.3 Conduct the “4.0 Operation during Ultrafilter Dewatering Mode” operations in BNFL-TP-
29953-020 using the optimum conditions from step 5.2.1. Fill “AW-101 Filtrate” to the 1.2 liter

line. When the dewatering is approximately half-way done, place the stainless steel plug into the -
slurry reservoir. ' '

5.2.4 Replace the lids on the bottles and weigh.

Weight of “AW-101 Filtrate” with lid _|895.%5 g

Total weight of material removed IS&!{. 79 g

Volume of material removed (wt/1.3) 1201 .38 mL

5.2.5 Record the level in the slurry reservoir.

Height 2 inches E 7N deo 5%




5.2.6 Tare weigh two sample vials. Obtain 2 samples of at least 20 grams each from the
container labeled “AW-101 Filtrate.” Record the weight and sample number in Data Sheet 3.
These will be used for chemical and radiochemical analyses.

5.2.7 Obtain 2 filtrate samples of at least 20 grams each following “8.0 Filtrate Sampling” in
BNFL-TP-29953-020 and using the pre-labeled sample vials. If required, more than two sample
vials may be used. Record the weight and sample number in Data Sheet 3. These will be used for

chemical and radiochemical analyses.

5.2.8 Obtain 1 slurry sample of at least 20 grams following “7.0 Slurry Sampling” in BNFL-TP-
29953-020 and using the pre-labeled sample vials. This will be used for physical property
analyses. Obtain 2 slurry samples of at least 10 grams following “7.0 Slurry Sampling” in BNFL-
TP-29953-020 and using the pre-labeled sample vials. This will be used for particle size
distribution measurements.

5.2.9 Using the rheometer sample cup, obtain 40 mL of slurry material for rheological
measurements following “7.0 Slurry Sampling” in BNFL-TP-29953-020. This may require as
many as eight samplings to obtain this material.

5.2.10 Adjust the flow to <2 gpm and the pressure to < 10 psig or turn off the pump while the
rheology of the material is measured. Pour the 40 mL used for rheological measurements back

into the CUF.

5.2.11 Increase the flow and pressure to its optimal value and repeat step 5.2.9 and 5.2.10 for a
second 40 mL slurry sample. '

5.2.12 Conduct the “3.0 Operation during Ultrafilter Recycle Mode” operations in BNFL-TP-

~ 29953-020 using the conditions below. Filtrate flow rate should be monitored and data collected
as specified in the operating procedure. After each condition, the test engineer should initial and

date the table below.

Transmembrane Initial and date
Condition Flowrate (gpm) Pressure (psig) when complete
1 4.20 40 — 217
2 4.20 50 . Y7 ,:’/7
3 4.20 70 ii',' skigged
4 3.13 Opﬁmum-ﬁem—}-&"?@oso %\ ~/)1
5 5.23 Qptimmom-frem—+-3

' N\Qx\mu\m ?QSS:“OIQ, = 33_ ==
5.2.13 Conduct the “11.0 Shutting down” operation in BNFL-TP-29953-020.

5.3 Rinsing and Draining the System




5.3.1 Tare weigh the 1 liter bottle labeled, “AW-101 Drained Slurry.”

Weight of bottle and lid 24357 g

5.3.2 Conduct the “10.0 Draining the system” operation in BNFL-TP-29953-020. Collect liquid
in 1 liter bottle. Weigh bottle after all liquid has been removed.

Weight of slurry, bottleand lid __/ S2 ¥ /S o

Weight of material collected / 2 > 3 i j] g

5.3.3 Conduct the “9.0 Rinsing the system” operation in BNFL-TP-29953-020. The first rinse
should be done with 1 liter of distilled water. This liquid should be collected and saved in the
container labeled “CUF AW-101 First Rinse.” The second rinse should be done with 2.2 liters of
distilled water, and the final rinse with 1 liter distilled water. The second and third rinses should
be collected separately from the first in the alkaline rinse storage container. The acidic solutions
should be placed in a separate container.

5.3.4 Conduct the “12.0 Lay Up” operation in BNFL-TP-29953-020.

5.4 Washing the Entrained Solids

NOTE: Washing of the entrained solids can be completed anytime after Step 5.3.2.
NOTE: As much work as possible should be performed inside of the CUF drip pan.

5.4.1 Weigh the filtration system without the bottle. Attach vacuum system to 1000 mL filtration
system.

Weight of filtration system without the bottle [ L[ 9 753 g

Weight of filtration bottle and cap W’?\iﬁ 203.43 ¢

" 5.4.2 Pour off clear supernate from the 1 liter bottle “AW-101 Drained Slurry” into 1000 mL
filter. Allow solution to filter. Agitate bottle and pour remaining material into the filter. Remove
as much material as possible. Reweigh empty bottle.

; o
Weight of empty bottle with lid 7*9 5 33 g

5.4.3 Cover filtration system and complete filtration.

5.4.4 Once all standing liquid is has been filtered and only wet solids remain, remove the filtrate
bottle and cap. Place a clean bottle on the filtration unit.

Weight of filtered AW-101 {42077 o
(11 1itg of h%‘mf}“)

7




<.

5.4.5 Obtain the tare weight of a graduated cylinder. Prepare 100 mL of distilled water in the
cylinder. Weigh the full graduated cylinder.

Tare Weight of Graduated Cylinder { Q‘f, 7? g [0Y. 38 3 ( E.m(\}»/)
Full Weight of Graduated Cylinder ANO.Q g
Volume in Graduated Cylinder ]0S.33 °  mL(y)

5.4.6 Pour the distilled water from the graduated cylinder into the bottle labeled “AW-101
Drained Slurry.” Cap and shake. Pour contents onto the filter. Allow it to filter.

Weight of Empty “AW-101 Drained Sturry” withid #4484 ¢

5.4.7 Once all standing liquid is has been filtered and only wet solids remain, remove the filtrate
bottle and cap. Take three (3) samples of the filtrate of 20 mL each by performing the following.
a) Obtain the tare weight of a pre-labeled sample vial. Record weight on Data Sheet 3.
b) Pipet out approximately 20 mL of material.
c) Weigh sample vial and record in Data Sheet 3.

5.4.8 Pour the remaining liquid in a 500 mL bottle labeled “AW-101 Composite Wash.”

5.4.9 Obtain the tare weight of a graduated cylinder. Prepare 100 mL of distilled water in the
cylinder. Weigh the full graduated cylinder.

Tare Weight of Graduated Cylinder IO‘-{ A9 g
Full Weight of Graduated Cylinder 207.74 g
Volume in Graduated Cylinder 0. mL

Place the bottle back on the filtration unit and pour the distilled water onto the filter. Allow it to
filter.

5.4.10 Once all standing liquid is has been filtered and only wet solids remain, remove the filtrate
bottle and cap. Take three (3) samples of the filtrate of 20 mL each by performing the following.
a) Obtain the tare weight of a pre-labeled sample vial. Record weight on Data Sheet 3.
b) Pipet out approximately 20 mL of material.
c) Weigh sample vial and record in Data Sheet 3.

5.4.11 Pour the remaining liquid in a 500 mL bottle labeled “AW-101 Composite Wash.”

5.4.12 Obtain the tare weight of the graduated cylinder. Prepare 100 mL of distilled water in the

v cylinder. Weigh the full graduated cylinder.

Tare Weight of Graduated Cylinder 01" g 9 g

Full Weight of Graduated Cylinder 3 odS-4 g

Volume in Graduated Cylinder g2




¥ Place the bottle back on the filtration unit and pour the distilled water onto the filter. Allow it to
filter. '

5.4.13 Repeat steps 5.4.10 through 5.4.11.
5.4.14 Agitate the contents of the 500 mL bottle labeled “AW-101 Composite Wash.” Take two

(2) samples of the filtrate of 20 mL each by performing the following twice.
a) Obtain the tare weight of a pre-labeled sample vial. Record weight on Data Sheet 3.

b) Pipet out approximately 20 mL of material into the sample vial. 6B (A — AW Caag;s.‘le
c) Weigh sample vial and record in Data Sheet 3. 12949.SY ¢ — AWM nery
- [96.81 53 = Fler bettom enply il 3 A@mp{)g\‘lz'g
5.4.15 Obtain three (3) samples of the filtered material by performing the following. W Solytion

a) Obtain the tare weight of a pre-labeled sample vial. Record weight on Data Sheet 3.
b) Scrape out approximately 20 mL of material and place inside of the sample vial.
c) Weigh sample vial and record in Data Sheet 3.

5.4.16 Clean up experiment. Save solutions and allow the filtered material to dry for 24-48
hours. Reweigh the filtration system without the bottle.

Weight of filtration system without the bottle Q.7 II g

6.0 Sample Analysis

The point of contact for physical property sample analysis of the slurry samples is Paul Bredt.
The point of contact for the sample analysis of the filtrate, wash, and filtered solids samples is

Mike Urie and Rick Steele.

6.1 Slurry Sample Physical Analysis

The slurry samples taken following the dewatering step will remain in A-cell for physical
testing. These samples will be used for obtaining the following information: bulk density,
supernatant density, particle size distribution, volume percent settled and centrifuged solids,
and suspended solids loading. Each of these analyses will be done in duplicate. The viscosity
of these samples was performed previously during testing in Section 5.0.

6.2 Chemical and Radiochemical Analysis

The following samples should be transferred to the SAL hot cells for prep work and analysis.
There are three types of analyses performed on these samples. The analytical requirements for
each group are shown in the table below.

e One sample from the dewatering step -- Analysis Group 1

e Two samples taken from the bottle labeled “AW-101 Filtrate” — Analysis Group 1

* Two of the three samples taken from each of the washing steps — Analysis Group 2

e Two samples taken from the bottle labeled “AW-101 Composite Wash”—Analysis Group 1



Two of the three wet filtered solids samples taken following solids washing — Analysis

Group 3
Analysis Group 1 Analysis Group 2 Analysis Group 3
Acid Digest Acid Digest Acid Digest
GEA ICP-AES KOH Fusion
Sr-90 GEA
ICP-MS: Tc-99 Sr-90
Total Alpha ICP-MS: Tc-99
- ICP-AES Total Alpha
TOC/TIC ICP-AES
IC TOC/TIC

IC

10
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Data Sheet 3: Sample Log

Tank Number ,4\/\/"{0[ a*r&m@aL SD)-‘O’\S

Test Number

Sample Number Date Time | Sample Type | Tare Welght (g) | Total Mass (g) Mass of Sample (g) | Operators Initials
Cur-Awiol-po] | 2[1z/aq | WU [Floaty . | 2.104 35.6%1 27,532 KR
-002 21283 [ \04q [Fildndy |[B.10F 33. %55 25,648 <R
003 |2/12fa4 [ 12205 [ ¢(yery Q.0832 %2.29%F 24.214 KR
oot l2h3g [l sy | R.029 20,022 | 12,043 &
-00s (20178 [ 1242 [ sluerd 2.1 20.05 | 12,489 ;
000 [2/1%faa [ (5:5>] Pttrate | &5 %6, 5% 18427 TR fominie
-00% 15/12/29 [15:62| fivate 8.082 T (AD [9.%33 %ﬁ_ﬁm_h*ﬁe,
=00¢ |2/i%7/39 | 14:00 | 1jachd QA% o 20, € 25¢ 2
-00n [ Hg]a% | 14 [ (yasn{ %038 )60 13.5) :
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Appendix B: Chemical and
Radiochemical Results



-)"1?( Ba"el Ie Project No. M ‘?953

Putting Technology To Work

Internal Distribution

Date March 31, 1999 File/LB

To K. Brooks

o M. Urie W/évc_,

subject Carbon Analysis CUF AW-101 Series

The analysis of the CUF AW-101 samples submitted under ASR 5274 was done by the hot persulfate
wet oxidation method, PNL-ALO-381, rev. 1. The hot persulfate method uses acid decomposition for
TIC and acidic potassium persulfate oxidation at 92-95 °C for TOC, all on the same weighed sample,

with TC being the sum of the TIC and TOC.

The samples were analyzed on March 26, 1999 and Table 1 below shows the results, rounded to three
significant figures. The raw data bench sheets and calculation work sheets showing all calculations are
attached. All sample results are corrected for average percent recovery of system calibration standards
and are also corrected for contribution from the blank. All results are reported in pgC/g or pgC/ml,
based on the weight or volume of sample, as applicable.

QC Narrative

The TIC standard is calcium carbonate and TOC standard is a-Glucose (the certificates of purity are
attached). The standard materials were used in solid form for system calibration standards as well as
matrix spikes. TIC and TOC percent recovery are determined using the appropriate standard (i.e.,
calcium carbonate for TIC or glucose for TOC).

The QC for the methods involves calibration blanks, system calibration standards, sample
duplicates, and one matrix spike per matrix type (i.e., solids and liquids). The QC system
calibration standards were all within acceptance criteria, with the average recovery being 96.7%
for TIC and 91.7% for TOC. The calibration blanks were acceptable, averaging 1.4 ugC for TIC
and 8.8 ugC for TOC.

The accuracy of the carbon measurements can be estimated by the recovery results from the
matrix spike. Matrix spike recoveries ranged from 95% to 114%, well within the acceptance

criteria of 75% to 125%. The precision, estimated by the RPD (Relative Percent Difference)

between duplicates, met acceptance criteria (i.e., RPD <20%) for all carbon analyses.

E54-1900-001 (4/96)



K. Brooks

March 31, 1999

Page 2

Table 1: TIC, TOC, and TC Results

99-1149 CUF-AW101-20 0.0486 5780 16900 22700 1
99-1149 Dup CUF-AW101-20 0.0506 5820 1 16100 5 21900 4 1
99-1150 CUF-AW101-21 0.0757

CUF-AW101-21MS

DILUENT BLANK

99-1143 DB DILUENT BLANK 210 5 45 n/a 255 8 5
99-1143 CUF-AW101-002 0.50 1960 2130 4090 5
99-1143 CUF-AW101-002 1.00 1890 4 1920 10 3810 7 5
99-1143 Dup CUF-AW101-002 1.00 1840 1890 3730 5
99-1143 Dup CUF-AW101-002 1.00 1840 0 1880 1 3720 0 5
99-1144 CUF-AW101-006 1.00 1760 1710 3470 5
99-1144 CUF-AW101-006 1.00 1800 2 1790 5 3590 3 5
99-1148 CUF-AW101-018 1.00 55 2350 2410 5
99-1148 CUF-AW101-018 1.00 120 n/a 2270 4 2390 1 5
99-1148 Mat. Spike |CUF-AW101-018MS | 1.00 95% 103% 99%

* Corrected for Hot Cell Dilution

RPD = Relative Percent Difference (n/a = not calculated since results <5xMDL)
RPD calculated from raw data; reported results have been rounded and may not provide the same RPD value

Approve: ?%,J__/ ’A‘é?

Archive Information:

| Files: C123-P-701.doc, C123-701.xls

ASR: 5274
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Project Number

%< Baltelle
Pacific Northwest Laboratories
Internal Distribution

329/4 File
Date March 31, 1999 Mike Urie

To KP Brooks

Fom  James Bramson %"’M

Subject ICP/MS Analysis of Submitted Samples

Pursuant to your request, the samples that you submitted for analysis were analyzed by
ICPMS for *Tc. The results of this analysis are reported on the attached page.

An Amersham **Tc was used to generate the calibration curve. An independent
Amersham **Tc standard was used as the continuing calibration verification (CCV)
standard. Unless otherwise specified, the overall uncertainty of the values is
conservatively estimated at +10%, and is based on the precision between consecutive
analytical runs as well as the accuracy of the CCV standard results.

The *Tc values reported assume that the Ru present is exclusively fission-product Ru,
and therefore does not have an isotope at m/z 99; i.e., everything observed at m/z 99 is
due to *Tc. The fingerprint we're seeing for Ru is obviously not natural, and is
consistent with that observed in previous tank waste analyses. Approximate °'Ru
concentrations are provided for your information.

If you have any questions regarding this analysis, feel free to call me at 372-0624 or
Tom Farmer at 372-0700



Wi

BNFL Tc-99 (Acid Digestion) ¢9
March 29, 1999 }/31/

The results are reported in ug analyte/g of original sample.

The uncertainty of the results is estimated at +10%.

Ru ratio

Sample Client ICP/MS Tc-99 101/102 +Ru-101
Number Number Number ug/g (*0.541) ua/g
1%HNQO3 9324a_B1 <0.01
1%HNQO3 9324a_B26 <0.01
99-1143-PB Process Blank 9324a11 <0.01 : 1.5309 0.04
99-1143 CUF-AW101-002 9324a12 4.1+0.5. 1.1329 1.5
99-1143-DUP CUF-AW101-002 9324a13 3.90. 1.1371 1.2
99-1144 CUF-AW101-006 9324a14 3.93! 1.0520 1.1
99-1148 CUF-AW101-018 9324a15 0.116] 1.1060 0.04
99-1148 + spike CUF-AW101-018 9324a16 0.251
Spike Recovery 105%
CCYV results are reported in ng/ml :
5ppb Tc-99 9324a_C9 5.02
5ppb Tc-99 9324a_C28 ‘
* Natural "'Ru/""?Ru ratio.
1Based on response from indium

DATA REVIEW

Reviewed by: _» ,/ i ;/ﬂﬂ'ﬁ.‘é ) a

Dzizs: ._?/Wff‘f"z P:._; ZE;/g
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Pacific Northwest Laboratories
Internal Distribution

329/4 File
Date March 31, 1999 Mike Urie

To KP Brooks

From James Bramson %"w

Subject ICP/MS Analysis of Submitted Samples

Pursuant to your request, the samples that you submitted for analysis were analyzed by
ICPMS for *Tc. The results of this analysis are reported on the attached page.

An Amersham *Tc was used to generate the calibration curve. An independent
Amersham **Tc standard was used as the continuing calibration verification (CCV)
standard. Unless otherwise specified, the overall uncertainty of the values is
conservatively estimated at £10%, and is based on the precision between consecutive
analytical runs as well as the accuracy of the CCV standard results.

The **Tc values reported assume that the Ru present is exclusively fission-product Ru,
and therefore does not have an isotope at m/z 99; i.e., everything observed at m/z 99 is
due to **Tc. The fingerprint we're seeing for Ru is obviously not natural, and is
consistent with that observed in previous tank waste analyses. Approximate 'Ru
concentrations are provided for your information.

If you have any questions regarding this analysis, feel free to call me at 372-0624 or
Tom Farmer at 372-0700



BNFL Tc-99 (Ni/KOH Fusion)

March 19, 1999

The results are reported in pg analyte/g of original sample.
The uncertainty of the results is estimated at +10%.

/ﬂ

Ru ratio

Sample Client ICP/MS Tc-99 101/102 tRu-101
Number Number Number ”2’.2 (*0.541) ug/g
1%HNO3 9311a1 <0.1
1%HNO3 9311a14 <0.1.
1%HNO3 9311a30 <0.
99-1149-PB Process Blank 9311a9 2. 171 180
99-1149 CUF-AW101-020 9311a26 1.243 6100
99-1149 + spike CUF-AW101-020 9311a29
Spike Recovery
99-1150 CUF-AW101-021 9311a27 1.266 5800
99-1150-DUP CUF-AW101-021 9311a28 1.151 5700
CCV results are reported in ng/ml
1ppb Tc-99 9311a11
Sepb Tc-99 9311a31
* Natural '°'"Ru/'*Ru ratio.
tBased on response from indiurmn

DATA REVIEW

Reviewed thJ3W1

Date: Y4 q Feoos: _/_%1_

g
}/,2‘//77



Battelle PNNL/325 Bldg/RPG/Inorganic Analysis:
ICPAES Analytical Report

Project: 29953
Client: K. P. Brooks

-------------------------------------------------

Client ID: “CUF-AW101-002” and “CUF-AW101-021”

Total Samples: 10

Procedure: PNL-ALO-211, "Determination of Elements by Inductively Coupled
Argon Plasma Atomic Emission Spectrometry' (ICP-AES).

Analyst: D. R. Sanders
Analysis Date (Filename): 03/22/99 (A0520); 03/24/99 (A0521)

Instrument File: "ICP-325-405-1" for traceability to Calibration,
Quality Control, Verification, and Raw Data.

M&TE Number: ICPAES instrument -- WB73520
Mettler AT400 Balance -- Ser. No. 360-06-01-029

\ L b Z/W ¥-/2~-97
! Reviewed by
Wy%d/ o

Concur

4/12/99

Page |



Battelle PNNL/RPG/Inorganic Analysis ... ICPAES Data Report

Page 1 of 2

246

Multiplier= 5.0 252 25.2 l 25.1
ALO#= 99-1143-PB 99-1143 @5 99-1143-DUP @5 99-1144 @5 99-1145 @5
Client ID= |ProcessBik ALO-12i CUF-AW101-002 CUF-AW101- CUF-AW101-006 CUF-AW101-008
Det. Limit Run Date= 3/22/99 3/22/99 3/22/39 3/22/99 3/22/99
(ug/mL) (Analyte) (ug/mL) (ug/mL) (ug/mL) (ug/mL) {ug/mL)
0.025 Ag - - = = = =
0.060 Al [1.2] 15,300 15,900 15,200 1,010
0.250 As - - - [7.5) -
0.050 B 12.4 47.0 45.3 45.0 13.4
0.010 Ba - - - - -
0.010 Be - [1.3] [1.3) [1.3) -
0.100 Bi - - - - -
0.250 Ca - [8.5] [8.7] [8.6) -
0.015 cd - [2.3] [2.3] [2.2] -
0.200 Ce - - - - -
0.050 Co - - - - -
0.020 Cr - 54.3 56.2 54.1 [4.7]
0.025 Cu - [5.7] [6.0] [5.4] -
0.050 Dy - - - - -
0.100 Eu - - - - -
0.025 Fe [0.26] 9.88 10.2 9.69 -
2.000 K - 21,400 22,100 21,100 1,510
0.050 La - - — = -
0.030 Li - = = - =
0.100 Mg - - - - -
0.050 Mn - = el - Lo
0.050 Mo - - - - -
0.150 Na 16.3 134,000 137,000 139,000 13,900
0.100 Nd - - = - -
0.020 Ni - [5.3] [5.5] [5.3) -
0.100 P - 299 313 302 [23]
0.100 Pb - 34.6 36.0 35.6 -
0.750 Pd - - = = i
0.300 Rh - = - - -
1.100 Ru - - - - -
0.500 Sb - - - - —
0.250 Se - - - = =
0.500 Si [23] [85] 176 [84] [27]
1.500 Sn - ) [74] [73] =
0.015 Sr - - - bt =
1.500 Te - = - = and
1.000 Th - - - - pa
0.025 Ti - = o= = =
0.500 Tl - - - = -
2.000 u - - - - -
0.050 \'s - - - - -
2.000 w - [64] [63] [65] -
0.050 Y - - - - %
0.050 Zn - [7.3] [7.6] [7.3] -
0.050 Zr - [6.1] [6.1] [6.2] -

Note: 1) Overall error greater than 10-times detection limit is estimated to be within +/- 15%.

2} Values in brackets [] are

within 10-times detection limit with errors likely to exceed 15%.

3) "-" indicate measurement is below detection. Sample detection limit may be found by

multiplying "det. limit* (far left column) by "muitiplier” (top of each column).

Data (1) from "A0520 K.Brooks_BNFL ASR5274 ALO-128 & -129 Aq & Solids ICP98 hi.xIs

4/12/99 @ 5:26 PM



Battelle PNNL/RPG/Inorganic Analysis ... ICPAES Data Report

Page 2 of 2

Mutltiplier= 4.9 4.9 5.1 110.4 126.3
ALO#=  |99-1146 99-1147 99-1148 99-1149 @2 99-1150 @2
ClientID= |CUF-AW101-012 CUF-AW101-015 CUF-AW101-018 CUF-AW101-020 CUF-AW101-021
Det. Limit  Run Date= 3/22/99 3/22/99 3122/99 3/22/99 322199
(ug/mL) (Analyte) (ug/mL) {ug/mL) (ug/mL) ug/g ug/g
0.025 Ag - e - 161 196
0.060 Al 31.1 18.8 253 70,900 93,600
0.250 As - = = - =
0.050 B 10.2 14.3 10.5 272 288
0.010 Ba = - ) = 384 515
0.010 Be -~ - - [4.5] [6.1]
0.100 Bi - - - 460 617
0.250 Ca - - [1.3) 16,100 21,400
0.015 cd - i - 478 641
0.200 Ce - - - [210] 284
0.050 Co - = - 69.9 93.8
0.020 Cr 3.82 2.58 3.29 20,000 26,400
0.025 Cu = - [0.22] 290 393
0.050 Dy - - - [16] [21]
0.100 Eu - - - [12] [16]
0.025 Fe - - [0.18] 31,100 40,400
2.000 K [24] - 363 [1,700] [2,400]
0.050 La - - - 402 537
0.030 Li - = - [19] [26]
0.100 Mg - - - 4,380 5,800
0.050 Mn - - - 19,800 25,600
0.050 Mo - - - - -
0.150 Na 4,130 2,340 5,560 85,100 114,000
0.100 Nd = - - 460 622
0.030 Ni - - - 3,170 4,190
0.100 P [0.61] - 6.32 176 227
0.100 Pb - - [1.9] 1,550 2,030
0.750 Pd . - - - - -
0.300 Rh - - - [53] 73]
1.100 Ru - - - - [140]
0.500 Sb - - - - [95]
0.250 Se - - - [66] (871
0.500 Si [18) [25] [18] 33,400 53,900
1.500 $n - - - [250] [320]
0.015 Sr - =] = 280 376
1.500 Te - - - — -
1.000 Th 2 - — 1,230 1,740
0.025 Ti - - - 130 174
0.500 T - - - - -
2.000 u = - - 73,500 98,600
0.050 \'i - - - [9.7] [13]
2.000 w - - - - -
0.050 Y - - - [35] [47]
0.050 Zn - - - : 240 322
0.050 Zr = - - 2,770 4,170

Note: 1) Overall error greater than 10-times detection limit is estimated to be within +/- 15%.
2) Values in brackets (] are within 10-times detection limit with errors likely to exceed 15%.
3) "-"indicate measurement is below detection. Sample detection limit may be found by
multiplying “det. limit" (far left column) by “multiplier” (top of each column).

Data (1) from "A0520 K.Brooks_BNFL ASR5274 ALO-128 & -129 Aq & Solids ICP98 hi.xls 4/12/99 @ 5:26 PM



Battelle PNNL/325 Bldg/RPG/Inorganic Analysis:
ICPAES Analytical Report

Eight samples and duplicate were prepared by SAL using ALO-128/AL0-129 Acid
Digestion of liquids and solids procedures. Approximately 5 mL for each liquid sample
was digested and diluted to a final volume of 25 mL. Approximately 0.4 grams for each
solid sample was digested and diluted to a final volume of 25 mL. Density of sample CUF-
AW101-002 and CUF-AW101-006 (liquid) is 1.31 g/mL. Density of the other liquid
samples was presumed to be approximately the same as distilled water.

Two samples (solids) were also prepared by SAL using ALO-115 KOH/Ni Fusion
procedure. Approximately 0.2 grams of solids sample were fused and diluted to a final
volume of 50 mL. Measurement results are reported in g/g.

All samples were analyzed by ICPAES after appropriate dilutions were made. Analytes of
interest include AL, Ba, Ca, Cd, Co, Cr, Cu, Fe, K, La, Mg, Mn, Mo, Na, Ni, Pb, Si, Ti, U,
and Zn. Samples CUF-AW101-002, CUF-AW101-021 (acid digestion) and CUF-AW101-
020 (KOH/NIi fusion) were post spiked. Samples CUF-AW101-020 and CUF-AW101-021
prepared by acid digestion appear to have a much higher concentration for all analytes
than the concentration found in the KOH/Ni fusion prepared samples, particularly for Na.
The reason for the apparent higher concentration may be due to the sample drying out in
the hot cell. Approximately two weeks or more elapsed between preparation of the
KOH/Ni fusion prepared samples (prepared 1%) and the acid digestion prepared samples.
An attempt was made to normalize the Analyte concentration of the acid digested samples
with respect to the KOH/Ni fusion prepared samples using Sodium concentration.
However the normalization results were inconclusive, probably because Al and other
analytes did not dissolve completely during the acid digestion procedure. The results from
the KOH/Ni fusion prepared samples are more likely to represent the best data because, a)
the fusion digestion procedure is more rigorous and, b) the solid sample had not had time
to dry out.

Quality control samples include 5-fold serial dilution, relative percent difference between
duplicate samples, post-spiked samples, QC check standards, high-end linear range check
standards, and process blank. All QC samples analyzed were within tolerance limits
specified in M(CS-033 for all Analytes of interest except as follows.

--Serial dilution (5-fold) of samples CUF-AW101-020 and CUF-AW101-021 (acid digested
solid samples) exceeded tolerance limit of 10%. Recovery of nearly all analytes of interest
was greater than 10% and ranged between 10 to 17 % for both samples (this may have been
related to poor pipette performance).

4/13/99

Page 2



Battelle PNNL/325 Bldg/RPG/Inorganic Analysis:
ICPAES Analytical Report

--Relative Percent Difference in Si concentration between sample and duplicate for CUF-
AW101-002 exceeded tolerance limit of 20% (actual RPD was 70%). All other analytes of
interest was less than 5% RPD.

--Post Spike recovery of Mo in sample CUF-AW101-002 (acid digestion of liquid) exceeded
tolerance limit of 75 to 125%. Only about 14% of Mo were recovered. Post Spike recovery
of Mo in sample CUF-AW101-021 was 101%. A reason for the discrepancy is not known.

See attached "ICPAES Data Report” for measurement results, detection limits, and etc.
Concentration measurements other than analytes of interest are for information only.

Please note bracketed values listed in the data report are within ten times instrument
detection limit. Those measurement values have a potential uncertainty much greater than
15%.

Comments:
1) ""Final Results" have been corrected for all laboratory dilution performed on the sample
during processing and analysis unless specifically noted otherwise.
2) Detection limits (DL) shown are for acidified water. Detection limits for other matrices may
be determined if requested.
3) Routine precision and bias is typically + 15% or better for samples in dilute, acidified water
(eg. 2% v/v HNO; or less) at analyte concentrations greater than ten times detection limit up
to the upper calibration level. This also presumes that the total dissolved solids concentration
in the sample is less than 5000 pg/mL (0.5 per cent by weight).
4) Absolute precision, bias and detection limits may be determined on each sample if required
by the client.
5) The maximum number of significant figures for all ICP measurements is 2.
4/12/99

Page 3



Battelle PNNL/RPG/Inorganic Analysis ... ICPAES Data Report 291!

Multiplier= 506.1 | 5266 | 501.0 | 5010 |
ALO#=  |99-1149-PB KOH @2 99-1149 KOH @2 99-1150 KOH @2 99-1150 KOH DUP @2
Client ID= |Proc.Blank CUF-AW101-020 CUF-AW101-021 CUF-AW101-021
Det. Limit  Hun Date= 3/24199 3/24/99 3/24/99 3724199
(ug/mb)  (Analyte) ug/g ug/g ug/g ug/g
0.025 Ag = 293 416 373 -
0.060 Al [80] 58,400 58,200 59,900 -
0.250 As - 2 2 X -
0.050 B o 711 [70] 73] -
0.010 Ba = 276 268 281 -
0.010 Be = = = = =
0.100 Bi - [360] [350] [370] =
0.250 Ca = 12,600 13,200 13,700 B
0.015 cd - 379 369 381 -
0.200 Ce — [190] [190] [190] -
0.050 Co = [61] [59] [65] —
0.020 Cr = 15,000 15,700 16,200 -
0.025 Cu = 223 214 214 -
0.050 Dy = - i = =
0.100 Eu - = = - -
0.025 Fe [66] 24,000 23,400 24,300 =
0.050 La = 304 298 309 -
0.030 Li - — = = -
0.100 Mg = 3,420 3,320 3,470 -
0.050 Mn [34] 13,900 14,400 14,900 =
0.050 Mo - . [28] 27 =
0.150 Na [570] 55,600 56,600 57,500 =
0.100 Nd - [340] [330] [350] =
0.100 P E [260] [290] [280] =
0.100 Pb - 1,150 1,090 1,210 i
0.750 Pd - s - 2 -
0.300 Rh - - - = o
1.100 Ru - - ~ = =
0.500 Sb = = = = .
0.250 Se = - 2 o =
0.500 Si = 61,400 62,200 64,300 =
1.500 Sn - L — 2 —
0.015 Sr - 199 194 . 203 .
1.500 Te = - - - -
1.000 Th = [870] (8601 [830] =
0.025 Ti = 290 270 289 =
0.500 Tl = 2 = = =
2.000 U = 54,500 52,800 55,300 =
0.050 v = & - g8 -
2.000 w = - = = =
0.050 Y - [30] (30] ) [31] =
0.050 Zn - [180] [200) [200] =
0.050 Zr - 3,560 3,600 3,790 =

Note: 1) Overall error greater than 10-times detection limit is estimated to be within +/- 15%.
2) Values in brackets [] are within 10-times detection limit with errors likely to exceed 15%.
3) "--" indicate measurement is below detection. Sample detection limit may be found by
multiplying "det. limit* (far left column) by “multiplier* (top of each column).

Data (1) from "A0521 K.Brooks_BNFL ASR5274 ALO-115 & R.Catiow RCRA-HEPA filters ICP98 hi3425/99 @ 1:55 PM



Samples CUF-AW101 Tank Sludge and Supernates
Radiochemistry Analytical Results

Sample Preparation

Tank sludge and supernate liquid samples were analyzed from tank AW101. The solids were
prepared for analysis in a hot cell according to procedure PNL-ALO-115 by fusing approximately
0.2 g with KOH + KNOs in a nickel crucible. The cooled fusion was dissolved in dilute HCI +
HNO;, then diluted to 50.0 mL for analysis. The supernate liquids were prepared for analysis in a
hot cell according to procedure PNL-ALO-128/129 by digesting about 0.5 g with nitric acid and
diluting the product to 25.0 mL. The radiochemical analyses that followed required further
dilution in most cases.

Radiochemistry results are shown on the attached table along with 1-sigma total uncertainties.
All results are reported on a uCi per gram weight basis. Samples labeled “duplicate” are
independent analyses from separate aliquots of starting material in the hot cell; those labeled
“replicate” are separate aliquots analyzed in the laboratory.

Gamma Emitters

The hot cell preparations were directly gamma counted following procedure PNL-ALO-450.
Most of the gamma emission from these samples is from Cs-137. Other detectable gamma
emitters were Co-60, Ru/Rh-106, Cs-134, Eu-154, Eu-155, and Am-241. The hot cell blanks had
detectable activities that were much lower than the samples. All of the duplicate results agree
within the expected uncertainties. Since gamma analyses do not involve chemical separations, no
sample spiking is performed. Due to the high level of Cs-137 in these samples, it was not
possible to detect all of the other analytes at the requested Minimum Reportable Quantity values.

Gross Alpha

For gross alpha measurements, aliquots of the hot cell preparations were evaporated on planchets
for counting following procedures PNL-ALO-420 and 421. The sludge samples all had about 5.8
uCi/g of total alpha activity. By comparison with the GEA results, about half of this activity is
due to Am-241. No alpha activity could be detected in the supernates. Duplicate results show
good agreement and the blank and sample spike recoveries were acceptable.

Strontium-90

The Sr-90 analyses were conducted according to procedures PNL-ALO-476, 484, and 450 using a
Sr-85 tracer to monitor the chemical yields. Due to the high beta activity seen in the samples,
which turned out to be due to Cs-137, the samples were highly diluted prior to chemical
separation. For the supernate samples, this dilution led to relatively high detection limits, slightly
above the requested Minimum Reportable Quantity values. For the sludge samples, duplicate and
replicate results were in good agreement at about 1600 uCi/g. Negligible Sr-90 activities were
seen in the hot cell blanks. The blank and sample spike recoveries were acceptable.



Battelle Pacific Northwest Laboratory
Radiochemical Processing Group-325 Building
Radioanalytical Applications Team

Client : KP Brooks

Cognizant Scientist:

Concur : Z [ 2o '?5 - !g

St R oo meez A

99-1143
3/25/99

Date : 3/«-7-;/7?
Date : 3/:25!qu

Blank <4.E-4 <3.E-5

Measured Activities (uCi/g)
Gamma Energy Analyses

ALOID Alpha Sr-90 Co-60 Sb-125 Ru/Rh-106 Cs-134 Cs-137 FEu-154 Eu-155 Am-241
Client ID Error% Ermmor% Emor% Emor% Ermor% Error% Error% Error% Error%  Error %
99-1143PB 6.63E-5 3.03E-2 1.25E-5 <3E-5 <6.E-5 4.03E-5 1.26E-3 1.87E-5 <3.E-5 <3.E-5
Process Blank 7% 3% 14% 6% 2% 22%
99-1143 <8.E4 <3.E-1 <4E-3 <3E-1 <5.E-1 7.18E-2 3.43E+2 <2E-2 <2E-1 <2.E-1
CUF-AW101-002 13% 2%
99-1143DUP <8.E4 <3.E-1 <4 E-3 <3.EA1 <5.E-1 6.35E-2 349E+2 <2E-2 <2.E-1 <2.E-1
CUF-AW101-002 13% 2%

RPD 12% 2%
99-1143 Rep <3.E1
CUF-AW101-002
99-1144 <7.E-4 <3.E-1 <4E-3 <3E-“1 <5.E-1 7.51E-2 3.55E+2 <2E-2 <2.E-1 <2.E-1
CUF-AW101-006 11% 2%
99-1148 <8.E-5 244E-2 503E4 <6E-3 <1.E-2 1.68E-3 8.52E+0 <2E4  <3.E-3 <3.E-3
CUF-AW101-018 17% 8% 5% 2%
99-1149PB 1.74E-3 1.45E-1 6.69E-5 <3.E4 573E4 1.54E-3 3.66E-2 4.05E4 246E4 3.49E-4
Process Blank 11% 5% 22% 40% 10% 5% 15% 30% 39%
99-1149 572E+0 1.76E+3 4.41E-1 <9.E-1 <2.EO <6.E-2 3.88E+2 3.10E+0 3.16E+0 2.44E+0
CUF-AW101-020 2% 3% 4% 2% 3% 7% 19%
99-1150 578E+0 1.56E+3 4.18E-1 1.14E+0 <2.EOQ 1.22E-1 4.13E+2 3.11E+0 3.85E+0 2.85E+0
CUF-AW101-021 2% 3% 4% 16% 18% 2% 2% 6% 12%
99-1150 DUP 5.95E+0 1.66E+3 4.35E-1 8.67E-1 <2.EQ 1.01E-1 4.10E+2 3.05E+0 3.62E+0 2.98E+0
CUF-AW101-021 2% 3% 4% 29% 26% 2% 2% 5% 1%

RPD 3% 6% 4% 27% 19% 1% 2% 6% 4%
99-1150 Rep 5.84E+0
CUF-AW101-021 2%
Matrix Spike 109% 96%
Blank Spike 107% 91%
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Battelle PNNL/RPG/Inorganic Analysis --- IC Report

Final Results:

Three liquid and two leach solids samples were analyzed by ion chromatography (IC) for
inorganic anions as specified in ASR 5274. The liquid samples were diluted 5 fold during the
preparation of the samples in the Shielded Analytical Laboratory (SAL) hot cells, and were
diluted an additional 10-fold to 1000-fold to ensure that all anions were within the calibration
range. Solid samples were leached using procedure ALO-103 resulting in an SAL dilution
factor of approximately 50 for each sample. The leaches were diluted an additional 10-fold prior
to analysis.

The results for the samples are presented in Table 1.

TABLE 1. CUF AW-101 --- Anion Results

SAMPLE Client F Cl NOy Br NO3 POy S04 Cr04
ID D pg/ml pg/mli pg/ml pg/ml | pg/ml | pg/ml | pg/ml | pg/ml
99-1143-DB DILUTION BLANK | <0.25 <0.25 <0.5 <0.25 1 1 1 <0.5
99-1143 CUF-AW101-002 1,300 3,400 57,800 [ <250 115,000 910 1,400 510
99-1143 Dup CUF-AW101-002 1,300 3,400 55,300 | <250 [110,000| 1,400 1,300 520
RPD 0 0 4 n/a 5 42 3 2
09-1144 CUF-AW101-006 1,200 3,300 56,500 | <250 [112,000| 910 1,300 520
09-1148 CUF-AW101-018 30 52 890 <13 1,800 50 47 6,800
99-1148-MS (%Rec) | CUF-AW101-018MS| 96% 92% 97% 96% 93% 92% 90% 99%
SAMPLE Client F Cl NO3 Br NO3 PO4 S04 | C204
ID ID Hg/'g Hg/s He/g pe/g | He/g | wme/s | melg | melg
99-1149 PB PROCESS BLANK | <0.5 <0.5 <1 <0.5 2 <1 2 <1
99-1149 CUF-AW101-020 <130 <130 390 <130 | 4,600 | <250 500 6,000
09-1150 CUF-AW101-021 <120 <120 430 <120 | 4,900 | 3,200 460 6,200
99-1150 Dup CUF-AW101-021 <120 <120 400 <120 | 4,900 | 4,100 380 6,700
RPD| n/a n/a 7 n/a 1 23 19 9

RPD = Relative Percent Difference (between sample and duplicate)

Q.C. Comments:

Following are results of quality control checks performed during IC analyses. In general, quality
control checks met the requirements of the governing QA Plan, MCS-033.

Working Blank Spike: No working blank spikes were analyzed. The sample were diluted and
leached in the SAL without spiking. Spiking was performed at the analytical stations and the
diluted verification standards are used to assess blank standard performance.

ASR 5274-R1.doc Page 2 of 3



Battelle PNNL/RPG/Inorganic Analysis --- IC Report

Matrix Spiked Sample: The matrix spike recovery for sample 99-148 provided acceptable
recovery for all anions reported, with recoveries ranging from 90% to 99%. These recoveries
are well within the 75% to 125% acceptance criteria.

Duplicate: Liquid sample 99-1143 and leached solid sample 99-1150 were analyzed in duplicate.
Except for phosphate, the RPD’s are within the acceptance criteria of 20%. The poor precision
demonstrated on the liquid sample is considered to be due to the level of the phosphate measured
in the analysis sample (i.e., only 2 times the reportable limit. For the solids, the poor phosphate
precision is most likely due to sample heterogeneity (e.g., although within RDP acceptance
criteria, the sulfate also demonstrates poor precision) or to phosphate precipitation.

System Blank/Processing Blanks: The eluent system blank, as well as the dilution blank and
leach processing blank from the SAL, measured a small contribution from nitrate, phosphate, and
sulfate; however, the levels are insignificant when compared to the reported results.

Quality Control Calibration Verification Check Standards: Mid-range verification standards
were analyzed with the samples. For all reported results, the concentrations of all analytes of
interest were recovered within the governing QA Plan acceptance criteria of + 10% for the
verification standard, except for chloride. All chloride verifications standards recoveries were
within 87% to 90%. Based on the verification standard recoveries, reported chloride results
could be bias low by approximately 10%.

Notes:

1) "Final Results" have been corrected for all laboratory dilution performed on the sample
during processing and analysis.

2) The low calibration standards are defined as the estimated quantitation limit (EQL) for
the reported results and assume non-complex aqueous matrices. Actual detection limits
or quantitation limits for specific sample matrices may be determined, if requested.

3) Routine precision and bias is typically £ 15% or better for non-complex aqueous samples

that are free of interference and have similar concentrations as the measured anions.
Sample-specific precision and bias may be determined on each sample if required.
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Ag <3 <3 <3 <24 [90] [89] <4 81
Al <7 17,800 14,900 18 [91) 14,700 14,300 <10 14,500
Ba <1 <1 <1 <9 [25] [25] <2 24
Ca <31 <32 <32 <235 [1,700] [1,700] <41 1,160
Cd <2 <2 <2 <14 [34] [35] <2 32
Co <6 <6 <6 <47 <48 <44 <8 <10
Cr <2 61.1 51.1 18 <19 1,640 1,600 <3 1,610
Cu <3 <3 <3 <24 <24 <22 <4 [10]
Fe <3 [5.1] [4.3] [91] 1,350 1,430 <4 1,430
<247 25,200 20,800 19 n/a n/a n/a <326 17,200
La <6 <6 <6 <47 < 48 <44 <8 [28]
Mg <12 <13 <13 <94 [260] [250] <16 314
Mn <6 <6 <6 [56] 1,390 1,440 <8 1,300
Mo <6 <6 <6 <47 <48 < 44 <8 <10
Na [41] 163,000 | 134,000 | 20 (1,300] 128,000 | 127,000 [140] 128,000
Ni <4 [5.4] [4.2) n/a n/a n/a <5 215
Pb <12 [45] [37) <94 [120] [120] <16 [119]
Si [72] [145] [115] < 470 [2,200] [2,200] [230] 2,300
Ti <3 <3 <3 <24 <24 <22 <4 [7.6]
<247 <257 <259 < 1,882 [5,800] [5,700] <326 5,400
[7.6) [14] [13] <47 <48 <44 <8 [16]
<47 [240] <8 351

As <31

[104] [84) <235 <239 <219 <41 (791
Ce <25 <26 <26 <188 <191 <175 <33 <40
Nd <12 <13 <13 <94 <96 <87 <16 [29]
P <12 353 293 19 <94 [360] [410] <16 501
Sr <2 <2 <2 <14 [24] [24] <2 [17]
Y <6 <6 <6 <47 <48 <44 <8 <10

10-times detection limit and error is anticipated to be greater than £] 5%.

(2) Solids acid digestions results normalized to KOH fusion Na results. See narrative.

(1) Overall error for reported results is estimated to be within £15%; however, results in brackets “[ ]" are within

(3) Relative Percent Difference (RPD) only calculated when both sampie and duplicate exceed estimated quantitation limit (EQL).




Ag <3 <3 <3 <24 <23 <25 <4 <3 <3

Al <7 4,040 3,820 6 [91) 7,550 7,450 1 <10 7,140 7,650 7
Ba <1 [4.1] [4.0] <9 [44] [44] <2 45 46 3
Ca [52] 461 416 10 <235 [780) [520] <41 359 377 5
Cd <2 48 46 5 <14 37 [36] <2 33 34 3
Co <6 <4 <4 <47 <46 <51 <8 <6 <7

Cr ) 149 142 5 <19 725 718 1 <3 697 723 4
Cu <3 [22] [20] <24 <23 <25 <4 [19] [20]

Fe [5.6] 1,170 1,110 5 [91] 9,960 8,670 14 <4 8,260 8,690 5
K <234 [1,300] | [1,240] n/a wa n/a <326 [670] [647]

La <6 [23] (22] <47 [65] [60] <8 108 112 4
Mg <12 <12 <12 <94 <93 <102 <16 [30] [30]
Mn <6 108 106 2 [56] 4,910 5,130 4 <g 4920 4989 1
Mo <6 <6 <6 <47 <46 <51 <8 <6 <7

Na [34] 176,000 | 171,000 | 3 [1,300] 134,000 | 139,000 | 4 [140] 134,000 | 139,000

Ni <4 402 382 5 n/a n/a n/a <5 269 285

Pb <12 263 249 5 <94 [580] [640] <16 755 784 4
Si <59 <45 <44 <470 <463 <509 [230] [264] [419]

Ti <3 <3 <3 <24 <23 <25 <4 [4.5] [4.3]

Li] <234 <244 <241 <1,882 | <1,851 | <2036 <326 <231 <279

Zn [11] [22] [16] <47 <46 <51 <8 64 (67}

Zr <6 [42] [44) <47 [110) [92] <8 197 206 4
As <729 [98] [93] <235 <231 <254 <41 (77 [83]

Ce <23 [27] [26] <188 [190] <204 <33 [212] [219]

Nd <12 [73] [68] <94 [210] [190] <16 311 326 5
P <12 505 488 3 <94 [500] [520] <16 418 436 4
Sr ) 2.7 (2.5] <14 <14 <15 <2 [6.2) [6.3]

Y <6 [11] [11] <47 <46 <51 <8 31] [32]

(1) Overall error for reported results is estimated to be within £15%; however results in brackets “[ ]” are within
10-times detection limit and error is anticipated to be greater than +15%..

(2) Solids acid digestion results normalized to KOH fusion Na results. See narrative.

(3) Relative Percent Difference (RPD) only calculated when both sample and duplicate exceed estimated quantitation limit (EQL).




Units (%Erron)| | iiCUmL CEls SmL ¢ JCVmL (£ Ca (t19) HCVa 1y HCVg (h1s)
Co-60 (GEA) <3.E-4 <1.E-2 <1.E2 <SE-2 <7.E2 <7.E-2
Sr-90 1.69E2 |21% | <5E-I <5.E-1 1.60E-2 | 12% | 1.41E+2 | 4% | 1.60E+2 | 4%
Cs-134 (GEA) <3.E-4 560E2 |15%| S5.64E2 [12%| <S5E-2 <8.E-2 <6.E-2
Cs-137 (GEA) 8.67E-4 | 13% | 2.50E+2 | 2% | 2.10E+2 | 2% | 225E-1 | 12%| 196E+2 | 2% | 1.87E+2 | 2%
Eu-154 (GEA) <7.E-4 <4.E2 <4E-2 <2E-1 <2.E-1 <2.E-1
Eu-155 (GEA) <7E4 <4.E-1 <4E-] <2E-1 <5.E-1 <5.E-1
Pu-238 7.08E6 |15%| <3.E-5 <SE-5 636E-5 |[30%| 343E2 | 9% | 461E2 | 7%
Pu-239+Pu-240 2.49E6 |29% | 1.6564 |15% | 137E4 |13%| 742E-5 |19%| 2.48E-1 | 4% | 2.56E-1 | 4%
Am-241 (GEA) <7E4 <4E-] <4.E-1 <2.E-1 <5.E-1 <S5.E-1
Am-241 (AEA) 9.12E-6 |19%| 1.16E<4 |13% | 8.94E-5 |14%| <6.E-7 2.53E-1 | 5% | 2.43E-1 | 5%
Cm-242 < 1LE-6 <5E6 <4.E6 <5E-8 <6.E4 4.84E4 | 45%
Cm-243+Cm-244 996E-6 |18% | 2.41E-5 [31%| <9.E6 493E-7 |23%| 845E-3 |14% | 9.49E3 | 12%
Total Alpha <3.E4 <LE2 < LE2 4.56E-1 | 9% | 5.66E-1 | 7%
Total Beta 3% | 2.75E+2 | 3% | 225E+2 |3% 7% | 4.80E+2 | 4% | 4.78E+2 | 4%
Total Cs X - | 117E41 2% - -- | 9.17E+0 = s
Total U 220E-2 | 2% | 332E+0 | 2% | 3.12E+0 |2% | 2.86E-1 | 2% | 5.42E+3 | 4% | 5.46E+3 | 4%

Co-60 (GEA) <3E-4 L11E-1 | 7% | 1.15E-1 [7%] <S35E-2 <9E2 | | <op2 | |

Sr-90 <4.E-3 7.72E+1 | 5% | 7.46E+1 |5%| 160E-2 |12%| 1.90E+2 | 4% | 1.93E+2 | 4%
Cs-134 (GEA) <3.E4 <3.E2 <3.E-2 <5E-2 <8.E-2 <9.E-2

Cs-137 (GEA) 471E4 |27% | 2.61E+2 | 2% | 2.50E+2 |2% | 2.25E-1 |12%| 1.65E+2 | 2% | 1.65E+2 | 2%
Eu-154 (GEA) <5.E-4 6.20E-1 | 4% | 6.03E-1 |4%| <2.E-1 1.44E+0 | 5% | L17E+0 | 7%
Eu-155 (GEA) <7.E4 4.50E-1 |16% | 2.61E-1 |25%| <2.E-1 9.87E-1 |14% | 6.49E-1 |21%
Pu-238 7.57E-6 |21%| 7.02E-3 |15% | 836E-3 [9% ] 6.36E-5 |30%| 5.01E2 | 7% | 3.75E2 | 9%
Pu-239+Pu-240 4.06E-6 |31%| 3.08E-2 | 7% | 3.20E-2 |[5%| 7.42E-5 |[19%| 1.68E-1 | 5% | 1.33E-1 | 5%
Am-241 (GEA) <5E4 S.66E-1 |23% | 230E-1 |50%| <2E-1 2.49E+0 | 12% | 1.68E+0 | 18%

Am-241 (AEA) 6.61E-6 |18% | 3.93E-1 | 5% | 3.64E-1 |5%| <6.E-7 L67EH0 | 5% | 1.27E+0 | 5% |
Cm-242 <4.E-7 1.60E-3 |21%| 1.28E-3 [28%| <S5E-8 4.18E-3 | 16% | 4.24E3 | 11%
Cm-243+Cm-244 343E6 |25%| 1.19E-2 | 9% | 1.26E-2 |[10%| 4.93E-7 |23%| 367E2 | 7% | 2.52E2 |23%
TotalAlpha < 1.E4 443E-1 | 3% | 4.50E-1 [3% 2.14E+0 | 4% | 1.52E+0 | 5%
Total Beta 3% | 4.66E+2 | 3% | 4.34E+2 |3% 7% | 5.20E+2 | 4% | 5.09E+2 | 4%
Total Cs - - | 123E+1 | 2% | 1.17E+1 [2% 2 —~ | 7.72E+0 7.63E+0 | 2%
Total U 984E-3 | 2% | 7.44E+1 | 2% | 7.18E+1 [2%| 2.86E-1 | 2% | 1.03E+2 | 2% | 1.03E+2 | 2%




Tc-99 ACP/MS)

Acid Digest

5.88

KOH Fusion

20.9

5.12 14 ;

Te-99 ACPMS) | Direct/Dilution n/a 5.20 5.24 1 n/a n/a n/a n/a
TIC Hot Persulfate 73 2,190 2,120 3 Hot Persulfate n/a 27,500 n/m
TOC Hot Persulfate <85 1,460 1,660 Hot Persulfate n/a 20,100 n/m

TC (sum) 73 3,650 3,780 4 n/a 47,600
Fluoride Direct/Dilution <21 1000 660 40 Water Leach <120 1,600 n/m
Chloride Direct/Dilution <21 3,300 3,300 1 Water Leach <120 2,700 n/m
Nitrite Direct/Dilution <42 63,500 62,000 2 Water Leach <240 41,500 n/m
Bromide Direct/Dilution <21 <400 <380 Water Leach <120 <1200 n/m
Nitrate Direct/Dilution <42 125,000 121,000 3 Water Leach <240 80,900 n/m
Phosphate Direct/Dilution <42 2,000 1,900 3 Water Leach <240 <2300 n/m
Sulfate Direct/Dilution <42 1,900 1,800 Water Leach <240 <2300 n/m
Oxalate Direct/Dilution <41 <800 <760 Water Leach <240 42,000 n/m

mmole/mL | mmole/mlL | mmole/mL
OH Direct/Dilution n/d 3.02 3.09 2 n/m n'm n/m n/m
pH pH pH

pH Direct n/m n/m n/m n/m

Tc-99 (ICPMS)

Acid Digest <0.02 4.40 423 4 | KOH Fusion 0.1 3.62 3.92 8
Tc-99 (ICP/MS) | Direct/Dilution <0.05 4.09 3.98 3 n/a n/a n/a n/a
TIC Direct/Dilution 76 16,400 16,200 1 Direct n/a 18,200 17,500 4
TOC Direct/Dilution <85 30,000 29,800 0 Direct n/a 31,100 32,900 1
TC (sum) Direct/Dilution 76 46,400 46,000 1 Direct n/a 51,200 50,400 2
Fluoride Direct/Dilution <17 6,300 6,400 2 | Water Leach <120 4,500 4,300 3
Chloride Direct/Dilution <17 1,400 1,400 2 | Water Leach <120 <1200 <1200
Nitrite Direct/Dilution - <35 51,100 51,600 1 | Water Leach <240 30,900 31,200 1
Bromide Direct/Dilution <17 <450 <480 Water Leach <120 <1200 <1200
Nitrate Direct/Dilution <35 161,000 161,000 0 | Water Leach <240 111,000 | 111,000 0
Phosphate Direct/Dilution <35 3,000 3,000 2 | Water Leach <240 <2400 <2400
Sulfate Direct/Dilution <35 7,900 7,400 6 | Water Leach <240 7,000 7,000 1
Oxalate Direct/Dilution <34 1,300 1,300 1 | Water Leach <240 32,200 | 32,000 1
mmole/mL | mmole/mL | mmole/mL
OH Direct/Dilution @ 0.722 0.712 1 n/m n/m n/m n/m
pH pH pH
pH Direct n/a n/m n/m n/m n/m

@ RPD only calculated when sample and duplicate results above reporting threshold for method’s RPD calculation. (Calculated prior to rouding)
@ Not titration inflection point detected; no OH calculated.
n/a = not applicable to method; n/m = not measured due to applicable of method OR availability of sample material




Appendix C: Cross Flow
Filtration Raw Data
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Appendix D: AW-101 Simulant
Composition



Table D1. AW-101 5M Na Solution

Component FW, Molarity g/L g for 10L
EDTA 29224 3.70E-03 1.081 10.813
Citric Acid 210.14 3.70E-03 0.778 7.775
Na;HEDTA2H,0 344.00 3.70E-03 1.273 12.728
Na;NTA 257.10 3.70E-03 0.951 9513
Na Gluconate 218.00 3.70E-03 0.807 8.066
NazIminodiacetic 177.07 3.70E-03 0.655 6.552
Cd(NO;)sH,0 308.00 0.00E+00 0.00E+00 0.000
Fe(NOs):'9H,0 404.02 5.00E-05 2.02E-02 0.202
Mg(NO;); 6H,0 256.40 1.50E-03 0.385 3.846
Mn(NO3),, 50% 8.46 6.63E-05 0.561 mL 5.609 mL
MoO; 143.95 2.86E-04 4.12E-02 0412
Ni(NOs), 6H,0 290.80 1.33E-04 3.87E-02 0.387
SiO, 60.08 2.93E-03 0.176 1.760
BaNO; 261.38 1.33E-04 3.48E-02 0.348
Ca(NOs)2 236.16 4. 13E-04 0.098 0.975
Sr(NOs), 211.65 1.30E-05 2.75E-03 0.028
RbNO; 147.47 1.00E-05 1.47E-03 0.015
CsNO; 194.92 6.40E-05 1.25E-02 0.125
NaNO; 85.00 0.00E+00 0.00 0.000
KNO; 101.11 0.00E+00 0.00 0.000
LiNO; 69.00 5.51E-04 0.04 0.380
KOH 56.11 4.30E-01 24.13 241.273
NaOH 40.00 3.89E+00 155.60 1556.000
AI(NO;);'9H;0 375.15 5.06E-01 189.83 1898.259
Na;CO; 105.99 1.00E-01 10.60 105.990
Na,;SO4 142.05 2.36E-03 0.34 3.352
Na,HPO, 7H,0O 268.07 1.73E-03 0.46 4638
NaCl 58.45 6.93E-02 4.05 40.506
NaF 41.99 1.10E-02 0.46 4619
NaNO, 69.00 7.90E-01 54.51 545.100




Appendix E: Density and Solids
Concentration Raw Data
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Appendix F: Rheograms for
AW-101 and Standards
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Appendix G: Key Personnel
Affiliated with LAW Entrained
Solids Removal Task



Key Personnel in the Entrained Solids Ultrafiltration Task

Name Responsibility Telephone/email
Eugene Morrey Battelle Project Manager (509) 376-1982
eugene. morrey@pnl.gov
Dean Kurath Battelle Project Engineer (509) 376-6752
dean. kurath@pnl. gov
Kriston Brooks Ultrafiltration Task Manager, Filtration (509) 376-2233
and CUF Testing kriston.brooks@pnl.gov
Paul Bredt Rheology and Physical Properties (509) 376-3777
Measurement paul.bredt@pnl.gov
Joel Tingey Particle Size Distribution Measurement | (509) 376-2580
Joel.tingey@pnl. gov
Stacey Hartley Statistical Analysis (509) 372-4945
stacey. hartley@pnl gov
Mike Urie Chemical and Radiochemical Analysis (509) 376-9454
mike.urie@pnl. gov
Ken Rappe CUF Design and Testing (509) 372-3918
ken.rappe@pnl.gov
Gita Golcar CUF Design and Test Plan Preparation (509) 372-1967
gita.golcar@pnl.gov
Lynette Jagoda CUF Testing (509) 376-9951
lynette jagoda@pnl.gov
Rick Steele Hot Cell Operations (509) 372-0038

rick.steele@pnl.gov




Appendix H: Particle Size Distribution
Raw Data



Particle Size Distribution Standards Results

The instrument performance was checked against a range of NIST traceable standards
from Duke Scientific Corporation. These standards are polymer microspheres dispersed in 1 mM
KCl. Results are shown in Table G1. These standards were run prior to analysis of the sample
and duplicate. The percentile shows the given percent of the volume (or weight if the specific
gravity for all particles is the same) that is smaller than the indicated size. The mean diameter of
the volume distribution (mv) represents the center of gravity of the distribution and is weighted
by the presence of coarser particles.

Table G1. Calibration Standards

UPA
96 nm 304 nm 2013 nm
Lot 16339 Lot 15928 Lot 15992
Percentile Size (nm) Size (nm) Size (nm)
10 81 251 1563
50 95 304 2083
90 125 368 3130
myv 99 307 2250
X-100
2.013 pm 50.4 um 301 pm
Lot 15992 Lot 19213 Lot 19136
Percentile Size (um) Size (um) Size (pm)
10 1.41 39 267
50 1.73 48 309
90 219 59 347
mv 137 4 308




Particle Size Distribution Raw Data for AW-101 Using the Microtrac X-100
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2646 400.00 0.00 0.344 0.00 0.0
2200 100.00 C.00 . |0.289 0.00 0.00
16.60  : “00.00 009 | 0.243 0.00 . .0.00
16.56 ~ .100.00 - 0.09 0.204 . 0.00 - 0.C0
13.08 400,00 0.00 . {0472 0.06 - 0.0
11.00 400.00 0.00 0.145 0.00 0.00




e =D1-AW-PSD ; T Date: 04712195 Tieas F 00055
Particle Size Analys;s . W Y Time: 10:66 _Pres #: o1

01-AW Simulant Supematant : M Summag( “Percentiles Dia Vol% Width
%0 mlfsec : R ‘myv = 41_27 10% = 1.586 -60% = 4.611 | 5.473 56% 3.402
mn = 1:708 | 20% = 2.045 70% = 6.323 2129 44% 1.418
‘ma = 2,996 | 30% = 2.509 80%=6.146 | .
TS =-2:002 | 40% = 3.043 90% =7185
Verdq e sd = 2.3_2§ 50%-—3?14 95%-8@35

%PASSS i T = S , " %CHAN
100.0 ———— s SR S

P s ] . " 200
o T LT TR T T
500 l i 7 180
80.0 —— l i ] 16.0 |~
| 1 | .
0.0 TR ; /1] }, [ 4‘ !:; : 14.0
Lo Bos Lt ] 3 o gl = o SR .
— L bl .!5f R RN 15
95 T B g o TIE fta
| P | oiege NS M T -
56.0 ] - 10.0
40.0 - L g0

30.0°

200 T—————1 — 4.0

l
26 v o e ’T‘i ‘ : ’ ’ i 9p e EBIIE =T - 20
. T . '.7 £ : 5 i 3 ! 2 :li : 2 F l [ - “ wik . ! - 1
: II!' TR ; : g" ! T II ) : ~TTT 00_"
w0100 L T 000 10.00 -~ - 4pog B 1000 :
A : el e . Size (m:crons) - 0 L e R A

SIZE'. .  %PASS %CHAN SIZE ~ %PASS %CHAN | SIZE %PA‘-‘S %CHAN [ SIZE - %PASS '_%CHAN_
7040 110000 0,00 9.250 - 98.27 4.41 : . BT :
5920 100,00 . 0.0 7778 93.86 9.57
19787 400.00 - '0.00 6.541 . '84.28 12.11
486 1 100.00 ‘009 5600 .. 7218 10.78
3520 . 100000 0.0 4626 © 8140 . 940

o

298.0 100.00 0.00 3.889 52.30 3.61
248.9 100.00 0.00 3.270 . A3.83 8.9
20%.3 100.00 C0d | 2780 24.78 §.82

176.0 100.00 0.00 2312 25.86 8.09
143.0 100.00 0.00 1.e45 = 17.77 8.73

124:6 300,00  0.00 1635  11.04 5.20

104.7 700.00 0.09 1376 - 6.84 3.46 -

A0 400.00 0.00 1.156 2.38 1.76 all % R
7400 - 100.00 0.09 0.972 0.62 0.62 : : P sl
52.23 10000  0.00 0818 0.00 0.00 | s o ; :
232 400.00 6.00 0.688 0.00 0.00

{460 - 10000 003 2576 . 0.00 0.00

700 10000 0.9 0.4%6 0.00 0.00

ML 00000 - 000 - |40 000 0.00

%616 1140000  0.05 0.344 0.00 0.60

200 1400.00 . 0.03 0.269 0.00 0.00

'8.50 -+ : 400.00. . 003 10243 -- 000 000
1556 " ..100.00: .:-;-._ro.oo-;-s 0204 :.°:0.00 - 000 - e
|308* i 10000 - '.;035_ 210472 20,0000 T L 0.000 ]

1.00:. .- 98, sz ;1887 10445 250,00 T 0,00+

oF e T T s B o B i s L S i T SR R S



101-AW-PSD Date: 04/12/98 Meas #: 00050
Particle Size Analys:s - Time: 10:56  Pres # 01
101-AW Simulant Supematant Summary Percentiles Dia  Vol% Width
Y Inisee mv = 4127 [10%=0.97¢ 60%=1.685| 1.440 100% 1.227
mn = 1.708 | 20% = 1.03C 70% = 1.799 :
v ma = 2.995 | 30% = 1.492 8% = 2.101
Aku’j : : ‘es = 2002 |40%= 1.312 30% = 2.651
qué,e/ Dyshributron sd = 0.613 | 50%= 1.440 95% = 3.363
_%PASS X e e B i o) i %CHAN
mo O i ! j — / - A———— i W o @ N — & i el - - LA . # e ea - 20 0 -
- | yd | I
90.0 | ! 18.0
-: E i A 1 : { b : '
EENL LT AR |
10 EANE ' \ REal -1 14.0
4 boodd i : b i il
; REEEEE R | it i L EL i :
. . i 4 1w I L] i { vt i
80.0 e - i BER 3 o st e s e 1~ 12.0
e g g | MERS | z
50.0 : | H T 10.0
40.0 i i B i 8.0
30.0 L EERT oE + 6.0 -
_ SN I S | |€3’ ' 2l b
bagho] A - : i Dy
1 10.0 s o - E 2.0
00 T 7 w0ey 1 |F: e ™ “TT7 : T 0.0
~n 0,400 ' 1.000 -10.00 100.0 ' -1000)_;-;-.."7"‘
: K i -SIZ&(mICI‘O"IS) b v i Py Ay g moh as TS SRRl
SIZE..  %PASS = %CHAN [SIZE %PASS %CHAN [SIZE - %PASS ~ WCHAN [SIZE = %PASS  %CHAN
704.0 400.00 0.00. 9.25( 99.99 0.08 g ‘ THT- : :
532.0 - 100.06 0.00 7.778 99.91 0.29
487.3: 40000 €02 §.541 93.62 0.62
418.6 40000 0.03 5.500 §9.00 - 053
352.0 109,00 Co0 | 4625 93.07 1.22
295.0 400.00 0.00 3.889 93.75 210
248.9 400,00 600, | 3.270 94.65 3.66
2033 400,00 0.00 2.760 9082 " 6.1€
176.0 400.00 ~ . (.00 2.312 84.83 9.39
148.0 100.00 0.00 | 1.945 75.44 13.15
1245 100.00 - .00 1636 62.29 1740
1047 100,00 0.00 1.376 45.15 19.14
38.00 400,00 .00 1166  25.05 16.37
74.00 160.00 €.02 0.872 .68 368 -
32.23 400,00 0.03 0.618 .00 860
52.32 . 400,00 (.00 0.688 0.00 2.00
44,00 10000 GG 0.678 .00 .00
3700 . <00.00 (.03 0.428 £.00 2.00
3111, 400.00 ¢.00 0.409 0.00 9.c0
25.16 400.00 ¢.00 0.344 £.00 0.00
22.00 10C.00 £.0¢ 0.289 0.00 0.00
(6.50 - 100.00 c.co 0.243 0.00 0.00
16.56 100.00 C.00 0.204 .0.00 0.c0
13.08 100.00 0.09 0.172 0.00 0.00
100.00 C.04 0.145 0.c0 0.cC )




Particle Size. Analys:s ClF 1°1 AW:000 B O e
101-AW Simulant SuPenatant dummam Percentiles Vol% Width
0 miisec - mv = 4.129 | 10% = 1.057 60% = 3.875| 4.085 76% 6699

mn = 0.998 | 20% = 1.444 70%= 4.621| 1.173 26% 0815
ma = 2.297 | 30% = 1.915 80% = 6.206 :

os = 2.612 | 40% = 2.509 90% = 8.677

sd = 2.848 | 50% = 3.146 95% = 11.13

% PASS

_%CHAN

100.0 i | 10.0
|
!- / i -
| / A
80.0 - T B 1 TR T A - - sl
548k Zan/l ; '
700 - iy = T : = ; 7.0
i BN gfg 1L | P !
60.0 , i AR ‘:l : avmﬁ é% ' — —_ | } 6.0
S DU R I
T e el o ERRaHERER ; r obod P et
- 50.0 = 4 53_ i : ‘r g o 5.0
| RRRR [1LTVCIT L) | s F
40.0 s £ K3l T T i 4l
E gk T ;»..5 B i i I} 4
30.0 T T TR EE A S : 3.0
ol R N 1 4 g | 2
; ' i REE s g i : ; SRR
20.0 — R g ST -+ 20
: ! | £ ARG 3 g = | 58| S ]
e Lob L e é 5 il
10.0, — TR i i Ve 407
kT ; A (SR
0.0 T Ei* 48 R T R T 0.0
<2 .0.100 - 1.000 1000 100.0 : ! ﬂooog
e R : - Size (mlcrons)--:': PR E RGN & h
SIZE - %PASS . %CHAN | SiZE %PASS %CHAN | SIZE - % ASS %CHAN | SZE "-%PASS % HAN
7040 . 40000 - 0.00 9,260 91.49 - 4.32 - ' =
| 882.0 400.00 000 - |7.776 B7.47 5.34
45780  100.00 - ©0.00 - |E.541 81.83 5.38
4186 - 10000 ©  C.O0 . | 5500 76.47 7.28
352.0. - 100.00 0.00 . 4626 68.18 £.01
286.0 100.00 - - G.00 3.889 60.17 2.33
248.9 100.00 0.00 3.270 51.84 747
2093~ 4000C . 000 . |2760 4367  T.08
1780 40000 000|232 3873 6.24.
143.0 100.00 0.00 - }1.246 30.66 6.01
124:5 102.00 0.90 1.83b 24.54 -8.35
1047 - 100.00 0.90 1.375 18.19 £.43 :
88.00 100.00 0.0 1.1€G 11.78 5.24 “
17400 100.0C 0.00 c.97¢ 6.52 3.20
1 582.23 100.00 0.00 G.81¢ 3.32 1.63
152 33, - 100.00 a0 | 0.88E 1.63 0.84
4400 400.00  0.00 0.67¢ 0.83 361
137.00 40000 ~  0.00 C.486 0.34 2.34
3111 10G.00 c.00 0.405 0.00 0.00
26.16. 100.00 0.00° 0.344 0.00 0.00
22.00 . 160.00 0.31 0.289 0.00 0.00
16.50 - .'93.39 . 0.88 0.242 0.00 0.00
16.66 . -..98.83 1.59 G.2C4 0.00 0.00
13.08 = 97.24 242 CA72- 0.00 0.0C
- |44.c0 94.82 3.33 0.146 0.00 0.00




{1100 .

~CUF 101-AW06 Date: 04/12/99 Meas #: 00024
Partrcle S:ze AnalySIs e S S Time: 09:04  Pres #: 01
01-AW Simulant Supematant Summary Percentiles Dia__ Vol% . Width
49 milsec mv = 3.950 [10% = 1.079 80%=3.745| 3.980 74% 6.470
: mn = 0.933 | 20% = 1.405 70% = 4.655| 1.171 26% 0613
ma = 2.237 | 30% = 1.841 80% = 6.990
cs = 2.683 | 40% = 2.418 90% = 8.321
s ik sd = 2737 [ 50% = 3.042 95% = 10.50

%PASS : > - %CHAN

"400.0'1 o BT s B T ooy it G SO 10 0
: P |
q ; 131

90.0 it 'i 9.0

80.0 = l 8.0
! : i i
70.0 | 7.0
S e | s
o0 = ; i "F | Ee g "i—i 6.0
i - t i ! . 5

¥ L Lo A

: . 1 ¥ o X | : :

50.0 - ' : i 5.0
40.0 - - 4.0
ATV A i e s
N HTaS i - x - .,‘V
,,3‘0_,0' : tl - | | :. 30 ;
AT | & i ; Ok

: | : i | by i R

20.0 - ; 2.0
: A‘ ‘V 7'77 A : : ‘ ‘ ‘ ._'V :l 1] ; \‘I V | V ' y .
Q00 s o BE T Lo
LSRR L o EER { A5 7 oA

Sl e i sl Ll

0.0 T— I B o e

4700100 - : ©100.0 TN

5% R - Size (m;crons) - B, R TR R e
SIZE;; . %PASS [ %CHAN | SIZE  %PASS %CHAN |SIZE %PASS - '%CHAN [SIZE - %PASS - %CHAN
7040 10000  -0.00- |9.250 92.60 - 4.26 TR el MCYos T S
.0920" 10000° 000 [7.778 88.24 6.22

4878 . 100.00 000  |6.541 83.02 5.18
4136  ~1C0.00 0.00 5.500 76.84 7.41
382.0°  ° 100.00 0.60 4828 5973 7.92
2950 100.00 . 0.00 . |3.889 61.81 8.36
248.9 40000 0.00 3,270 53.45 2.06
2093 - 400.59 0.00  |2760 45.40 745
176.0 = 10000  .0.00  |2.312 38.25 5.32

|448.0 - 10000 - 0.00 1.945 3193 6.15
|i245 10000 0.00 1.636 2678 - 6.60
{1047 40000  0.00 1.376 19.18 6.77
38.00  .'100.00 0.00 1.166 12.41 5 64
|7400° 160.00 0.00 - 0872 6.87 3.38
52.23 400.00° .00 C.318 349 1.72

5233 10000 0.99 0.588 1.77 0.89
14.00 102.09 0.00 0.57¢ €88 0.63
37.00 $05.00 0.69 0.486 €.35 2.35
3114, 40008 - .09 0.408 0.00 0.00
26.16 . . 109.00 0.09 0.344 0.00 4.00
2200 - 409.00 0.09 C.28¢ 0.00 0.00
1850 100.06° D.57 0.243 0.00 0.00
16.56 -  99.43 134 | 0204 0.00 0.00 - ,

13.08 98.09 230 {0472 0.00 0.00

9z7¢ - 3.23 0.145 0.00 0.00




CUF 101-AW-005

Date: 04/12/99 Meas #: 00025
Part:cle Size Analys:s Time: 09:05  Pres #: 01
101-AWS|mu!antSupematant : Summa[y ~Percentiles Dia__ Vol% -Width
40 miisec “mv-= 3.870 | 10% = 1.073 60% = 3.691| 3.946 “74% 5.336
: ‘mn = 0.997 | 20% =1.387 70%=4.576| 1.172 26% 0.608
ma = 2.211 | 30% = 1.804 80% = 5.872
e ~gs-= 2714 | 40% = 2.374 -90% = 8.121
; ; sd = 2,671 | 50% = 2.998 95% = 10.22
%PASS : %CHAN
100.0 - T 100
| % | |
90-0 - .E_ ; |l e o~ s 11 .T.. A ko Hg OA-
: b a !
80.0 - ] 8.0
I b ' :
| . |
70.0 o o ¥ o 7.0
T - HAE : Rk :
60.0 T - BEIEL . 6.0
&7 H i 1) 5 & _ 4 I ] {
: : SRR e d o ) ‘ : ,
5 i i A, ?g-e.qu:rﬁ : At 4 P ] RE b ol
50.0 TR T 80
A B .ig Bt
40.0 - 4.0
"30.0 h s 3
20.0 ]‘ 2.0
1 | L1 % g i l':\ i | 1 _‘ A
100 - BAEF l« ¥ g A
:‘ § : l h i L f’% : :;: : : | q I -. ! ‘ - ir :_ :l ,. s I
I o o s ey W B 53 - 0 o o o '0.0‘
440100 - - - 1.000 10.09 10 0 1000
e S o : Size {microns) - g . -
SIZE - 9%PASS = %CHAN | SIZE %PASS %vHAN SIZE %PASS %CHAH SIZE - %PASS %CHAN
7040 - 10000  0.00 8.250 93.05 418
5920 10000 = 0.0 7.778 88.87 5.15
487.8° - 100.00 0.09 6.541 83.72 5.42
4186 - 100.00 - -0.00 5500  77.59 7.4C
352,0 . 10000 = 0.00 4625 70.49 7.96
294.0 ~ -100.00 . -0.00 3.869 62.53 8.40
2439~ 100.0C £.00 3.270 54.13 5.04
203,2 . 403.00 . COD° | 2760 45.09 741
176.0 . :.400.00 0.00 2.312 33.98 6.32
148.0 . '100.00 0.00 1.945 32,66 €.23
124:5°  100.00 0.00 1,635 26.43 6.77
104.7 100.00 0.00 1.375 19.66 6.99 .
2800 - 10000  0.00 1.156 12,67 5.70
74.00 100.00 0.09 0.972 6.97 3.46
62.23 100.00 - 0.00 0.818 3.51 1.75
5233, 100.00 0.00 0.688 1.76 0.89
4400 - 100.00 0.00 0.578 0.87 0.53
37.00 - 100.00 0.09 0.486 0.34 0.34
3111. 10000 .90 0.409 0.02 9.00
26. 16_ 160.00 . C.00 0.344 .00 0.00
22.00 | :100.00 = ©.00 0.289 (.00 2.00
18.50 - ;100,00 0.42 £.243 003 - 2.00
45.66 . . 99.688 115 €.204 e.00 0.00
4308 . 98.42 2T 0.172 0.00 £.00
1400 .- 9625 220 0.145 p.oc . 000




CUF 101-AW-005

; ; s Date: 04/12/99 Meas #: 00026
Particle Size Analysis ST Time: 09:05 __ Pres #: .01
101-AW Simulant Supematant  Summary | Percentiles Dia__Vol% Width
HO milsec mv = 3.983 | 10% =1.083 60% =3.770 | 3.996 74% 5.434
mn ='0.997 | 20% = 1.411 70% = 4.683 | 1172 26% 0.612
ma = 2.249 | 30% = 1.853 80% = 6.020
cs = 2.668|40% = 2.435 90% = 8.23
‘sd = 2.750 | 50% ='3.063 95% = 10.60
f-N ERPGE sd = 2.750 | &C :

%PASS | ) %CHAN
~100.6° B e 12 g ¥ T 00T
' S A | | N
90.0 . A ' =] 9.0

t
80.0 | F E 8.0
70.0 ; _ HT 7.0
1 ] b i n . ~
60.0 T I i : | R £ [ 6.0
e T RIS RN | ' L] o
4 5 e ! L P VA
50.0 : | [ ’- I | { ‘i J 2ot 5-0 -
40.0 40
30.0 T | 3.0
20.0 .l ol i R | i i {- 20
S : P SR i | i s
-y | i i @__ B E 3 -2 1 B I
400 e i e : 3 T A0
gy Lol ABEEER TR EES : . (2] e
gie - e !’? B L L R SERE ~ T 0.0
0400 1.000 10.00 ;.. "= - 100.0 4000
N T § - Size (microns) - B R TR i T
SIZE-  %4PASS %CHAN | SIZE  %PASS %CHAN [SIZE' - %PASS ~%CHAN |SIZE . %PASS : %CHAN
704.0 100.00 - - 0.00 2,250 '92.35 4.25 : AR G S
5920 10000 000 7.778 83.10 5.24
497:8 ' 100.00 0.00. |€.541 '82.86 6.22
413.6 100.00 ~ 000 | 5.500 76.64 747
3520  v160.00 - C.00 4625 8347 7.95
2350 40000 c03 |3&8s - 6151 8.39
2438  _400.06 0.00 3.570 5342 502
2033 . 400.00 €.00 2750 43.4 7.41
i76.0 . 100.00 0.00 2.212 37.99 5.29
143.0 100.00 £.00 1.945 31.70 6.43
124:5° . 100.00 0.00 1.635 2667 6.47
104.7 100.00 0.00 1.376 19.00 6.73
38.00 - 100.0C 0.00 1486 - 12.27 5.49
7400° - 100.00 . ©.00 0.972 6.78 3.35
52.23 100.00 000 |oels 2.43 1.70
5233 - 10C.00 0.00 0682 473 0.67
4400 - _100.0C = €.09 G.E78 0.88 0.52
3700 400.00 c.00 C.48€ 0.34 2.4
3M.41.° 100.00 0.09 |0c.408 0.00 0.0
2616 " 100.00 0.00 0.344 10.00 0.00
2200 100.00 .10 0.28¢ .00 0.00
1666 99.50 0.62 0.243 0.00 C.00
16.65 i, .- 92.28 1.36 - | 0.204 0.0C 0.00
13.08 37.92 2.30 0.172 0.00 0.00
.00 .. 9562 3.27 0.145 0.00 0.00 £




i T CUFA01- i 04112193 Meas #: 00026
Particle S’Ze Analysrs i g E*c F1°1 e s . T 09:06 _ Pres #: 01
101-AWS1mulantSupematant 8 g 5, w0 Summag - ‘Percentiles | Dia__ Vol% Width
0 mifsec . - - | mv=-3983|10%=0.475 60%=0.967 | 0.982 77% 0.759
; e | ‘mn = 0.987 | 20% = 0.654 70%=1.089 | 0.483 23% 0.108
. s i - .~ .|.ma= 2249 |30% = 0.652 80% = 1.252
AVERAGE ; : -ts7= 2,668 | 40%= 0.757 90% = 1.572
NUMRZZ “ DISTRIBuDON - 54 2014 | F0% = 0881 96%= 20261 1 ok =
%PASS , \ s i P g s 2 e - %CHAN
100.0 - S | — TR W S 5 T R o R 53 -20.6
._90:0,__. _..__l.‘__...f-_ o horiair ) - ‘E.A i b = - ...\....1'-... [T T P — 1i~8.:0,... !
80.0 T i 16.0
| | !
2o W % ] RRE K
700 - ey NE T T 140
Gl P S I Nk LA
60.0 ——— T E T 120
- ‘ i ! i | IH' i l.,l,
SO0 ‘ 117 10.0
-40.0 -
130.0 :
20.0 : | - 4.0
AP Rl DR 5 0 s ! S
100" e E ; = 2.0
¢ 1 e e S R 2 B I G TR i : s , :
oL OA0D L T TR U,0000 T BT 40000 T L S 40000
e B2 it - Size (mlcrons) : -5 WG SO S LT
SIZE .  %PASS %CHAN |SIZE  %PASS %GCHAN |SIE “UPASS  %CHAN |SIZE  %PASS ' %CHAN
7040 10000  0.00 | 5.260 99.95 0.02 ; L e :
5920 © 110000 000 | 7.778 99.87  0.04
48787 110000 000 [&.541 99.82 - 0.09
4486 10000 - 0.90 EEDD . 9984 047
3§20, 10000  C00  |4626 9967 0.32
2960 -100.00 000 | 3.888 99.36 0.67
2489 ~ 10060 .~ 0.00 2.270 9376~ 0.92
2093 - 4000C €00 | 2760 57.85 1.57
1760  100.00 . 0.00 2,312 96.49 2.04
1480 © 10000  0.00 1.946 94.45 3.34
1245  100.00  0.00 1.636 91.11 6.03
1047  100.00  0.00 1.376 8508  10.37
3800 10000 0.0 1.156 7471 1425
7400° 10000 000  |0.972 60.46  14.60
5223 10000 000 |0.818 4586  12.46
$233.  -10000 000 |0.688 3340  10.75 o
4400 10000 000 |0.578 2266  10.80 '
37.00 40000 0.00 0.48€ 1128 1485
$141. 40068 6.00 0.408 £.00 .00
2646  ©400.0 0.0 C244 0.0 0.00
2200  ,400.00 0.0 C.288 0.00 0.00
1630  .10000 000 | 0.243 0.00 0.00
1586 ~  100.60  0.00 | 0.204 €.00 0.90
1308 100.00 000 |o0.472 0.00 0.00
1400 100.00  0.01 0145 000 . 200




. Particle Size Analysis

CUF 101-AW-005

Date 04/M12/39 Meas #: 00035

Duplicate Time: 039:67 = Pres#: 01
101-AW Simui artSupem ant Summary Percentilas Dia  Vol% Width
2 mlisec " mv = 6,104 D%" 1135 60%=4.693 | 31.33 7% 10.95

'mn = 0.856 | 20% = 1.607 70%=6.924 | 4.278 73% 6.074

ma = 2,630 [ 30% = 2.252 80%=8.013| 1146 20% 0.662

cs = 2372 |40% = 2.933 90% = 12.48

sd = 3.929 50%-3589 95% = 26.84
%PASS S BT i _%CHAN
00,0 T— ' T e

/ -
| 90.0 +—— | 9.0
80.0 - ‘ T | ? 1T 8.0
- RS EE
7¢.0 T ; i 7.0
I
: ! )
150.0 EERE — 5.0
40.0 s T 4.0
30.0 ‘ i =z _ +3:0 -
' l 1 : O
. t i E J 5
200 i =TT 2.0
10.0 0
0.0 = T TTTT 0.0 ’
ki o . - Size (!THCTOI"IS)- R ' . ; i ot
3ZE  %PASS %CHAN | Sizg HPASS  %CHAN | SIZE .. %PAS3S - %CHAN | SIZE %FASS . ' %CHAN
704.0 100.00 c.00 9.250 83.88 4.5¢ R ' s H ' '
592.0 100.00 0.00 7.778 73.12 5.60
A97:8 - -100.0C C.00 6.541 73.82 529
418.6  100.00 0.00 5.800 87.23 5,98
3520 . 1c0.00 G.00. 4.626 £0.25 7.60
298.0 - 100.90 -0.00 3.889 5265 7.86
243.9 100.00 ¢.00 3.270 44.79 7.66
205.3 100.00C G.00 2,760 37.33 8.45
176.0 100.00 . .00 2.212 3).E8 5.42
148.0 ~400.00 .  C.0O 1.845 25.45 494
124:5 100.60 - .00 1.636 20.61 5.00
104.7 100.00 .00 1.376 15.61 502
38.00 100.0C 0.00 1.15¢ 10.49 4.1
7400 100.00 .00 0.572 6.28 272
52.23 100.00 6.0 0.818 . 2.58 1.49
52.33 106,00 - C.0D 0.688 207 0.52
14,00 100.0C €00 N.E78 4.25 0.62
37.09 ~fec.oo 288 | 0.486 673 - 0.40
.11 8345 . 181 0.409 0.33 0.33
26.16 34.84 C.85 0.344 0.00 0.00
22.00 83.98 0.72 0.289 0.00 0.60
‘18.50 ;493267 - 0,07 0.243 coc.. - 200 ]
16.66 7. . 9229 . 465 . |0204 . 000 - 000 | .
13.08 79064 ¢ ".274°- 10472 ...0.00. ;0 no -
14.60 ::B1.80 % "8.820 -1 0.145 00 UO -




: : CUF AW-101-005 Date: 04/09/99 Meas #: 00145
Particle Size Analysis Duplicate Sample Time: 15:43 _ Pres #: 01
Summary Percentiles Dia__ Vol% Width
mv = 3.041 |10% = .1937 60%=.2952 | .2673 100% .2297
mn = .3391 | 20% = .2105 70% = .3335
ma = 1.364 | 30% = .2277 80% = .3954
cs = 4399 [40% = .2462 90% = .6237
- Y a Qe = 68!
AVERAGE  NUMRER  DISTRABuTion) - = a0 o0 2815 Betes 300
%PAES %CHAN
“50.0 ¥ =T A —HT 450
B l | ’ | 1/ | | | |
| | | | | | : | |
N EEEE BRI AR ST 400
o R Ry ERn
H H S (- ! ' ; [ ' : S
n i B { L s
S BRI R EEEEL [y 300
’ Wk B R EE RN
50.0 ]‘jr : i T : H'M 25.0
o I}
Ll | | |
40.0 N | ‘ — -+t 20.0
0 ] R
! {1 ! ! | L r
BRI Ry | % BEEN
20.0 =TT EEE SRR | T 10.0
= St R AR ‘
B e B T 1 T T
! S I i Tet 1 : i |
| HEEEE | " . Rk
0.0 el Hi'r'rh‘ ML HHEe— ——TT 0.0
0.0010 0.0160 0.1600 1.000 10.00
- Size {microns) -
SiZE %PASS  %CHAN | SIZE %PASS  %CHAN | SIZE %PASS  %CHAH | SIZE %PASS  %CHAN
5.541 400.00 002 [00853 .00 0.00
5.500 99.98 002 {00723 000 0.00
4.€25 39.9¢ 0.03 | C.06cE 2.02 C.00
2.889 33.93 C.04 C.0514 g.00 n.on
3.27¢ 53.8% 0.07 C.0439 .29 C.0n
2,786 39.82 e | C.o36t 0.00 0.00
2.313 93.7¢ C.n4d (.0504 .50 0 00
1.845 32.38 0.2¢ 00265 209 6.05
1€35 39.37 €32 [00215 900 0.00
1.2758 39.05 0.43 0.0181 0.00 0.00
1.456 98.57 73 |00152 0.0 0.00
06723  57.84 112 {00128 0.0 0.00
0.8176 98.72 1.74 C.0107 0.00 0.00
0.6875 34.58 277 0.0020 0.00 0.00
0.6781  92.21 425 {00076 0.0 0.00
(1.43%1 37.9¢ 6.4 (1 COE4 0.00 G.CD
04938 31.58 644 |CO0E4 000 £.00
02437 2.1 1408 CAO0e% 0.20 .00
C.2891 53,06 1280 R Nt .54 Con
0,2431 33.46 £2.42
0.2044 {2.34 18.24
01719 Q.50 c.co
2.,1446 G.Co 0.99
01215  0.00 C.00
11 0 s/ 0.0 C.00




Partrcle Stze Analys:s

CUF 101 —AW-OOE

—Date. 04/12/99 Meas #: 00036

3] sDuplicate i Time: 09:69  Pres #: .01
101-AW Simulant Supematant g ‘\Summa;\g _ .Percentiles : Dia Vol% Width
o mifsec ‘mv = 5145 | 10% ='1.090 €0% =4.282| 4421 77% 7.378
= mn = 0.839 | 20% = 1.494 70%= 5.443 | 1.144 23% 0663
ina = 2:373 | 30% = 2.067 80% = 7.280
‘€8 ="2.628 | 40% = 2.733 90% = 10.99
-sd = 3538 | 50% = 3.436 95% = 15.73 o
%PASS ir e %CHAN
| 5 1
i, :-..90:0-.».1 o e e - a - o @ o - il . Ldi-—— e st W P i 8 e i - o e —Qlu. A — - -u-uu.g:o—_—.
‘ i' / |
80.0 ] T 197 T 8.0
' | RREN
70.0 A i T i 7.0
-1 Lt
ool | { ! ]
60.0 I : T ‘ 1 ! 1) el T : g T | ] 5] - 6.0 iE
: i i LAk ,,!I'.r ! ' Iy | I
o BagddRe A B Rt B
59.0 “mm_‘ I L ‘ P r‘ 1 T {ﬁ_@_‘ ] L : A 5.0
40,0 40"
s ) { *. "_"L_.
30.0 : 1 3.0
20.0 { i 2.0
‘ ' ‘!.'—‘1 e f5] il Ei:“r Al HHE ] i ‘. ;.‘
10.0° » YLD : 7 g 1.0
0.0 ‘ ! % | TR ST |r T 0.0 ¢
0400, i it 1000 10,00 - =% ot 1000 1000 - ;7
- e - Size (m:crons) , S e e O
SIZE:.  %PASS -%CHAN |SZZE %PASS  %4CHAN | SIZE- PASS " 9%CHAN | SIZE %PASS - %CHAN
704.0 100.00 0.00 9.250 85.33 4,48 : e e
592.0 100.00 . 0.00 7.778 81.24 5.32
49738 40000 000  |#6.541 75.62 6.21
413.6 100.00 .00 5.5C0 79.41 7.04
352.0 100,00 .50 4625 83.27 7.69
295.0 100.00 £.00 3.863 55.68 7.92
243.9 400.00 €.00 3.270 47.76 7.64
209.3 100.00, - C.00 2,760 41.25 5.53
176.0 100.00 0.00 2.312 33.72 562
142.0 160.00°  €.00 1.945 28.10 5.28
| 1245 100.00  ©.00 1.635 22.82 5.49
104.7 100.00 €.00 1.376 17.33 5.59
8800 400.00 0.0 1.156 11.74 4.69
74.00 100.00 0.00 0.572 7.05 3.03
13s2.23 400.00 .00 0.818 4.02 1.66
5233 100.00 - €00 | 0.88 2.35 0.92
44,00 100,00  0.00 0.578 1.44 0.60
47.00 100.00 .80 0.486 0.84 0.46
31.11 $3.2¢ - 0.87 0.409 0.33 0.38
26.16 98.33 0.91 0.344 0.00 0.00
2200 : 57.42 1,07 0.289 .00 9.00
18.50 . 98.35 1.45 0.243 0.00 . 0.00
1656 *. . $4.90 . 2.08 0.204 0.00 2.00
13.08 92.84 2.82 0.472 0.00 0.00
1100 2 . 20.02 2.63 0.145 0.00 0.0¢ - X




CUF 101-AW-005 Date: 04/12/99 Meas # 00037

Particle Size Analys:s | Duplicdts. - . ... .. Time: 10:00 _ Pres#: 01
101-AW SimJ!artSupcmgtant T et -gummary 1 - . . Percentiles Dia . Vol% Width
0 miisec : v = 4.570 | 10% = 1.077 80% = 4.107 | 4283 76% 6.643

mn = 0.851 [ 20% = 1.451 70%=5.162| 1.148 24% 0.654
ma = 2.307 | 30% = 1.980 80% = 6.785
cs = 2,601 40% 2.633 90% = 9.961
. | sd = 8.232|80% = 3.317 95%= 13.27
°%PASS L b e T T e D , .M‘HAN
L e e B Pl T R R ' 10.0
$0.0 . e Sh Nl SRE ) 1d8) 9.0
3 // e - '
80.0 e T A R 8.0
70.0 : e - - 7.0
160.0 6.0
'50.0 e -+ 5.0
ok | : 2 o 3
40.0 - 4.0
30.0 - - 30
200" v ; . 20
E | ‘ | E i
10.0 E £ = i I H ] 1,0 -'
iy 204000 T 1.000 : 4000 LR L 4000 - 1000

- S:ze {m:crons)

SIZE-.  %PASS %CHAN SIZE %PASS %CHAN |SIZE - %PASS VCHAN | SIZE . %PASS _'-(%CHAN
7040 100,00  0.00 |9.250 88.41 433 - : : A L
592.0 100.00  0.00 7.778 84.08 5.27
487.8° 10000 - 0.00 6.541 78.81 6.26 i ot v g Tt < B
413.6 100.00  0.00 | 5.500 72.55 7.49 ET PN i e e
3520  100.00  0.00 ' |4.626 65.36 789 | ‘ ' Gt

2880  100.00  0.00 3.889 57.47 8.12
243.8 100.00 .00 3.270 4335  T7.60
207.3 100.00  C.0O 2.760 4175 5.69

176.0 10000 - 000 |[2312 35.18 5.72

148.0 = 100.00  £.00 1,945 29.44 548 , B
1245° 10000  C.00 |1.635 23.96 5.80 , PR T
1047 10600  0.00 1.376 18.16 5.95 . , F B

3800 10000  0.00 1.158 12.21 4.97 : - el r
74007 10000 .00 0.972 7.24 347 R b Sl
6223 10000  0.00 0.818 4.07 1.72 : A

5233 10000 000 - |0.€88 233 0.94

1400 . 10000  0.00 0.678 - 1.41 0.60

3700 400.00 000 | 92.488 (.81 3.45

3141, 10000 000 /0408 .38 0.38

2616 40000 050 | 0.344 (.00 2.00

22.00 39.50 0.35 0.289 ¢.00 0.00

18.50 98.54 1.65 0.743 £.00 2.00

16.66 . ©6.99 2.19 0.204 0.00 0.00

13.08  -54.80 2.85 0172 0.00 0.00

1100 . 8185 354 0.445 £.00 0.00 ' AN , e




Parttcle Srze Analys:s _ :

CUF 101-AW-005 -

.| “Duplicate

Date: 04/12/99 Meas #: 00038

G.00

e _ Time: 10:00 Pres #. 01 .
101 AWSlmu!antSupematam “Summary - Percentiles Dia  Vol% Width
0 misec - ‘mv = 5275 | 10%=1.099 60%=4.322 | 3076 3% 10.06
| ‘mn'= 0.848 | 20% = 1.612 70% = 5.493 | 4.291 78% - 6.418
“ma = 2:400 | 30% = 2.097 80%=7.246 | 1.146 - 22% - 0.659
_&s = 2.500 | 40% = 2.766 90% = 11.03
: § d = o = 0, :
Lo foE - | sd = 3.661 | 50% = 3.471 95% = 16.07 A
%PASS B, e %CHAN
100.0 : //’ 10.0
.ga:o,._._. - o f-- o adat Tt TR I el B R B S s, B il Bl e, T it {1} o st e e § vl vl g - = - fso ot — -l -4 ‘9:0-‘.‘
80.0 8.0
70.0 - ! 7.0
60.0 AN 6.0
i ! leti R
X ot g e hA ! '
£g.0 - 1 5.0
40 0 7 : 40 .
'30.0 } - 30 :
200 ! 2.0
10.0 " - i e Abur
__;; .‘f_q‘r it . ; :zi. .-\
0.0 ey | c G 1 R TP T 0.0
n 0400 ¢ 1.000 10.00 - 1000 - 40000
g L . e - Size {microns) - p e Bl A By e L e o
SIZE:. . %PASS %CHAN [SIZE =~ %PASS C%CHAN | SIZE '%PASS %CHAN | SIZE - %PASS . ' %CHAN
7040 10000  0.00 9260 . 85.25 4.65 , 5 PR SO s TR
5920 = 100.00  0.00 7.778 81.70 5.40
497:8- . 100.00  0.00 8.541 76.30 6.25
413.6 100.00  0.00 5.600 70.05 7.07
3520  100.00 -0.00 4.625 62.98 7.73
2960 ~©100.00 000 |3.889 55.25 7.97
243.9 100.00 000  |3270 47.28 7.52
203,3 100.00 ~ . 000 | 2760 33.76 6.52
1760  100.00  0.00 2.312 33.24 5.59
148.0 100.00  0.09 1.845 27.65 5.23
124;5° 100,00 - 0.00 1.635 22.42 5.43
1047  .100.00 ~ €.00. | 1.376 18.99 5.52
|3890 10000  0.00 1.156 1147 462
7400° 10600 000 | 0.872 6.85 2.97
5223  400.00  0.02 0.618 3.88 1.62
1 52.33. . 100.00  0.00 0.688 2.26 0.69 :
44.00 100.00  0.00 0.578 1.37 0.57 5
37.00 10000  1.45 0.486 .80 0.44 1
3111, 9858 0.83 C.409 €.38 0.36
2616 . 97.72 0.78 0.344 0.00 0.00
2200  96.96 0.82 0.269 0.00 0.00
1850  96.04 137 0.243 0.00 0.00
16.65 ~  94.72 1.97 = | 0.204 0.00 0.00
13.08°  92.76 280 |0472 0.00 €.00
11.00.. . 82.85 370 0.145 0.00 >




CUF 101-AW-005 Date: 04/12/59 Meas #: 00038

Particle Size Analys:s Duplicate Time: 10:00  Pres#: 01
101-AW Simulant Supematant Summary Percentiles Dia _ Vol% Width
140 mlisec _ ' mv = 5.275|10%=0.382 60% =0.811| 0.957 59% 0.764

mn = 0.848 | 20% = 0.419 70% = 0.849 | 0.421 41% 0144
4 ma = 2.400 | 30% = 0.479 80% = 1.120
Veirnqe i’ cs = 2.500 | 40% = 0.567 9C% = 1.423
Nt D/sénbmizm - . sd = 0.405 | 50% = 0.683 95%=1.643 |
%PASS : AT ) - _ : : %CHAN
.,‘] - -
100.0 l ; .//.-— ' SRR 20.0
i i ; ST R RO | ;
50.0 3 / o FEeed b i : : 18.0
80.0 / ' - , 16.0
70.0 : B { ¥ T W 5 1 14.0
o B : sl i
E ? 8 ?N" | } : ! ; ! E
60.0 - —r—HE . N 12.0
! ! ¥] l | ! j ! : ; :
' 0 4 Ee jl B o Bl 5 Lailas o : gk '
50.0 +— e ‘ B LN , S 10.0
. M : 3 = 2 : ‘i i I # " -p - o o
40.0 I 8.0
= i E 2l % >
"30.0 - 1 ; - 6.0
g 9 1 | i :
A |- :
20.0 ; e . ; -4.0
i i 2 oAl :
.y - o 3 ' \ X ,_- L ? i | . i : 44 1 ; - : =
O T e R 207
: : s L Ao ] N ke St b o
0.0 S s v | e e i 1 rrr.-0.0 -
4 {,0.'100 ; ; 10.00 - 1000 4000
" _ B P A ) T A St SR e
SIZE . - ' ‘%FAS\: - %CHAN | SiZE %PASS %CHAN | SEZE %PASS  HCHAN . SIZE = %PASS  %CHAN
704.0 -400.00 0.00 9.260 99.99 0.02 : ' o B Y : ;
5920 . 100.00 000 |7.778 - 99.97 0.04
497:8’ - - 100.00 0.00 6.F41 ~~ 99.93 0.03
418.6 100.00. . G.03 5.800 99.85 0.14
3§20, 10000 000 . |4€26 93,71 0.27
298.0 - 106.00 .00 3.EB9 93,44 0.48
243.9 100.00 .02 3.270 95.58 0.73
203,23 100.00 0.03 2.750 9828 1.07
176.0 400.00 ~ 0.02 2.312 97.18 1.64
143.0 - 100.00 0.00 1.946 25.64 2.43
124i5° 100.00- - 0.00 1.636 93.21 4.24 ;
104.7 - 400.00 0.00 1378 88.97 7.24 -
38 00_ 100.00 0.00 1.166 81.73 - 10.20
74.00 100.00 0.09 0.972 71.63 11.00
52.23 100.00 - c.00 0.818 60.E3 10.10
52.33 100.00. 0.09 0688 - 5243 9.36
4400 - 100.00 .0.09 0.578 44.07 10.07
37.00 100.00 0.02 0.486 31.0% 13.04
31.141. 160.00 2.00 0.409 17.98 17.¢6
26.16 -100.00 C.0d 0.344 00 002
22.00 - 100.00 €.09 G.289 0.00 0.09
18.30 . 100.00 0.02 £.243 c.00 0.00
16.66 - 100.00 €00 |c204 000 0.00
43.08 100.00 0.00 0.172 0.00 0.00 i _ i S AT '
00 . o _‘1':“{}.00 0.01 0.145 0.00 £.00 3 s IR N e st




Particle Size Distribution Raw Data for AW-101 Using the Microtrac UPA



; i Artder .eaﬁw-haﬂes— Aw -/ci-PsDDate: 041091°9 lleas #: NIA
Particle Size Analysis LR O Time: 15:50  Pres# NIA
Summsry _P_f_f:_e_n::las 'Jla Vol% Wicth
myv = 5471 | 10% = 2681 80% = 5.647 | 4.438 100% 1.293
mn = 4.244 | 20% = 4.342 76% = 5.838
ma = 4.925 | 20% = 4.798 &C% = 5.028
2s = 1.218 | 40% = 5.157 9C% = 6.235
sd = .9965 | 50% = 5.436 95% = 6.380
%PASS %CHAN
100.0 ‘ . 7 T i 17 50.0
° R 1 T T T T
mEail | L R | L8
80.0 : i BEEY i i i 1 Pt [ R 45.0
; | | i | = | I ' ER : I T
AR AR |- L 430 ) B
: : i i ! ! | i ! Y -t
30.0 G — b  nT S i o e f —1 40,0
P i b \ St
bl : bl L .
I S SR T R AN A 35.0
T D | ant .
' i | B HEE i1
80.0 : TN 1
MER e
50.0 : Tt )
i B .
40.0 = | i ] ‘ — i
i ; | I 1 i
: | BRI P
300 - SEvar o
i il i P .
A ENel 1 L |
R e A A ]
BRI i ||
10.0 : ; l ‘ o %
i i | l
0.0 | T lr 1( 7 l
. 0.001¢C 0.010 3.1600
- Size {microns) -
SicE WEAGS  %CUAN | SIZE URASG | WoHAN | S'ZE VPASS  TeoHAN | SIZE %2ASS  HCHAM
5.541 £06.0% 47.61 {0359 3.00 (.00
5.800 52.42 28,58 .0722 0.00 .00
4625 25.91 13.34 €.0508 0.00 .00
3.839 12.57 6.55 0.0514 0.60 0.00
3.270 6.01 3.45 0.0430 0.00 75.04
2.750 2.55 2.19 0.0364 0.00 0.00
213 0.26 0.33 0.0304 0.00 0.00
1.845 0.00 0.09 0.0285 0.00 0.00
1.635 0.00 0.00 0.0245 0.29 .00
1.375 0.00 0.09 0.0181 0.00 0.00
1455 .00 0.02 0.01& 0.04 n.oo
0.8723 .00 0.09 0.0128 0.5 (3.0
0.8473 0.04) 0.9 2.0167 0.59 000
0.6875 0.c9 08 .58 0.5 ro0
9.6751 0.1 .29 6.0578 0.0 f.00
5.4321 ) 0.0) C ONGé 200 .08
0.4203 0.00 £.67 0 0054 9.9 .06
0.3437 0.G0 0.0 0.Un4% 0.00 0.60
0.2891 0.0 0.09 0.0038 0.00 0.00
0.2434 0.00 0.co
0.2044 0.00 0.00
0.1719 0.0 0.00
0.1445 0.C0 0.09
0.1245 0.0 0.03
9.4922 0.0 0.09




' : z SHFAVF4E4806 AW-lo/- D Date: 04/09/83 Meas #: NIA
Particle Size Analysis Duplicate-Sample Time: 15:31  Pres # NJA
Summary Percentiles Dia__ Vol% Width
mv = 3.266 | 10% = .5678 0% = 4.053 | 3.258 100% 4.786
mn = .3612 | 20% = 1.092 70% = 4.795
ma = 1.489 | 30% = 1.744 80% = 5.448
cs = 4.030 | 40% = 2.469 90% = 5.926
sd = 2.393 | 50% = 3.258 95% =6.178
%PASS : %CHAN
100.0 i LT I REN ] | | i ‘ i T T 20.0
| { | b | i
i | ! | ! RN ‘ Eod dreldl
500 1~ ] : : !_i : I ’;—"T—L ; i - 18.0°
| t | ! } | 2 { 1 : i |
80.0 i , ! i : 1 ] i i : N 16.0
|| | i EEEERE
70.0 i 1 1 ; T 14.0
1 | : ! it | ! it
! - i | BEEE P P
60.0 T W T L O T 12.0
: i v P ; = ]
. ' i T 1‘ i oo i P ;
50,00 Afrm——ts e | [ 1 10.0
] ! t
. ! |
40.0 = ¥ @ g | i e 8.0
SR | o i |
30.0 T ¥ 1 T 6.0
20.0 : T , i 4.0
! RN | ! £l ! ]
180 e -t 20
EER | BEY |
0.0 g s B i o T T 0.0
2.0040 0.0133 G.1000 10.00
_ - Size (microns) -
Sk %PASS  %CHAK | SIZE %hEASE MOHAN | iZS WFASS %CHANM | SIZE CHRASS %CHAN
£.841 100.00 13.08 0.0853 0.0% .00
£.500 30.91 13.22 0.0723 0.00 0.00
4€25 57.88 879 C.0503 2,00 0.00
3.839 37.5C 7.78 C.0&814 0.G0 0.00
.27 30.15 €.52 G.04350 .50 ¢.00
2.750 43.63 B£70 C.G3E1 0.20 {3.00
2.313 31.c3 505 C.0304 .00 2.02
1.645 32.2 4.47 G.0ZE5 0.2G N Gh
1833 28.41 3.92 0.0215 0.00 ¢.00
1.37 24,48 3.44 £.0184 (.00 0.00
1.156 21.05 3.05 0.0152 0.G0 c.on
10.5723 18.¢0 2.78 0.0128 0.00 0.00
0.8178 18.22 2.53 G.0107 0.Co C.G0
C.6875 12.54 2.40 0.0080 0.00 G.00
2.£781 10.724 2.21 0.0078 0.60 0.00
1 0.2861 8.C3 2.00 (.0C64 0.00 G.00
2.4088 6.03 1.80 0.0054 0.00 .00
3.2437 4,23 1.7 ¢.00ah HRAN ¢.ng
G.2891 2.51 1.53 £.o033 6.29 G.00
0.2431 0.3 .23
0.2044 0.C0 £.00
0.1713 0.0 ‘0.02
Q14435 0.00 0.09
0.1215 0.00 0.00
Faa c.e0 £.00




Particle Size Analysis

Time: 15:52

GHFAWGH088- An~icl-PD Date: 04/09/99 Meas #: NIA
Buplieato-Sample Pres #:

N/A

Summary Percentiles Dia _ Vol% Width
mv = 2.665|10% = 1.624 60%=2.358 | 5664 15% 1.603
mn = 1.908 | 20% = 1.781 70%= 2.604 | 2,081 85% .9619
ma = 2.269 | 30% = 1.915 80% = 3.115
cs = 2.645|40% = 2.048 30% = 5.333
sd = .97239 | 50% = 2.188 95% = 5.820
%PA;‘SS %CHAN
100.0 e - T ; - . - :
| R | il‘ B | r/z =
i O I ! {1 i i i !
s IREERIN T S 1 e e
' | | I ! | 1 P
HENn N L LA
80.0 T | — R —  40.0
| | [ R LE L i | i
= i | | | i1 : ' p ! L i ‘ |
70.0 : 1 i e o 1o B B o —T T 35.0
R SR P NN
EERH | L idid IERNEE R
=l R e RS BRI N R
S IR R 1 : RERRH BEIEE ALt
53.0 T —i O A I SO S St o 0 [ “TEHTTE TITTTTT 2540
Lo | | | e gl
e A b | ey ' i
40.0 T ’ ! II 1 ) é | :‘! 20.0
! ! < s : i
an HEE I AR
30.0 i J l i i T T ! 15.0
_} | £ | l £
1 i | q By 5 i
\ | H 1 i } ' rq B 1
20.0 T T i . T ]
RN HIEE L IREE
el i ol i i &z.;,_?gji;%w
10.0 D g m s e i : ' g 5.0
[ £ R gt i ‘ ; TLEL PR | )
: =N RN i N ; -’ﬁ';i-ji.:ﬁl_‘:'!&.qv*’?%«l
Rl i B | L | | .;agaéh?é!'.’i‘gl
0.0 SRS W G i 1 1 1T T | e = g
2.001C 0.0139 O.1G60 1.930 10.00
- Size [microns) - ,
Siz.g %PASS  %CHAN | SIZE %PASS  %CHAN | SIZE %PASS  Y%CHAN | SiZE %EASS  %CHAN
5.541 106.00 9.02 0.0859 0.00 6.0C
5.500 90.98 3.50 0.0723 £.00 0.00
4625 37.48 2.5 C.CECE 0.00 c.00
3.889 3458 3.48 0.0211 0.60 .05
3.270 31.48 7.38 €.0420 0.09 n.02
2750 74.11 1538 | c.02e4 0.59 C.08
2.313 57.7% 2584 | C.O0E Q.55 0.4
1.845 32,46 64 | 00255 0.50 G50
1.635 10.54 2.92 0.0245 0.40 0.0
1.37% 1.52 1.52 coled 0.c0 0.00
1155 C.00 0.00 0.0152 0.00 C.00
6.6723 0.80 0.00 0.0128 0.00 0.00
C 8176 0.00 0.00 0.0107 0.c0 0.00
0.6872 0.00 0.00 €.050 0.00 c.00
2.5781 0.G0 0.00 0.0078 0.00 0.00
6.¢861 0.0 0.00 0.0064 0.0 0.00
0.4083 0.00 0.00 0.005¢ 0.20 0.00
0.2457 G.i:0) 889 €045 0.0 .09
0.2891 0.00 68 0.0038 0.0 £.00
0.2431 0.00 .00
3.2044 0.00 6.00
0:1718 0.c0 C.c0
0.1445 0.00 0.00
0.1215 0.00 0.00
0.1022 0.00 C.00




. . . CUFAW-404-006 Aw-10] - pSD Date: 04/09/99 Meas #: 00146
Particle Size Analysis Duplicate-Sample. Time: 15:52 __ Pres #: 01
Summary Percentiles Dia __ Vol% Width
mv = 3,701 | 10% = 1.475 60% = 4.5697 | 5272 60% 2.397
mn = 4255 | 20% = 1.888 70% = 5.270| 1.890 40% 1.341
ma = 2,280 | 30% = 2.233 80% = 5.692
cs = 2.632|40% = 2.743 90% = 6.051
A’VER%{:/ ’ sd = 2.042 | 50% = 3.704 95% = 6.247
%BPASS %CHAN
100.0 - =TT T3 ‘ rTT7] , T 50.0
| RERE | ‘ ’!;:: i];VH
| R | } T oo i
80.0° - }‘- ’ i 1 ' - e i I'; ' = - 45.0
| | | B | | /
80.0 | B T o gizf T 40.0
| Do | : ! |
RN ! L e I/!
| L ‘ i : { } i |
| P i b ogb] ! f ' { o i i f | "
8.0 BRI BN YT =42
o ' | i ! i : ‘{ | fl | ! * i
0.0 Ty | RS o S A e R T T T 25.0
, ! ! [ ENH B ‘
! g J L | / i|
o E n | J R / T 20.0
bl '
30.0 ; ' =T 15.0-
] f | R / 11
! | H f ; ] Eik
20.0 — T T : . — . a ""% 10.0
| ;_‘f ¥ i l’_ { | ] /qé%@ |58
: i e ] boa a i : ! i e R I a1 S
s R LIS R S S T A A R bl o ol !
o L T T T T .
. : ! l | ! . : | ___{L—-L'T'.i ;,,;,“;3.‘:’:: (2
2.0 T ll T ! T E = ! !l “ls’"’" o B R i f S eami T 0.0
3.0010 0.0100 G040 1.000 10.00.
: - Size (Mmicrons) -
Sles . %PASS %CHAN | SIZE BPASS  TLCHAN | SiZE %PASS  %CHAN | SIZE %PASS  %BCHAN
5.841 1C0.00 25.21 C.0859 0.02 C.00
5,500 74.79 14.43 | 0.0723 c.00 0.00
428 50.38 8.t5 C.0608 ¢.o0 C.0G
3.889 51.31 5,232 G.L511 0.30 MERY
3.27¢C 45.8% 5.73 C.0A3% .50 G.0n
2.750 40.1C 8.09 0.0361 0.8 C.0
A<k E 32.01 16.142 e.0304 0.4 509
1845 21.68 870 w0288 0.3 c.on
11,638 12,55 4.31 ¢.0215 0.00 0.00
14,278 B.e8 1.65 0.0181 0.00 0.00
11,156 7.03 1.02 0.0152 0.00 0.00
F2.5723 6.01 0.93 0.0128 0.00 0.00
108176 5.08 0.36 0.0107 0.00 0.00
- 0.£875 422 0.32 0.0050 0.00 0.00
i 0.€781 3.2 0.74 0.0075 0.00 c.on
' 0.4361 268 0.87 C.0064 0.00 0.00
[9.4083 2.01 0.60 0.0n54 0.00 0.00
0.5437 5.1 057  1CO0eE 0.22 ¢.0n
2.2891 .04 0.53 [ 0.0032 2.29 0.00
3.24%1 C.34 0.3
1.2044 C.c0 0.co
10.4713 c.co 0.00
31445 0.G0 0.co
8.424 0.00 0.00
Di4B22 | 000 0.00




. : . CUF-AW-104008 AW-lo/- 5D Date: 04/09/93 Meas # 00146
Particle Size Analysis Buplieate Semplo— Time: 15:52 _ Pres #: 01
Summary Percentiles Dia _Vol% Width
mv = 3.701 [10% = .2222 60% =.3165| 1.798 6% 1.071
mn = 4255 | 20% = .2361 70%=.3607 | .2824 95% .2051
ma = 2.280 [ 30% =.2507 80% = .4392
AVezrace cs = 2,632 |40% =.2678 90% = .6434
; = 0 = 2 5% =
WMRER  Disr7 4Rl Ton sd = 1306 | 50% = 2831 95% = 1.243
%PAS3 “%CHAN
1%0.0 i [T i i T f T Eamas kT T 50.0
J | bk ko 1 | L : | ] 1
| : i a8 R g * | i J l
| : | : i s H i
9001 ’ = ? : ! SR s e T 450
] o | il |
E | / H
80.0 | J ; - 1 SREN T 40.0
i RN (L 1l
1 l‘ i o 8 i i i i |
70.0 e T e o L S *7~ - T 35.0
I T AT i Looe A ; ! iR
i 230 | ARy i Ed ] L ; R
o LT ' e s L : 2P I 1 o
60.0 | ! i F. ,: —J/_T|E' I"l BGG
! i . ' i 1 1 . ¢ i ; A A T | v -
5.0 ’ = l“” ’ B : T I T T T 25.0
|
il
40.0 : ‘B ‘ 20.0
30.0 =5 1 TH | : : 15.0.
| H - H |
i i i : i H
| !
|
20.0 ; ,~ ‘ -t 10.0
: ol i ) 5 (T
10.0° - TR R v By | o 73 ' BiEEG 5.0
i : P ; |
Had 8 S L
0.0 R S B o e T | e AR B o 0.0
4.0010 0.0100 10.090
- Size {microns) -
SicE %PASS  %CHAN | SIZE %PASS  %LCHAN | 3iZE %PASS  %CHAN | sIZE %PASS  %CHAMN
8.541 100.00 0.10 0.0889 0.02 0.60
5.500 99.90 0.10 0.0723 0.00 0.00
2625 98,82 2.19 C.0E03 [5ls]s £.oo
3.889 3372 012 Q0514 (.02 3.0%
187 33.5% 6.13 .0430 9.00 (.00
2780 98,22 .45 0.036¢ C.ao C.Cco
2.313 33.94 0.37 G.0304 0.572 G.00
1.845 37537 137 C.0555 L3 G.0a
1.€35 238.€0 1.14 0.0215 0.00 0.00
1.375 35.48 0.74 0.0181 0.00 0.00
1.158° 934,72 0.76 0.0152 0.00 0.0C
3.8723 33,08 1.47 0.01128 0.00 0.00
0.8175 32,75 1.82 0.0107 -~ 0.99 0.00
0.e873 30.87 2.85 G.0Ngo 0.00 (.00
0.5781 38.1z2 4.44 £.0078 0.co 0.00
0.43¢1 33.62 8.78 0.0ne4 0.60 0.00
1 2.4088 78.92 10.18 0.0054 0.00 0.00
C2.2437 33.74 18.::7 L.0Dek .00 e.on
3.2891 33.47 2&.45 £.0038 0.2 0.0)
0.2431 25.G62 25,02
02044 008 £.09
| 0.1718 0.Ge 0.29
2.1443 0.co 0.00
0.1215 0.00 0.00
S4gaz 0.00 .00 5



: : : CUFAW04-805- Aw-loi- D Date: 04/09/39 Meas #: 00147
Particle Size AnalyS'S Duplicate Sample Time: 16:02 Pres #: 01
Summary Perceniiies Dia_ Vol% Wigth
mv = 3.508 | 10% = 4756 50% = .2757 | .2483 100% .2226
mn = 3232 | 20% = .1933 70% = 3137
, ma = 1.742 [ 30% = .2102 80% = .2723
Averacs cs = 2.444 | 40%= 2278 90% = .4978
IARER. Tl e Flan) sd = 1113 | 50% = .2483 95% = .6760
wPASS —___%CHAN
00.0 T i T T ] ! ' T |ii| '50.0
T | R | 2 atl | ]
R ! L | NVdii ! nan
&3.0 - i T It ' ‘ - P : : . T #'L L_*__ Py AL.0
i e L
0 T T T VIR
EERRIIH R 2k IaREIH n
70.0 ? - i e ——TThT 38
| | R REN
) BRI i R e
- RERII RN R
B 3 R NiREi Ranl
! [ R | i 11 | 1 ] s i I i
SRR : ]! | | ' |
40.0 — ‘ L ' T u | i : 20.0
e SRR i Pl Lf& : | i
I 2 : ki Bl o :11 ] HERE
T R e R R e S e e e S R
Gl b 1Y ! e Eg% Rk | L 188
R R | | A e R
20.0 i — ' = i ™ ==t 100
| | T ol ]
P | e i L | ?s‘% ;X <1 50
10.0 L ' i ' : ? 5 ‘i | 0.
' | o L /28 RELI
6.0 T T T T 7 T = T TT 0.0
- -C.0CiC 0.0183 9.1200 12.00 -
- Bize {micronsj -
5leS . '4PASS  hCHAN | GiZE &PARS  %CHAM | SIZE %PASS  %CHAN | SIZE HEASS  Y%CHAN
5,641 400.09 0.03 ¢.085%  0.00 0.00
5.600 39,57 0.04 6.0723  0.00 .00
4625 98,32 C.35 €080 002 0.00
3.889 29,88 0.08 0.0511 0.00 6.C0
2.270 $9.82 0.07 0.043C  0.00 0.00
2,760 39.75 C.10 €.0361 0.00 0.00
2.243 53.83 0.15 00304 500 0.00
1645 32,58 0.23 c.0256 0.0 .00
1,635 33.27 €.34 ¢.C215 0.0 0.00
1375 48,92 €.52 0.0185 0.00 €.60
1.156 33.41 0.73 00162  0.00 0.00
3.9723  97.68 4.09 0.012¢ 000 0.00
0.8176  36.58 1.43 00167 0.5 0.00
2.5876  35.20 2.23 0.2050 (.08 06D
56781 5297 3,51 conTe 0.0 0.00
"|a.4881  33.4% £.45 CO0B4 (.00 0.00
94058 34.01 £.23 €.0054  0.00 0.00
0.3437 7572 1183 {00045  ©.00 0.00
9.2891 539§ 15.4 00038  0.00 .00
3.2431 4178 21.24
22044  26.55 18,40
04713 845 3.45
2.1445 0,00 €.90
314215 0.0 €99
34022 0.0 €39 |




Particle Size Analysis

CUF AW-101-005

Date: 04/09/98 Meas #: N/A

Time: 18:M1

Pres #. -N/A

Simuiant Supematant

Summary . Percentilas

mv = 3125 | 10% ='.6854 €C%=3.780
mn = .3729 | 20% =1.073 70% = 4.575
ma = 1,457 | 30% = 1.601 £80% = 6.340
cs = 4,090 | 40% = 2.203. $0% = 5.884
sd = 2352 |50%= 2925 $5%=6.155

Dia__ Vol% Width
3.086 96% 4.568
2820 4% 0854

%CHAN

~100.0

%PASS

99.0

30.0

500

50.0 ¢ -

400

30.0

200 1

10.0° -

00

- 00010

10.0100

i
1
.

04000 i
- Size (microns) -

Xl - ' -20.0-
| | | /1|1
L | | o
i | i ; E - 18.0
A TR z ol B ' i;gﬂ 18.0
E A1 P M SR | FE I
B 11 TR R - 140
EENE ! R o | | |
(| B | i | d i
R ‘ P e ; : I T 12.0
| | E L /R
o i : H y i by
10.0

6.0

40

Sizz :PASS  %CHAN | SIZE  %PASS - %CHAN |SIZE = %PASS . %CHAN |SIZE GFASS %CHAN
5541 40000  17.48. [CO0B5® . 099 .- 000 | o 3y e
5500 - 3252 4130 - |0.0723 ¢.00 6.0

4625 7082 CBST  |CgE0s 002 0.C

3883 . 8165 7.27 | 0514 0.00 0.0

3270, - 5428 ©  6.54 0.0456 0.00 0.00
2760 47174 6.09 0.0381  0.00 0.00 '
2.313 4166 573 |00364 0.00 0.00

1645 - 3682 © 630 | 00265  56.00  .0.C0 4
1645 © - 30.52 478 |00216 040 0.00 ‘
1.475 26.84 420 | 0.0181 0.00 0.00

1.456 21.64 3.63 0.0162  0.00 0.00

09723 1801 312 {00128 - :0.00 0.00

08176 14.89 263 |o0107 - 0.09 0.00

2.6875 12,20 2.35 | 0.0030 0.00 0.60

0.6781 9.84 212 0.0076 0.0 0.00

04331 7.72 1.92 C.o084  0.00 0.00 .

04038 580 . 178 0.0064  0.00 0,00

0.2437 © 4.04 1.73 0.0045  0.00 0.00

0.2891 2.28 1.47 c.0038 0.0 c.00
0.2434 079 079

0.2044 - 0.00 = 0.20

2749 1 000 - " 0.00

0.1445 . 0.0 0.09

61216 000 000

04022 . 0.0 0.00




Particle Siza Lnalysis

CUFAW-404-685- AW-ici-ADDate: 04/09/3¢ Meas # N/A

Duplicate Saniple Time: 13:3) Pres £ MIA
Summary PBarsansiles Diz _ Vel% Width
mv = 4872 1109 = 2,615 £0% = 5.314 | 4.935 100°% 2.6B8
mn = 2,308 | 20% = 3.500 70% = 5.527

ma = 4.060 | 30% = 4.186 80% = 5.837

cs = 1.478140% = 4.621 90% =6.133

sd = 1.343 | 50% = 4.986 95% = 6.303

A

%PASS

%CHAN

100.C

50.0

30.0

30.0 4

70.0
60.0
50.0

40.0

B |-

i
I

|
J

|
—_—

45.0

15.0

BRSNS

-

e T S
R

10.0

0.1
- Size {in

000
icrons) -

5.0

RS,
“iEEay
N

- o

0.0

=
o
S

el L)
n M M
[ 5 = 1§
-7~
G AT

=

«

r

-
oy o

=

4
~

2l L
e Y et )

.J-I‘J\.}‘(JSI
RMPRYIBTGY NN

.t
P X
~
—-—
w

2.4445
2.1215

3.4022

o W dman .

HPAGE %NCHAN | S1ZE
402.00 33.73 £.088%
86.27 28.17 0.0723
40.12 13.89 C.Re03
24 .41 £.43 G.05841
1852 437 C.0420
11.G6% 3.22 G054

7.84 2.42 C.O304
sS4t £.23 C.0758
.43 %.54 0.0245
1.34 1.28 G. 0181
0.56 L.56 C.0152
£.00 0.0 C.i28
0.0 .0 C.o1ey
.00 C.03 c.anog
0.00 0.0 C.on7s
C.n0 0.69 00064
0.0 C.02 £.0054
0.00 0.00 0.00i5
5.00 C.00 0.0038
n.eon 0.00
0.00 0.00
n.00 0.00
.00 0.00
0.00 0.00
0.00 0.00

(.00
n.ca

ik
0.00
G.no
o.e2
0 (" -.'
0.09
npen
0.00
0.c:
0.69
0.Ci
0.04
Q.29
0.Lo
0.02
.80
0.2¢

TGHAN

SIZE

%GHAN

%t*AS3

P o
a’ﬂh

AN




. - . EUF-AWA04-005- Aw-10i-AD Date: 04/09/99 Meas #: N/IA
Particle Size Analysis Duplicate Sample Time: 16:01 __ Pres # NJ/A
Summary Percentiles Width
mv = 3.449 | 10% = .6588 60% = 4.197 | 3.843 91% 3.999
mn = .4039 | 20% = 1.416 70% = 4.815 .2206
ma = 1.726 | 30% = 2.232 80% = 5.420
Cs = 3.476 | 40% = 2.934 90% = 5.907
sd = 2.271|50% = 3.578 95% = 6.167
%PASS %CHAN
100.0 — I-*; T 20.0
| '
i I | I
$0.0 f J | ; : 18.0
| |
’ | 1l
80.0 S e 16.0
i N
| o4
0 et pe 14.0
| .
H |
50.0 ; i 12.0
; ! W i
SU.U E I J' i T 10.0
P
] | i
40.0 f II 1 8.0
IRE
30.0. <~ T T 6.0
I
b od b
200 — T T ’ 4.0
v
15.0 +— i l S | 2.0
bl |
6.0 T T T H | 0.0
0.0010 2S00 10.00
- Size (microns) - f
SIZE 7PASS  %CHAN %BPASS  %CHAN | siZE HPASS  WCHANMN |size Y%CEAN
2,644 100.00 18.55 Q.00 .00
5.600 31.45 14.45 0.00 0.00
4€25 37.¢2 12.20 n.00 £.00
3.689 33.09 8.35 0.09 .0z
1 3.57 4512 7.33 0.00 0.00
' 2.750 17.25 6.13 0.50 0.0¢
2.213 31.0% .73 0.89 R
1.€45 23.03 3.74 0.89 G40
1,835 2288 .02 0.00 0.09
1.278 19.53 2.57 0.00 0.00
4.455 16.93 2.31 0.00 0.00
2.872 14.65 2.15 0.0C .00
38175 12.50 2.02 0.00 0.00
J.EB75 10.43 1.96 0.co 0.00
1.6761 8.52 2.05 0.60 0.00
2.£361 6.d7 2.01 0.00 0.00
34093 4d 46 1.81 n.00 n.00
1A 2.55 1.4 Q.07 0.00
3.2891 1.22 0.32 0.29 0.05
J.2431 0.31 0.31
1.2044 0.00 €.00
54749 0.02 0.00
5.4445 0.00 0.00
3.1215 0.00 0.00
24000 0.0C 0.2




: ; . CUFAW-104-005- A-lof -PD  Date: 04/09/99 Meas # NIA
Particle Size Analys:s Duplicate Sample Time: 16:02 Pres #: NI/A
Summary Percentiles Dia__ Vol% Width
mv = 2.695 | 10% = .4375 60% = 2.893 | 4.944 41% 2.547
mn = .2885 [ 20% = .7844 70% = 3.974 | 1.183 55% 1.563
ma = 1.113 [30% = 1.150 80% = 5.018 | .2092 4% .0518
cs = 5.389 | 40% = 1.559 90% = 5.775
sd = 2.365|50%=2.091 95% =6 094
%PASS %CHAN
e Iy i
I Lo o ERE L i .
L b By i ‘ .
80.0 , —H e -H ] 16.0
' SRR E R S B
i R o
70.0 - \ : i ! ‘ } T T ! : 1 i T_'" i :517_+;L'P' 14.0
: | N : (o L | P i
= Pl i ]t : Pod ] ol P
60.0 P T : =TT ST 12.0
. ' : 3 | ) I : : : : oy i ' ‘
i - ; o ‘ P i . J BEE P
T B { T “] e I—*-’ = [re ‘ T T 10.0
40.0 I | | | 8.0
| | | | ’
30.0 T [ f ; 6.0
R - |
! |
20.0 | ; [ | | 4.0
! IERERE ! L I
% Tl iy i \ e S o AT S ; il e ..
16.0 e WEE g RN ok st
gl g e -
0.0  a T TT] T T 4 0.0
_g.0010 2.0100 L.1000 12.00
- Size {microns) -
SiE “PASS  %LHAN | SizE HPASE %CHAN | 31ZE %HFASS  %CHAN |2z SFASS  %THAN
2,641 100.60 14.37 C.0B59 0.53 JRIN;
5.500 35.63 9.48 0.0723 0.6c C.00
1.£25 1848 gaz 0.Co08 0.Cs c.oco
3.839 33.212 £.59 06514 ity C.CO
&7 23.84 513 ¢.C43) £.¢9 0.092
2.750 38.51 5.28 G.0384 0.4 e.on
2,313 33.2¢ £&5 Caita (.39 ¢{0
1.845 +7.0% £33 C.C2LE8 0.29 GGG
1.635 41,85 5.33 0.215 0.60 0.00
1.378 38.7 5.55 0.0161 0.00 0.00
1.156 30.17 4.95 0.0162 0.00 0.00
25723 258.22 429 0.01i28 0.00 0.00
~1.8475 20.93 3.68 0.0107 0.00 0.00
36876 17.27 3.12 0.0090 0.09 0.00
1784 14.15 2.88 0.0076 0.c3 C.00
1.4081 11.47 2,38 0.0us .03 0.00
[ 14033 9.11 2.13 Nn.nD&4 0.00 0.00
Le437 £.38 1.94 DOf)ek 0.00 n.ng
3.2891 594 1.4z C.cn3a (.o 0on
1.2421 3.22 1.83
re044 1.2 1.02
31719 0.35 0.30
13,1445 ¢.co 0.29
21215 0.00 0.60
e 1.1t g.0c 0.29




. : . CUF-AW.101-005 Aw-iol-/5D Date: 04/09/59 Meas # 00147
Particle Size Analysis Duplicate Sample Time: 16:02  Pres # 01
Summary Percentiles Dia Width
mv = 3.508 | 10% = .7389 60% =4.561 | 3.921 100% 4.585
mn = .3239 | 20% = 1.444 70% = 5.122
mz = 1.742 | 30% = 2.250) 80% = 5.588
cs = 2.444 | 40% = 3.138 3C% = 5.637
AveracE sd = 2.293 | 50% = 3.921 95% = 6.212
%PASS %CHAN
10C.C + - T Y T e THIIEIET Vet | P 1 £0.0.
SRR | U 4 RS i
i B i | bl ik i i |
50.0 +pee X L | —%—%- : J b1 - 45.0
J |
80.0 | i II | | 40.0
;’ i BERL i | ]
70.0 i ' H 5 - 350
| i |
: | ! | i
§0.0 ; r 5 s BETE : ' 200
| F ! ‘ ! RERE | I
: J : i NERE = 1
| 50.0 e ; j T i i 25.0
; H i i | ! ’
40.0 i I ; 20.0
| ! |
30.0 _, : 15.0
| T
: | , bt i
RN emnl SRS S e | (S N
PN RN
106 R B s o 5.0
{ | R i i i~
(1) | ol 1 ik
0.0 =y o P T 1[”"‘{ f 0.0
¢.001¢0 D.010¢ C.AQGD Q9
- Size (microns) -
sizg %PASS SIZE %PASS  %CHAN |SIZE %PASS  %CHAN | SIZE 9%PASS  %CHAN
3.544 100.00 0.0859 0.c0 0.00
5.500 77.78 0.0723 0.00 0.00
4625 51.08 0.080% 0.00 0.0G
3.889 43.54 0.0511 0.00 0.00
2,270 41,58 0.0430 0.0n .00
2,750 35.63 : 0.0364 0.00 0.00
2.313 30.71 3 0.0304 £.60 0.00
1.645 16.42 C.0255 6.02 (.00
1635 22.55 3 0.0215 0.00 0.00
1275 15.65 %43 0.0181 0.0 0.00
1.453 15.92 2.84 0.0152 0.00 0.00
3.97z3 13.23 2145 0.0128 0.00 0.00
2.8176 11.13 1.89 0.0107 0.00 0.00
1.5875 9,24 1.83 0.00%¢ 0.00 0.00
35,5784 7.55 1.58 0.0074 0.00 0.00
1.4864 567 445 ¢.0064 0.00 0.0C
24083 4.5 4.31 C.00E4 0.0 G.0C
12427 3.70 %12 0.63¢5 £0 ¢ o0
2.2891 2,08 .94 .0038 0.00 0.02
1.2431 1.17 6.7
3.2044 0.43 £.35
34719 .10 £.19
31445 0.C0 .09
31215 0.00 £.00
50220 0,00 .00




Parf:cle sze Analys:s

' Z_'CUF AW-101-005 '

Date: 04/09/59 Meas # NIA
Time: 15:02 .. Pres#: NI/A

SimulantSupematant : .'.Summag Percenhles Dia _ Vol% Width
'm\r 4.032 | 10% = :8162 60%=5157 | 4820 94% 4.079
‘mn = 4627 | 20% = 1.748 -70% = 6.638 4322 6% 2121
ma. 022402 | 30% ='3.058 80% =5.828 o
cs = 2855 |40% = 4.012 90% = 6.126
: sd = 2317 | 50% = 4.650 26%= 6.234 )
%PASS e o : ‘ %CHAN
_u...gG:O ...‘." > e, = i | s airie b A s | 4 | e sk PN, A i et e gy 15 I i - s -4.—;45...0..
80.0 : 40.0
70.0°. = e | ! i 35.0
Sl : i A i . :
i 1 L f -4 ! ! | L [ i .

: L Agany ny Jaf el B
3.0 : ; T ) 250
40.0 T = 20.0
30.0 HHH— 15,0
200 - 3 1 /’ ‘ 100
ELEER o e — Lo 80
00" ‘4t ! : I : i{ | 4 L 0.0
-r- 0010 S 1 0100 0. 1060 1:.000 1090
A R ol o -~ -'Size (mlcrons) P el £ G s L ey
SiZE %PASS %CHAN SiZE ¥ %PASS  %CHAN |SIZE mPASS T %CHAM |SIZE . %PASS %CHAN
8,541 - 4100.00 31.29 0.085% 0.00 0.00 | B il TR E
6.500 68.71 19.47 0.0723 -0.00 0.00 o

48257 49.54 1. 14 C.0E0B S 0.0 c.oo o o
3.889 3840 . &£.55 0.0614 . 0LC . . -0.00
3.27C.. 231,84 . 42D 100430 . 0.00 0.00 =
2750 27.54 3.24 0.0581 ~¢.00 - 0.00
2343 24,30 - 2.74 {0.0204 . 000 ‘ 0.00

11845, -7 2136 2.50 0.0255 - 040 0.00
1635 19.06 2.38 0.0215. 0.00 0.00
1.375 " 16.68 2.30 0.0181 0.00 © 0.00 :
1485 14,38 - 2.23 0.0152 0.00 0.00 ?
0.723 1215 213 0.0128 0.00 0.00
0.8178 10.02 - 1.99 0.0107 0.00 0.00 AL
0.€875 8.03 1.81 | 0.0080 0.00 0.00 :
0.5781 6.12 1.83 . 0.0078 0.00 0.00

| C.4881 419 1.69 1 0.0064 0.0n 0.00
04088 289 - 119 0.0064 0.00 0.00
03437 . 140 .85 - C.0C45 0.00 . .00
g <891 - 0.04 - Q.Bs C.0C3¢8 3.00 - {100
0.2431 0.0 0.00
0.2044 . 0.0D 0.02
237143 - - G.60 0.00
0.1445 . .. 0. 0.00 0.00
0.1215 0.00 .00
2.40232 .- - 0.00 0.c9 i




“CUF Aw-101-005 Date: 04/09/99 Meas # N/A
_ Particle Size Analys:s Time: 15:03 - Pres# NIA
BlmulantSuPematant f'Summam ~ Percentiles Dia Vol% Width
mv = 3.085 | 10% = .6690 60% = 3.558 | 2.894 100% 4.363
mn = 3833°| 20% = 1.233 70% = 4.288 :
iee| «ma.=, 1,671 | 30% = 1.762 80% = 5.073
cs = 3,820 | 40% = 2.304 90% = 5.764
sd =.2.181 | 50%=2.894 95% = 6.085 :
%PASS . S %CHAN
100.0 - f { “20.0
L-_go'..'o_.._. [T O N TR DT STl B N S0 (00 I N I [P T ey et [ v ” | B il vt Sttt A} e ] o .y - t b f} = Eth ....1.8:0.._.. ‘-
80.0 : 16.0
700 it K B I i '§ 14.0
! kg / :
2 ' ] ] j i i i | l -
s« o i RN ] BIERIZEE [l
59.0 — - ' / ——war T 10.0
40.0 iy 8.0
1300 : // 6.0
20.0 [ T 7 ' ‘4.0
106 . 1 o , i e Ll ol iR B 1 H i B ‘_2_0--:,;
_ P R A TR i A e
00 ! ] ; L T : ! : . GRAL T aLs { ; 00_
00010 10.0100 0.1800 - - 1 oao 10,00
i : - Size (microns) - :
SIZE - %PASS  %CHAN | SIZE %PASS %CHAN - SlZE -%PASS ‘%CHAN SZE %PASS ’ _.%CH_&E
6.541 - 100.00 . . 1429 ' |0.0855 - 0.00 0.00 3 A : T A
5500  85.71 11,29 0.0723 - °0.00 . 0.00 .
4628 7442 879 0.0606 . 0.00 c.00 ¢
3.889 §4.63 8.862 | 0.0611 0:00 .00
3.270, - 5881 - 84S 0.0430 . 0.00 .00
2.760 47.66 . 7.51 0.0381 0.0¢ 0.00
2.313 40.18 673 . | 0.0304 G.00 0.00
18451 3349 582 | 0.0265 9.00 0.00
1635 27.55 ©  4.92 0.0215 0.00 0.00
1,275 2267 . 409 .|0.0181 0.00 0.00
1456 . 1888 - - 3.34 0.01562 0.00 0.00
0.8723 15.24 271 100128 " 0.00 0.00
0.8176 12.53 222 0.0107 0.00 0.00 :
0.6875 10.31 1,87 0.0030 . 0.00 0.00 1
0.5781  8.44 1.82 0.0076 0.00 0.60
0.4851 8.62 1.7% 0.0C54 0.0C 0.00
0.4083 4.83 1.62 0.0064 0.00 0.00
0.23437 3.21 1.41 D (G445 0.0 0.00
.2891 1.80 1.08 C.6138 2.00 0.00
0.2431 . 0.72 072 ;
0.2044 000 0.09
0713 0.00 - 0.0 »
0.1445 0.cO 0.00
0.1215 0.00 0.00
0.1022 . 0.00 0.09




i : T GOF AW-101008 “Date: 04/09/93 Meas #: 00143
_ Particle Size Analysis . - UiAw‘l ! ST Time: 16:03 . Pres#: 01
Simulant Supernatant - *Summary o Percentiles Dia  Vol% Width
mvi= 3:414 [ 10% = 6776 -60% = 4.278 | 3.493 100% 4.692
mn = 3943 [ 20% = 1.267 70%=4.978| - =
. ma = 1,673 { 30% = 1.924 80% = 5.544
- és ‘= 3,587 | 40% = 2.672 90% = 6.970
MerpGt | 59 = 2348 | 50% = 3.493 95% = 6.203 .
%PASS Ly v y ~ %CHAN
100.0 T e | { 1T 50.0
1 ,_90'0 — o ——— By N T sy s 0 m 3 S IS A e brnon s Bl A L bt - o = —»as:o.y
80.0 g . / 40.0
70.0 : , 35.0
1 : S
80.0 -7 5% ok 1] Eh s P ) 30.0
bk e b : | ol g Sy
S IO | £ gnp o | | -
50.0 = 25.0
{ b oo < ;
40.0 3 - 20.0°
°30.0 { 15.0-
20.0 _; - - 10.0
o Feibe i I R e 1'
100 i BRI EEE 507
0.0 : T T ] T R L e =g i 0.0
.. 0.0010 . 0.0100 01000 i - 1.000 10,00 -
| e ; s - Size {microns) - TN T
SIZE . %PASS %CHAN | SIZE %PASS - %CHAN [SZE.. - %PASS %CHAN [SIZE =~ . %PASS . %CHAN
6541 . 10000 21.02° |0.0855. 0.00 R e Foa) A, ' e
6.500. : 78.98 1412 | 0.0723 000 . 000
4696 5438 s.e7 | 0.0808 0.20 0.00
3889 5430  7.53 | 0.0811 0.00 0.00
3270 47:31 533 | 0.0430 . 0.00 0.00
2750 4038 5.51 0.0364 2.00 0.00
2313 36.37 507 |0.0304 009 0.0C
1.945. 20.30 454 1 0.0255 0.05 ¢.00
1635 25.76 4.03 0.0215 0.00 0.00
1.375 21.73 3.53 0.0181 0.00 0.00 :
1156  18.20 3.07 0.0162 -  0.00 0.00 ror
05723 1513 2.65 0.0128 0.00 0.00
08176  12.48 -  2.30 0.0107 0.60 0.00
06875 . 10.18 2.05 0.0C90 0.00 0.00 &
0.5781 8.13 1.55 0.0076 0.00 0.00
404381 5.17 177 | 0.0084 0.00 0.00
‘04083 440 1.52 0.0054 0.00 0.00
0.3437 2,88 1.35 0.0045  0.00 £.00
0.2891  1.83 4.03 0.0038 25 0.00
0.2431 0.60 0.50
0.2044 0.00 8.00
0:1719 0.00 0.09
01443 0.00 0.02
0.1215 0.00 0.03
0.4022. 000  0.00 4




_P_arﬁf:le Size Analysis

CUF AW 101 -005

Date: 04/08/99 Meas #: 00143

Time: 15:03

__Pres#: 01

Simulant Supernatant

: Percentiles

Summam s Dia _ Vol% _Width
mv’' = 3.41}'4 10% = .2266 60% = .3359 | .3062 100% .2677
_ mn_=..3943 | 20% = .2439 ‘70% = .3802 :
oot - - ma.= 1.673 | 30% = .2619 80% = .4515
verasl Cs = 3,687 | 40% = .2816 90% = .6019
Eiutw»(au D:S1Lr{ Eaéﬂ 8d = .1289 | 50% = .3052 6% = 8227 -
%PASS : i e %CHAN
100.0 T % R 50.0
ot
‘90:0.“_.‘4 a8 - vy e fue s o EPAN I ] s wh s . T --’-r—--'.' -4-7 - - s B - \.-45.:0,,--
80.0 _/ 40.0
70.0 - - : A st 35.0
: i g ! f" INE 3 0w
60.0 . : = =T 7 i i TREEE s e 30.0
R ' Lol ) ! ERRN T DT
BRI | \ i {f ek ] L1 it B el
50.0 T ‘ - j ' - 25.0
fo it o | b s TR T
. q b o baceiues
40.0 == : T 200
300 s I ST T 15.0-
20.0 A~ , : “10.0
vz : ! i e Uy ‘ - ‘ i § = -,t‘ b i ! 7.5;- i
0.0 - ‘ — e e 1~ 0.0
...-0.0010 0.0100 0.4000 -5 - .00 1,000 210.00: - ¢
j e e - Size {mlcrons) N il R
SIZE. :%PASS . %CHAN |SIZE ~  %PASS %CHAN |SIZE - '%PASS - %CHAN | SIZE %PASS - :.-%CHAN
6.641  100.00 0.04 0.0853°  0.00 .0.00 ‘ - S R R e A
5500  99.96 0.05 0.0723 0.00 0.00
4825 - 3991 005 - |C.0508 000 000
3839 9985 0.07 |C.0511 £.00 0.60
3,270 © 99.78 0.49 0.6430 0.00 0.06
2750 '99.68 0.15 0.0361. 000 000
2.313. . '99.53 0.23 - {00304 000 - 000
1645 ~ $930. 035 | 00285 . 200 0.60
1.635 98.95 0.82 0.0215  0.00 0.00
1.375 98.42 0.76 | 0.0181 0.00 0.00 ;
1455 - 97.87 112 | 0.0152 0.00 0.00 T
99723 - S6.86 1.62 0.0128  0.00 0.00 g
08476 - 9493 2.38 0.0107  '0.00 0.00 i
08878 9257 3.54 0.0090 . 0.00 0.00 :
DE781  89.03 5.70 0.0076 0.00 0.00
0.4351 3333 883 0.0C64 0.00 0.00 b
04083  7488.  12.60 | C.0054 0.00 0.00 5
72437 . 8248 4847|0048 9.20 e.09
0.2891 . 4354 2386 {00038 . 0.00 0.00
0.2431 19.56 1858 ;
- 0.2044 0.00 0.02
01719 0.00 0.02
0.1445 0.60  0.00
0.1215 0.00 0.00
0.1022 0.00 0.09 5




Particle

ze Analysis

CUF AW-101-605
Duplicate Samnia

Time: 15:44

Date: 04/02/99 Meas #: N/IA
Pres #: NIA

Numred  DisTeiguTion

Summary

mv = 2.883
mn = .31%4
ma = 1178
cs = 5094
sd = 1013

Percentiles
40% = 1319 &0%
20% = .2G71 70%
30% = .2221 80%
40% = 2380 $0%
§0% = .2559 95% = 6448

Vol% Width

I

0% 2028

%PASS

- ~430.

%CHAN

¢

50.0

45.0

45.0

30.0

|
T" 20.0
|

25.0

S
(41 ]
{

¥

-
3

o =
=y~
AT N

E

pg o I <
S otn T L = {
0 ~3

81
3.4361
0.40%3
) 3437
0.2891
0,244
0.2044
04719
24448
04248
A +Nn0N

. -

a «

CHAN

: il i 1
1 T T
: : i ‘R
L AR W O W L A
T
; C
| e m _ 1
FEHE| i ¥
okl - -+ 35.0
1] L St
i ' i ‘ } ‘ . " | E i __3 | il i
TS R ‘ i befi & | ]t :
= 8 | ' ' v ; ik R i f : [ L
T | BRI EIREHN |
o | Rt EAEE |
el o b L | : LI ! F'Lﬁ._i ] :
ISR EEL . Nl CHE T |
IEEEL . NI | R .
e TR D T ; ] S T T r
| ¥ ; Pl gus ‘ |
; L f BEL ddBgl |10 ? .
NI Ea FEHET T @ i
IR | | éa@? ERR 1.
T | e ! 1] ;
R /?ﬁgéé”‘g & N
Lo 1| ELELU | AEEL rsg_é; | i
] ] 1 il 1 1 1 I 1 ! ¢ ¥
2.001C 0.0109 £.1869 1.200 10,00
- Size (microns) -
PS5 %OHAN |SIZE | APASE  WCHAM | SWE  %PAND  %GHAM
20C.03 g HH R (L .80 .00
29.89 .02 C07Z2 009 .02
33,97 ¢.a2 £.06086 027 C.00
$9.95 0.03 | 0514 2.0 6.00
2992 (.04 C.0a30 a0 .00
39.38 0.03 0.0364 0.00 0.06
33.32 G.09 0.0304 .00 0.00
29.72 45 | C.0286  0.60 ¢.05
39.28 C.24 DG4k £.50 o8

0.40

A ]
oo,
LS

0.0076
00054
¢.0C54
0.0045
€.0038

0.00
0.09
0.00

- Q.00

0.9%
000
.04
4.090
n.no
0.00

0.00
.00
.00
€.00
0.00
e.on
0,60
0.00
0.00
0.0




. : . CUF AW.101-005 Date: 04/G9/99 Meas #: N/A
Particle Size Analys:s Duplicate Sample Time: 15:42 Pres #: NIA
Summary Percentiles Dia  Vol% Width
mv = 2.826 | 10% = 1825 60%=.2817 | .2597 100% .1998
mn = .3208 | 20% = .2084 70% = .3132
ma = 1.176 | 30% = .2245 80% = .3677
cs = 5.103 |40% =.2413 90% = .4833
NUMBER  DISTRABUTITA) sd = .0999 | 50% = .2597 $5% = 6338
%PASS %CHAN
100.0 T - T 50.0
| | EER N BN
: 1 A I P ; : t
80.0 1 w féiﬁ | T Lo Sttt 4510
| L]l l | 5 l
| - - ] | :
80.0 = | 2 =5 — 40.0
R | N
| R ‘ - l
R e Bl
69.0 P : P T T Hr 30.0
., 1 SR P IRRER
888 T O sttt 260,
l i : ; H | ‘ i ! i
. . - i [
40.0 ' — = 20.0
B |
i
30.0 i | - 15.0
» N
- fadt i . ! £
20.0 | T | iqy | !” 10.0
: AR i L AR
y i | i y
0D A e e T 80
! IR ! - :
i o bl i | ! |
Q.0 T T [:i}:i 1 T 1 E T! 0.0
£.0C10 - 0.0130 : 10,00
' - Size (microns) -
3icE %PASS  %CHAN | SIZE hPASS  %CHAN | SIZE %PASS WCHAN | SIZE %PASS  %CHAN
5.541 100.00 0.9 0.0E55 0.00 0.60
5.500 99.99 0.0 0.0723 0.00 0.00
4625 8.3 0.02 0.0508 2.00 0.00
2,889 39,36 0.03 2.0511 0.22 £.00
3.270 39.93 .04 0.0438 0.00 6.00
2.750 49.3¢ 0.07 0.0364 £.20 ¢.oc
2313 33.52 (A4S 00304 0.a0 ity
1.545 99.7 C.47 ;0255 0.6 £.50
1.635 39.54 0.25 2.0215 0.00 ¢.00
1.375 93.26 0.39 0.0184 0.00 0.00
1.456 53.89 0.60 0.0152 0.00 0.00
08723 38.2% 0.92 0.0128 0.00 0.00
0.8176 9737 1.44 0.0107 0.00 0.00
04875 9533 2.2 0.008¢ 0.00 0.00
Q.5781 93.68 3.53 0.0076 0.00 0.00
0.4361 30.15 E.AS 0.0064 0.00 0.00 A
0.4283 8489 6.35 0.0054 0.00 0.00
03437 T894 13,66 | oGRer 0.0 o6
0.0891 3248 2165 | C.6038 9.08 £.09
0.2431 41.03 23.£8
0.2044  17.47 17.47
0.4749 6.co 0.0
D.14435 C.Co 0.09
0.1218 0.50 £.09
0,4022 €.00 €.00 b




. ; ; CUF AW-101-005 Date: 04/08/93 Meas # NIA
Particle Size Analysis Duplicate Sampla Time: 15:43 _ Pres # NIA
Summary Percentiles Dia_ Vol% Width
mv = 3.416 | 10% = .3125 60% = .4545 | .4127 100% .3340
mn = .5419 | 20% = .3312 70% = .6117
ma = 1.998 | 30% = .3521 80% = .6017
cs = 3.002 |40% =.3792 90% = .8176
sd = EQ%h = 4127 SE% = 1172
NUMBREL.  DISTRLAUTION sd = .1670 | 50% = 4127 SE% = 1.17
%PASS , %CHAN
100.0 } : i1 | T i J I — " L T 50.0
il i W
900 A= ' : B e A "_i""' e 4800
| l
L
80.0 | T 40.0
i il ]
P | I
70.0 T T 389
L 0] | B
80.0 T ! SERE TR i T 30.0
! SRR ei1 SRR
' 1 CO B B | ' i ko 2 Il | : ooy
50.0 i T e T i B r“’ 25.0
| | ' ‘ ¥
I
40.0 ; { : i 20.0
|
30.0 H1 - ¥ 1 15.0
bl I : ! |
e | I | i |
| / . ! I : ! : Ly
a0 | EaE IR TH R
% i N R REN L aiit BRI .
19.0° 5 e __i.__. = 1 ] 7§ g i T % T 5.0
| oA bl o i P ! I Fhil . -
| R A E | bla | %5 . ‘ |
0.¢ ; :II:{I}E e B e e ‘T ‘iﬁi '"”"41“’ T H: 0.0
C.001G 0.0'195 G AGH0 ;i 10.00
- Size (microns) -
SiZE %PASS  %CHAN | SIZE %hPASS ACHAN | SIZE %PASS hCHAN | SIZE %PASS  %CHAN
6.641 100.00 0.07 0.0858 0.00 0.6
5.500 99.93 0.10 0.0723 0.00 0.00
4825 33.32 C.15 c.0sce 0.09 0.00
3.889 99.67 0.24 0.0514 2.0 £.90
3.270 $9.43 0,34 | c.odse 0.00 0.00
2780 39.05 0.47 0.0361 0.00 £.00
2313 33.62 .64 €.02C4 0.0 C.00
1.845 33.04 €.73 C.0255 0.3 C.00
1.635 37.23 1.02 0.021% 0.00 0.00
1375 98.21 1.38 0.0184 0.00 0.00
1.158 54.33 1.95 0.0152 0.00 0.0
0.6723  92.38 2.87 0.0128 0.00 0.00
0.6176 * 90.01 4.38 0.0107 0.00 0.00
0.6873 2553 7.73 0.0080 0.00 0.60
0.5781  77.30 11.67 | 0.0076 0.00 0.00
0.4361  §8.02 1706 | 0.00€4 0.00 C.00
04083  43.98 2249 | 0 OD&4 0.90 (.00
03437 5.4 2328 | CQ0eh 0.5 000 z
¢.2891 .00 0.99 ¢ 0038 9.90 .60 !
0.2434 0.c0 .97 i
32044 0.0 .29 i
94742 0.£9 £.97 !
0.1445 C.to 6.09
0.1245 0.c0° 6.00
04222 0.LO 0.99




Particle Size Analysis

CUF AW-101-005
Duplicate Sample

Date: 04/09/98 Meas #: 00145

Time: 15:43

Pres #: 01

AVerace  \oiumeé  Disteipunion

Summary

mv = 3.041
mn = .3391
ma = 1.364
cs = 4399
sd = 2.381

Percentiles
10% = .5257 60% = 3.624
20% = .9572 70% = 4.407
30% = 1.519 80% = 5.209
40% = 2.470 90% = 5.828

$0%= 2373 $E%=5.422

Dia__ Vol% Width

2873 100% 4.721

Y%PASRS %CHAN
| R -
50.0 { : i '
| i
80.0 ! i I ! |
! k r i 1 \F ¥ |
70.0 T T : BEE —
[ P i E 5
BRI | Es |
50.0 NS R ! SEERE
. é S 0 : i |
e e s B
40.0
|
30.0 i
20.0 ;
0.0 g i
"
0.0 T T
¢.0C10 0.0103 £.1003
- Size (microns) -
SIZE %PASS %CHAN | SiZE %PASS %CHAN | SIZE %PASS  %CHAN 1 SIZE LEASS  HTHAN
8.541 400.00 15.82 £.0853 0.3 0.00
5.500 84.18 11.44 0.0723 0.00 0.00
223 72.74 2.34 C.0GCs 2.00 0.00
3.88¢ §3.4C .03 0.0541 2.9 0.0C
2270 35,37 7.57 0.0430 0.0u (.00
2,750 48.30 6.22 €.03¢4 295 B.00
2.213 4208 5.44 ¢ 0304 0.5 0.0
1.844 353 £73 5 a288 .92 0,50
1.635 31.3¢ 4.25 £.0215 0.00 0.00
1878 27.81 3.83 0.0481 2.00 0.00
1.155 23.78 3.48 0.0152 0.00 0.00
05723 20.30 3.18 0.0128 0.00 0.00
0.8178 1712 2.93 0.01C07 0.00 0.00
0.6875 14.19 277 0.00%G 0.00 0.00
0.6781 11.42 2.53 6.0078 2.00 0.00
0.4351 8.849 2,27 0.0064 0.00 .0
(.40R8 6.62 1.9% 0.0n5¢ 0.0n n.on
0.2427 4.6 1,70 0oNgE 203 2.00
C.c891 247 1.45 (5028 .69 0.58
0.2431 1.4 0.23
0.2044 0.43 .43
0.4743 0.00 £.09
1443 e.co 0.0
0.1215 Q.00 :

0.1022 0.00

oo
[N =]
oo
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